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Temperature and moisture content effects on 
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Efeito da temperature e do teor de umidade na 
resistência à compressão paralela às fibras do paricá 
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Abstract 
he aim of this study is to evaluate the effect of the temperature and 
moisture content on the compressive strength parallel to the grain of 
paricá (Schizolobium amazonicum Huber ex. Ducke) from cultivated 
forests. The experiments were carried out on 3 timber samples under 

different conditions: heated (HT), thermal treatment (TT) and water saturated 
(WS). The HT sample consisted of 105 clear specimens assembled in 15 groups, 
the TT consisted of 90 clear specimens assembled in 15 groups and the WS 
consisted of 90 clear specimens assembled in 9 groups. The specimens from HT 
and WS samples were tested at a temperature range from 20 to 230 ºC and 20 to 
100 ºC, respectively. The HT specimens were tested at ambient temperature, but 
after being submitted to thermal treatment.  The HT, TT and WS samples present a 
decrease in the compressive strength, reaching 65%, 76% and 59% of the 
compressive strength at room temperature, respectively. The decrease in the 
compressive strength of the HT and WS samples can be associated to the thermal 
degradation of wood polymers and the moisture content. For the TT sample, the 
strength increased for a pre-heating temperature of up to 170 °C due to the 
reduction in the moisture content of the specimens. 

Keywords: Timber. Temperature. Moisture content. Compressive strength. 

Resumo 
O objetivo deste estudo é avaliar o efeito da temperatura e do teorde umidade na 
resistência à compressão paralela às fibras do paricá (Schizolobium amazonicum 
Huber ex. Ducke) de florestas plantadas. Os experimentos foram realizados em 3 
amostras de madeira em diferentes condições: aquecida (HT), tratamento térmico 
(TT), e saturada em água (WS). A amostra HT consistiu-se de 105 corpos de 
prova classificados em 15 grupos, a amostra TT consistiu-se em corpos de prova 
classificados em 15 grupos, a amostra WS consistiu-se em 90 corpos de prova 
classificados em 9 grupos. Os corpos de prova das amostras HT e WS foram 
testados em uma faixa de temperatura de 20 a 230 ºC e de 20 a 100 ºC, 
respectivamente. Os corpos de prova da amostra HT foram testados à 
temperatura ambiente, mas após serem submetidos a um tratamento térmico. As 
amostras HT, TT e WS apresentaram redução da resistência à compressão, as 
quais atingiram 65%, 76% e 59% da resistência à compressão à temperatura 
ambiente, respectivamente. A redução da resistência à compressão das amostras 
de HT e WS pode ser associada à degradação térmica dos polímeros da madeira e 
da redução do teor de umidade. Para a amostra TT, a resistência dos corpos de 
prova aumentou para uma temperatura de pré-aquecimento de até 170 °C, devido 
à redução do teor de umidade. 

Palavras-chaves: Madeira. Temperatura. Teor de umidade. Resistência à compressão. 
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Introduction 

The annual production of wood from planted 

forests in Brazil for 2010 is estimated at 280 

million m³ for the production of pulp, energy, 

laminates, particleboard and plywood 

(BUAINAIN; BATALHA, 2007). To enhance 

their use in construction it is necessary to know 

properly their properties, whether physical or 

mechanical. 

Among several wood species of economic 

importance in the Amazon region is the paricá 

(Schyzolobium amazonicum Huber ex. Ducke). 

According to Colli (2007), the paricá is 

characterized by fast growth in height and 

diameter of its usually cylindrical and straight 

trunk, light color and an average density of 420 

kg.m
-3

 at 12% moisture content. Melo, Carvalho 

and Martins (1989), Terezo and Szücs (2007), 

Terezo (2010), Scaliante et al. (2011), Vidaurre et 

al.(2012) and Cavalheiro et al. (2014) studied the 

mechanical properties of this wood species and 

showed that it presents good mechanical 

properties, similar to other species used in building 

construction. However, in Brazil, there are no 

studies on the influence of temperature and 

moisture content on the mechanical strength of the 

paricá wood species. 

The mechanical properties of wood are influenced 

by several intrinsic and extrinsic factors of this 

material. The density and moisture content are 

related to the former. The density has been the 

subject of many studies (KOLLMANN; CÔTÉ, 

1968; BODIG; JAYNE, 1993). In general, when 

the density increases, mechanical properties such 

as strength and modules of elasticity, also increase. 

However, several authors state that the strength 

and the modulus of elasticity increase to a 

maximum value as the moisture content of wood 

decreases to a 0% moisture content 

(KOLLMANN; CÔTÉ, 1968; BODIG; JAYNE, 

1993; WILSON, 1932; LEONT'EV, 1960; 

DROW, 1945; GERHARDS, 1982). The 

temperature is considered an extrinsic factor. 

When wood is subjected to high temperatures there 

are changes of colour, thermal degradation and 

glass transition of its polymers. All these factors 

cause reduction of the mechanical strength.  

Changes in wood colour occur mainly due to the 

extractive emissions that migrate to the surface 

during the heating process (BURTIN et al., 1998; 

MCDONALD, 2000; VIITANIEMI; JAMSA, 

2001; SUNDQVIST, 2004). In the thermal 

degradation of wood, the first carbohydrates to 

degrade are the hemicelluloses, in the temperature 

range between 160 and 260 °C, then the cellulose, 

in the range between 200 and 280 °C and then the 

lignin, in the range between 150 and 300 °C 

(ROFFAEL; SCHALLER, 1971; FENGEL; 

WEGENER, 1984; SCHNIEWIND, 1985). 

The glass transition of the wood polymers occurs 

at different temperature levels. For cellulose, the 

glass transition temperature is in the range of 200 

to 250 °C. For hemicelluloses, it is observed in the 

range of 150 to 220 °C and for lignin in the range 

from 180 to 200 °C (BACK; SALMEN, 1982; 

IRVINE, 1984). Some national standards for the 

design of timber structures consider a temperature 

factor for the calculation of mechanical properties 

at high temperatures (AMERICAN…, 1997; 

INSTITUTO…, 2006). However, the European 

and Brazilian Standards do not consider this 

temperature factor (NORMALISATION…, 2003; 

ABNT, 1997).  

The aim of this research is to assess the effect of 

the temperature and the moisture content on the 

compressive strength parallel to the grain of paricá 

(Schizolobium amazonicum Huber ex. Ducke) 

from planted forest in the Amazon region and to 

present a temperature-dependent factor that should 

be considered in the design of timber structures. 

Materials and methods 

In this section, the materials and methods used to 

assess the permanent and the temporary effects of 

the temperature and the moisture content on the 

compressive strength parallel to the grain of the 

paricá (Schizolobium amazonicum Huber ex. 

Ducke) from planted forests are presented. 

Tests of the compressive strength parallel to the 

grain are carried out and the combined effects of 

temperature and humidity on the mechanical 

strength are assessed in specimens under three 

testing conditions: heated (HT), thermally treated 

and tested at room temperature (TT) and saturated 

in water (WS) and tested at several levels of 

temperature. These test conditions were chosen 

because they can represent the possible situations 

of moisture content to which the structural 

elements can be subjected during a fire or 

firefighting. 

Samples and specimens 

In this study, three timber samples were used: one 

with specimens tested in heated conditions, a 

sample with specimens thermally treated and 

tested at room temperature and a sample with 

watered saturated specimens, tested at different 

levels of temperatures. These samples are denoted 

heated sample (HT), thermal treated sample (TT) 
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and saturated samples (WS), respectively. The 

physical properties and characteristics of the 

samples and the temperature range are shown in 

Table 1. 

The samples were cut of logs 5.6 m long from 

juvenile wood. The logs were cut from 19-21 years 

old trees at a distance of 3.5 m or higher from the 

ground.  The specimens were prepared with timber 

classified visually according to the specifications 

of the Brazilian standard (ABNT, 1997). They 

were clear, defect-free, straight-grained material 

cut from regions distant at least 30 cm of the tip.  

The specimen dimensions are those defined in the 

Brazilian standard, 50 mm  50 mm  150 mm 

(ABNT, 1997). Cross-section dimensions and 

length were measured with accuracy of 0.01 mm. 

Special care was taken in preparing the specimens 

to ensure that the end surfaces were parallel and 

that both were aligned perpendicular to the 

longitudinal axis. 

The distribution of specimens in sets was done in 

order to constitute groups with densities 

statistically homogeneous. The equivalence was 

verified by variance analysis.  The method used to 

compare the means was Fisher's least significant 

difference (LSD) procedure, with a confidence 

level of 95% (MONTGOMERY; RUNGER, 

2003). 

Samples treatment 

The specimens of the HT and TT samples were 

assembled in 15 groups of 7 and 6 elements, 

respectively. The specimens of each group were 

heated at a constant temperature at 20, 40, 50, 60, 

70, 80, 90, 110, 130, 150, 170, 190, 210 and 230 

°C, during 180 min, in an electric drying oven, in 

order to ensure homogeneous temperature inside 

the specimens. The oven had automatic 

temperature control and internal dimension of 90 

cm  100 cm  66 cm.   

The specimens of the WS sample were assembled 

in 9 groups of 10 elements, which were water 

saturated and then heated. The saturation of 

specimens was performed by submerging them in 

water at 20 °C inside a vertical autoclave. The 

complete saturation was reached after 65 days. 

The WS specimens were heated, while immersed 

in water, during 120 min, at the following 

temperatures: 20, 30, 40, 50, 60, 70, 80, 90 and 

100 ºC. They were then removed from the hot 

water and subjected to mechanical testing in a 

chamber at the same temperature level. 

The specimens of the HT and WS samples were 

tested in heated conditions while the specimens of 

TT sample were left to cool for 24 hours in 

ambient temperature before they were tested. 

Mechanical tests 

Compressive strength parallel to the grain tests, at 

many temperature levels, were carried out in a 

testing machine with a load cell of 200 kN  2 kN, 

with an increasing and continuous loading at a 

constant rate of displacement of 2 mm.min
-1

. The 

tests ended at the rupture of the test specimen, 

which took 5 to 10 min. 

The tests on the specimens from the HT and WS 

samples were carried out in an environmental 

chamber with internal dimension of 37 cm  50 cm 

 52 cm (Figure 1). The specimens from the TT 

samples were tested under ambient conditions. 

Determination of compressive strength 
parallel to the grain 

Compressive strength values (fco,T)for different 

levels of temperature were calculated according to 

the Eq. (1) and determined from the ultimate 

compressive force as illustrated in Figure 2. 

A

F
=f

máxc0,

Tc0,                                                Eq. 1 

Where: 

Fc0,máx is the ultimate force applied to specimens at 

temperature level T, in N; and 

A is the crosssection of the specimen after the 

heating, in mm². 

Table 1 – Physical properties and characteristics of the samples 

Samples 

Mass density 

at 20 ºC 

(kg/m
3
) 

Moisture 

content at 

20 °C 

Temperature 

range (°C) 
Groups 

Specimens 

per group 

Total 

Specimens 

HT 379 ±37 12 20 – 230 15 7 105 

TT 373 ±24 12 20 – 230 15 6 90 

WS 319 ±45 12 20 – 100 9 10 90 

 285 
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Figure 1 – Specimen and test apparatus 

 

Figure 2 – Force × displacement curve at a temperature level T 

 

Determination of the moisture 
content 

The determination of the specimen moisture 

content during the mechanical test was carried out 

using the same specimen. After rupture, the 

specimen was weighted for the determination of 

the final mass (mf), and then submitted to drying at 

a maximum temperature of 103 ± 2 °C, as required 

by the Brazilian Standard (ABNT, 1997), until the 

difference between two consecutive measures was 

less or equal to 0.5% of the last measured mass. In 

this condition, the measured mass is considered to 

be the dry mass (md. The moisture content (mc) 

was determined by Eq. (2). 

100


d

df

m

mm
=mc

                                        

Eq. 2 

Results and discussion 

In this section, the results concerning the observed 

physical changes and the compressive strength 

parallel to grain of the HT, TT and WS paricá 

samples are presented. All mechanical data related 

to the compressive strength were statistically 

treated.  

Moisture content 

Figure 3 shows the moisture content of the 

specimens from the HT and TT samples. It 

decreases linearly with the increase of the 

temperature, presenting 0% moisture content at 

150 °C for both samples. At temperatures higher 

than 150 °C, the specimens from the TT sample 

presented moisture content higher than specimens 

from the HT sample. This difference is due to 

moisture absorption by the specimens during the 

24 hours cooling period at the laboratory. 
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Figure 3 - Moisture content at different levels of temperature 

 

The specimens from the WS sample presented an 

average moisture content of 191% during the tests, 

as expected. According to Colli (2007), the 

moisture content of saturated samples of 

Schizolobium amazonicum Huber ex. Ducke, aged 

5 and 11 years, varies in the range from 185 to 

237%. 

According to Schaffer (1973), at 140 °C, the water 

contained in the components of wood begins to be 

released and the polymer begins to degrade. As the 

temperature increases, so does the energy level of 

the molecules and constituents. This energy is 

enough to modify the wood internal structure, 

decreasing the fiber moisture content. 

Physical changes of the specimens 

Figures 4a, 4b and 4c present the colour changes in 

the specimens from the 3 samples. These changes 

were visually verified by comparing with the 

specimens of groups tested at 20 ºC.  In the HT 

and TT samples, changes in wood colour occurred 

in the internal and external parts of the specimens. 

These changes were more apparent at higher 

temperatures, mainly above 150 ºC. In these 

samples, all the specimens heated above 200 °C 

presented checking ends caused by fast drying 

(PONCSÁK et al., 2006). Another physical change 

observed in these samples was the significant cross 

section shrinkage, more pronounced at 

temperatures above 130 °C. This effect was also 

found by other researchers (BODIG; JAYNE, 

1993; KNUDSON; SCHNIEWIND, 1975; 

ROWELL; YOUNGS, 1981; DINWOODIE, 1989; 

OLSSON; SALMÉN, 1997; SIMPSON; 

TENWOLDE, 1999). 

The specimens from the WS sample did not 

present visually significant changes with the 

temperature increase. According to McCurdy et al. 

(2006), small colour changes occur under and 

above the fiber saturation point, caused by the 

dissolution of extractives present in the wood 

structure. 

As expected, during the specimen saturation, an 

increase in dimension was found. This is directly 

related to the theoretical volume of water adhered 

to the cell wall (KOLLMANN; CÔTÉ, 1968; 

ROWELL; YOUNGS, 1981). 

Many studies found thermally induced changes in 

the wood colour (BURTIN et al., 1998; 

MCDONALD et al., 2000; VIITANIEMI; 

JAMSA, 2001; SUNDQVIST, 2004; 

MANNINEN; PASANEN; HOLOPAINEN, 

2002). They show that the main colour changes 

begin at 40 °C and are caused by substances 

present in wood extractives such as tannins and 

terpenes, reaction of carbohydrates, aldehydes, 

phenols and the esterification of resins and waxes 

for heat treatment. 

Although the chemical characteristics of the paricá 

are not known, the specimen colour changes can 

be attributed to the same factors found by the 

mentioned authors. 

Specimen failure 

Figures 5a, 5b and 5c present the modes of failure 

that occurred during the compressive tests in the 

three samples. It was found that the pattern of 

failure varies according to the test temperature. For 

the HT sample (Figure 5a), in the range from 20 

°C to 110 °C, the shear-type failure occurred along 

a plane at 55 - 60° to the direction of the grain in 

the middle of the specimens. In the range from 130 

to 170 °C, the shear-type failure is near the 

specimen ends along a plane between 45 and 55 

°C. At 230 °C, the failure was near the specimen 

ends along a plane near to 70° to the direction of 

the grain. For the TT sample (Figure 5b), in the 

range from 40 to 70 °C, the shear-type failure 

plane was at 75° to the direction of grain, near to 

the specimen ends. Above 200 °C, the failure was 
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by splitting caused by cracking in the specimen 

top. Bodig and Jayne (1993) state that this pattern 

occurs by internal failure caused, probably, by 

charring or inadequate drying due to high 

temperatures. 

The WS sample presented brooming or end 

rolling-type failure (Figure 5c). This failure pattern 

occurs by wood plasticization when it is under 

high temperature in a state of complete saturation 

of the fibres (BODIG; JAYNE, 1993; 

DINWOODIE, 1981). 

Compressive strength parallel to the 
grain 

Figure 6 presents the compressive strength results 

for the 3 samples. At room temperature, the HT, 

TT and WS samples present average strength and 

standard deviation of 32 MPa ± 4 MPa; 28 MPa ± 

3 MPa; 16 MPa ± 3 MPa, respectively. Scaliante et 

al. (2011) found the average of compressive 

strength of paricá equal to 31 MPa, while 

Cavalheiroet al. (2014) found the value of 25 MPa. 

These results are similar to the averages of 

compressive strength of the HT and TT samples. 

The results show that, for the HT sample, a 

continuous strength decrease exists with the 

increase of temperature up to 80 °C; afterwards, an 

increase exists up to 150 °C, when the moisture 

content of the specimens was 0% (Figure 3). For 

all specimens from the WS sample, the 

compressive strength decrease is caused mainly by 

fiber plasticization as a result of the increase in the 

temperature level. 

The data from the TT sample show that, as the 

temperature of the thermal treatment increases, the 

residual strength of the wood also increases to 37 ± 

4 MPa at 170 °C. This phenomenon may be due to 

the reduction of the specimen moisture content, as 

illustrated in Figure 3. Above 170 °C, the residual 

strength decrease can be linked to the thermal 

degradation of the wood components.  

Figure 4 – Colour changes 

 
(a) Heated sample                                 (b) Thermally treated sample 

 
(c) Saturated sample 
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Figure 5 – Pattern of rupture 

 
(a) HT specimens      (b) TT specimens  (c) WS specimens 

Figure 6 – Compressive strength parallel to the grain at different levels of temperature 

 

For the HT sample, the analysis of variance 

indicates that there is a statistically significant 

difference, with 95% confidence, between the 

compressive strength parallel to grain at 20 °C and 

the other temperature levels, except at 150 °C. For 

the TT sample, a difference is found between the 

data obtained with specimens heated above 90 °C, 

except those heated at 130 °C and 210 °C. For the 

WS sample, there is a difference between the 

resistance at room temperature and that obtained at 

other temperature levels, except at 30 °C. 

Relative compressive strength 

Table 2 presents, for the three samples, the values 

of the average compressive strength parallel to the 

grain divided by the average strength at room 

temperature, herein called the relative compressive 

strength. The data show the effect of temperature 

and humidity on the mechanical strength of wood.  

For the HT sample, the strength decreases 23% at 

80 °C. This phenomenon may be associated with 

the lignin glass transition and the hemicelluloses 

softening (IRVINE, 1984). Between 90 and 150 

°C, the strength increases again up to a maximum 

value, which can be explained by the decrease of 

the moisture content associated to the increase in 

cellulose crystallinity in this temperature range 

(SALMÉN, 1982). Finally, between 170 and 230 

°C, the strength decreases, probably due to the 

cellulose thermal degradation (FENGEL, 1967). 

The strength decrease is not linear and it is 65% of 

the strength at room temperature. 

 

Temperature (ºC)

f
c
0
, 
T

 (
M

P
a
)

Legend

HT

TT

WS

0 40 80 120 160 200 240

0

10

20

30

40

50



Ambiente Construído, Porto Alegre, v. 15, n. 1, p. 17-27, jan./mar. 2015. 

 

Figueroa, M, J, M.; Moraes, P. D. de; Maestri, F. A. 24 

Table 2 - Relative compressive strength and standard deviation 

T 

(°C) 

HT TT 
T 

(°C) 

WS 

fc0/fc,20ºC 

Standard 

deviation 
fc0/fc,20ºC 

Standard 

deviation 
fc0/fc,20ºC 

Standard 

deviation 

20 1.00 0.12 1.00 0.07 20 1.00 0.19 

40 0.87 0.16 1.14 0.11 30 0.92 0.12 

50 0.84 0.09 1.07 0.11 40 0.82 0.12 

60 0.79 0.09 1.12 0.11 50 0.74 0.12 

70 0.78 0.09 1.09 0.07 60 0.69 0.12 

80 0.77 0.06 1.14 0.11 70 0.61 0.12 

90 0.83 0.12 1.20 0.07 80 0.55 0.06 

100 0.77 0.06 1.20 0.11 90 0.48 0.06 

110 0.80 0.06 1.24 0.07 100 0.41 0.06 

130 0.84 0.09 1.10 0.14    

150 0.90 0.09 1.32 0.18    

170 0.85 0.06 1.35 0.14    

190 0.70 0.09 1.28 0.11    

210 0.44 0.09 1.00 0.11    

230 0.35 0.09 0.24 0.07    

 

The strength values for the TT samples are higher 

than for the other two samples and the property 

variation as function of the temperature is not 

linear (Table 2). At 170 °C, there is a strength 

increase of 35% compared to the strength at room 

temperature. This behavior is caused mainly by the 

decrease in the specimen moisture content during 

the test as shown in Figure 3. Then, the strength 

decreases rapidly, probably due to 

depolymerization and thermal degradation of wood 

components (FENGEL; WEGENER, 1984; 

PONCSÁK et al., 2006). At 230 °C, it is, 

approximately, 76% of the strength at room 

temperature. 

In the WS sample, a linear and continuous 

reduction of the compressive strength was 

observed as the temperature increased (Table 2). 

At 100 °C, there is a strength decrease of 59% 

compared to that obtained at room temperature. 

This decrease is due to the temperature tests. 

Above 170 °C and 0% of moisture content, the 

slope of the average strength for the HT sample is 

similar to the slope for the WS sample. 

Conclusions 

This study evaluated the effect of the temperature 

and the moisture content on the compressive 

strength parallel to the grain of paricá 

(Schizolobium amazonicum Huber ex. Ducke). For 

the three samples used, the results have shown 

that: 

(a) colour changes occur, both internally and 

externally to the specimens, with the increase in 

temperature. These changes are most pronounced 

at temperatures above 150 °C, probably due to the 

emissions of volatile organic compound associated 

with the drying of wood; 

(b) at room temperature, the HT, TT and WS 

samples present average strength and standard 

deviation of 32 MPa ± 4 MPa; 28 MPa ± 3 MPa; 

16 MPa ± 3 MPa, respectively; 

(c) there are statistically significant differences, 

with 95% confidence, between the results of 

compressive strength parallel to the grain at 20 °C 

and at other temperature levels, except at 150 °C 

for the HT sample. For the TT sample, this 

difference occurs between batches heated above 90 

°C, except those at 130 °C and at 210 °C. For the 

WS sample, the difference is between the strength 

value at room temperature and those values 

obtained at other temperature levels, except that at 

30 °C; 

(d) an increase in temperature causes a decrease 

in compressive strength parallel to the grain, due to 

the glass transition of polymers and the thermal 

degradation of wood. The phenomenon was more 

pronounced for the WS sample. For the HT 

sample, at 230 °C, the strength decrease is, 

approximately, 65% of the strength at room 

temperature, while for the TT sample is 76%.  For 

the WS sample, a strength decrease is of 59% at 

100 °C; 

(e) for the TT sample , the residual strength 

increase of 35% at 170 °C is mainly due to the 

decrease in specimen moisture content; e 

(f) the decrease in moisture content for the HT 

and TT samples is linear with the temperature 

increase. This causes cracks on the tops of the 
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specimens above 150 °C, at 0% of moisture 

content. 
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