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Oscillations in the vertical magneto-transport of a GaInAs-AlInAs superlattice were observed and
explained as being the modulation of miniband properties. We explain that such a modulation is due
to the Landau levels of the highly (Si) n+ doped regions. It is shown that phase and amplitude of
these oscillations are dependent on the angle between electric and magnetic �elds. This phenomenon
is thus similar to the Shubnikov - de Haas e�ect in bulk materials, even though the active region
of the superlattice is not intentionally doped. Very highly doped three-dimensional regions were
grown on each side of the superlattice to allow for the process of Ohmic contact formation.

The electronic structure of semiconductor superlat-

tices gave rise to the concept of minibands and minigaps

of energy [1]. Due to the newly engineered periodicity,

electrons can undergo Bloch oscillations via Bragg re-

ection. Very high-frequency oscillator devices, with

superlattices comprising their active regions, have ex-

hibited such behavior. Frequencies as high as 60 GHz

with GaAs-AlAs superlattices have recently been re-

ported [2]. GaAs-Ga1�xAlxAs superlattices were of-

ten studied in the past, but such materials have been

replaced in recent years by equivalent GaIn1�xAsx-

AlIn1�yAs structures, which are more attractive for ap-

plication in telecommunication devices.

Transport properties of superlattices have been ex-

tensively studied. There are basically two di�erent con-

�gurations available for studying transport in superlat-

tices: i) when carriers are moving parallel to the layers;

or ii) when they are moving perpendicular to the layers.

Parallel transport properties of superlattices are more

frequently studied because in this case better facilities

exist for sample processing.

Furthermore, very important properties like nega-

tive di�erential conductance due to negative e�ective

mass of superlattices occur in the vertical transport

regime. Sibille and co-workers observed the negative

di�erential velocity [3] e�ect in undoped short period

GaAs-AlAs superlattices. Studying miniband conduc-

tion of slightly n+ doped superlattices, they then di-

rectly observed the bulk-like regime of negative di�er-

ential conductance [4].

Superlattices in presence of a magnetic �eld applied

parallel to the layers have already been studied in de-

tail [5, 6]. E�ects such as negative magneto-resistance

and in-plane redistribution of electron energy were ob-

served. The inuence of interface uctuations on the

vertical miniband transport properties of superlattices

has also been observed with the help of a magnetic

�eld applied in the plane of the layers [7]. E�ects of

miniband conduction are usually well explained by a

semi-classical approach, based on the solution of the

Boltzmann transport equation.

When the magnetic �eld is parallel to the current,

no classical e�ect is expected to modify the miniband

transport properties. However, oscillations of magneto-

resistance corresponding to the magneto-phonon e�ect

have been observed for GaAs-Ga1�xAlxAs superlat-

tices [8, 9]. Such an e�ect corresponds to resonance

of phonon energy with the Landau levels separation

induced on the miniband energy. Due to the com-

plete quantization when magnetic energy is superior to

the miniband width, leading to a quasi-one-dimensional

system [10, 11], magneto-phonon resonance in super-

lattices is stronger than in bulk materials. The ef-

fect of doped regions, growth for contact deposition,
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on the transport properties of superlattices present still

some very important questions to be completely under-

stood [12].

Many recent works studying the e�ect of tilted mag-

netic �eld in semiconductor complex structures have

been presented [13, 14]. Henriques et al. investigated

the quantummobility of di�erent minibands on �-doped

superlattices [15]. In this paper we studied a sample

in which electrons owing through the miniband had

their properties modulated by the contact regions. The

physical e�ects occurred outside the superlattice active

region and modi�ed the current intensity. Our aim was

to verify how the miniband magneto-transport proper-

ties were modi�ed by external growth parameters.

Highly n+ (Si) doped regions have been grown on

each side of the superlattice to provide ideal conditions

for deposition of Ohmic contacts. We measured the

conductivity at low temperature of a GaInAs-AlInAs

superlattice. The electrical �eld was applied between

top and bottom contacts and we observed a modulation

of the current intensity J as a function of the magnetic

�eld.

Figure 1. Schematic representation of our magneto-
transport experiment. The sample was a GaInAs-AlInAs
superlattice, matched to bulk InP. Magnetic �eld was ini-
tially applied parallel to the layers and then rotated into the
plane containing the growth axis. We measured I(B) char-
acteristics for di�erent values of the angle � between the
magnetic �eld and the current density. All measurements
were performed at T = 2 K.

To determine the origin of such oscillations we stud-

ied their phase and their amplitude as a function of the

angle � de�ned between the electric and magnetic �elds.

The sample was �xed to a rotating insert placed in the

center of a stationary magnetic �eld, which was ini-

tially applied parallel to the layers (� = 90�). Di�erent

con�gurations were obtained turning the sample in the

plane de�ned by the growth axis and B. In the �nal

con�guration the magnetic �eld was applied perpendic-

ular to the layers (� = 0�). The schematic setup of our

experiment is represented in Fig. 1.

We explain our observations as a Shubnikov - de

Haas - like e�ect. The Shubnikov - de Haas ef-

fect in bulk materials is evidenced by oscillations

of the magneto-conductivity. Such oscillations indi-

cate the resonance of Landau levels with the Fermi

level energy [16]. Landau levels appear in the three-

dimensional electron gas of our sample, i.e., in the very

highly n+ doped regions. We recall that the active re-

gion of our superlattice was not intentionally doped.

The current through the miniband was, therefore, mod-

ulated by the Shubnikov - de Haas e�ect occurring in

the contacts.

The sample was a GaInAs-AlInAs structure grown

by molecular beam epitaxy on a semi-insulating sub-

strate and was matched to bulk InP material. The su-

perlattice period was equal to 85 �A, of which 45 �A was

the well width and 40 �A the barrier width. The �rst

conduction miniband for this structure was 27 meV

wide. Highly n+ doped regions (2 � 1018cm�3) were

grown on each side of the periodic structure, in or-

der to allow deposition of Ohmic contacts. A grad-

ing average of the composition was carried out between

the superlattice active region and n+ doped layers, in

order to avoid abrupt heterojunctions in the passage

of the three-dimensional electron gas from contacts to

the miniband. Standard lithographic processes with

dry etching were performed and \mesas" of area typi-

cally in the range of 100 �m have been obtained. Au-

GeNi was deposited and di�used on both top and bot-

tom n+ doped layers, thus giving perfect Ohmic con-

tacts for our sample. The active region was not inten-

tionally doped, but it had a residual concentration of

n� � 2� 1016cm�3.

Fc is the electrical �eld for which current intensity

is maximum, i.e., Fc is the value indicating the begin-

ning of negative di�erential conductance. Such a �eld is

closely related to the mean scattering time of electrons

in the conduction miniband, as can be seen from a very

simple calculation: the Esaki-Tsu model [1], for exam-

ple. When B is in the plane of the layers the critical

electrical �eld Fc increases as B increases, essentially
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due to the in-plane movement induced by the crossed

�eld con�guration [5, 6]. Conversely, the in-plane en-

ergy is separated into Landau levels when B is applied

in the growth direction, introducing a new con�nement

for high enough values of the magnetic �eld, notably

for ~eB > m?� (where � is the miniband width and

m� is the in-plane e�ective mass) [17, 18]. In this case

Fc remains almost constant and the current intensity

J decreases due to this \quasi-one-dimensional" situa-

tion. It is therefore evident that the free electron path

(i.e. the mean scattering time) is modi�ed by the mag-

netic �eld depending on its orientation with respect to

the electric �eld. We measured the current through

the miniband as a function of the magnetic �eld, while

the applied electric �eld was kept constant. It's well

know that Shubnikov - de Haas e�ect depends directly

on the electron temperature [19], but we restrict our

study to the low electrical �eld limit, compared to Fc.

Fig. 2 shows the current-magnetic �eld I(B) charac-

teristic obtained for � = 90�. Modulation of current

intensity is directly detected from the measured curve

(straight line). The second derivative (dashed line) of

such a curve has been calculated to enhance the oscilla-

tory e�ect. Oscillations appear much more clearly and

are very similar to the Shubnikov - de Haas e�ect.

Figure 2. A current-magnetic �eld intensity I(B) character-
istic obtained for � = 90�. Dashed line represents the second
derivative, calculated from experimental results in order to
amplify the e�ect of current modulation. Oscillation is pe-
riodic as a function of B�1, which is a characteristic of the
Shubnikov - de Haas e�ect.

Four curves obtained in the same experimental con-

ditions are shown in Fig. 3. The only di�erence among

these curves is the relative position of electric and mag-

netic �elds: � = 90�; 60�; 30� and 0� for each curve re-

spectively, as de�ned in the insert. Such oscillations

are periodic as a function of B�1 and their amplitudes

decrease as the temperature increases, typically disap-

pearing for T � 150 K. We note that: i) the phase;

and ii) the amplitude are dependent on �. The phase

di�erence appears between the two limit positions of

magnetic �eld. Maxima (minima) observed for � = 90�

correspond exactly to minima (maxima) observed for

� = 0�. The phase di�erence is therefore equal to �.

Figure 3. Second derivative of the current-magnetic �eld
intensity characteristics obtained for � = 90�; 60�; 30� and
0�. We remark that results for � = 30� and � = 0� have
been multiplied by factor 10 and 2 respectively, to appear
in the same scale. Zero reference has been shifted to facil-
itate observation. Two main e�ects are noted: i) maxima
for � = 90� are minima for � = 0�; and ii) amplitude of
oscillations is larger for � = 90�, decreasing as � decreases
and are minimal for � � 30�.

The largest amplitudes of oscillations were obtained

when � = 90�, and the smallest were obtained for

� = 30�. Note that such a curve � = 30� has been mul-

tiplied by factor 10 and the curve for � = 0� has been

multiplied by factor 2, in order to plot them on the

same scale. Parallel magneto-resistance is small, there-

fore, when compared to the strong transverse magneto-

resistance, which can even be negative in certain condi-

tions [5, 6]. We concluded that such observations stem

from two di�erent physical responses of the system,

which cancel out for � � 30�, as can be seen if we follow

the curves from � = 0� up to � = 60� in Fig. 3. It seems

to be clear that this variation appearing on the ampli-

tude of oscillations describes a competition between two

di�erent physical e�ects, as discussed above.

Such oscillations are in essence identical to the

Shubnikov - de Haas e�ect observed in bulk materials.

However, the active region of the superlattice was not

intentionally doped, indicating that this e�ect was not
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originated into the miniband. We used a well known

relationship to calculate three-dimensional electronic

density from the frequency of such oscillations:

N3D =
1

3�2

s�
2e

~
Bf

�3

(1)

where Bf = 42 T is the \fundamental magnetic �eld",

taken from Fig. 4.

We obtain:

N3D = 1:5� 1018cm�3

which is approximately the nominal value for the dop-

ing concentration of n+ doped regions. We therefore

concluded that the current owing through the mini-

band was modulated by the Landau level separation

occurring in n+ doped regions. Even if the active re-

gion of the superlattice was not doped, we observed a

Shubnikov - de Haas - like e�ect due to modulation of

miniband transport properties. Similar results were ob-

tained in the past with a single barrier in the place of

our periodic superlattice [20].

Figure 4. Fourier Transform and peak analysis (in the in-
sert) for oscillations of I(B) characteristics. We obtained
the fundamental magnetic �eld Bf = 42 T correspond-
ing to N3D = 1:5 � 1018cm�3, which is very close to the
nominal concentration of the n+-doped regions Nnom =
2 � 1018cm�3, growth to allow Ohmic contact formation.

In order to explain the exact di�erence of phase ob-

served in our experiment, we used a semi-classical de-

scription of electrons in presence of a strong magnetic

�eld. We started from the point of view that almost all

free electrons are near the Fermi level ("F ) at T = 2 K

and, consequently, the number of electrons passing in

the miniband increases when a Landau level coincides

with ("F ).

When the magnetic �eld is applied perpendicular

to the current, electrons are deviated from their initial

straight line trajectory along the growth direction and

a portion of their total energy is redirected to the plane

of the layers. It is therefore evident that, in this case,

the presence of scattering processes will assist electronic

transport along the electric �eld direction, breaking the

magnetic con�nement. Maximum current modulation

therefore occurs when scattering process is at a maxi-

mum.

Conversely, electronic movement is more restrained

to growth direction when the magnetic �eld is applied

parallel to the current intensity, due to the Landau lev-

els in the plane of the layers. Consequently the elec-

tronic scattering will obstruct current ow in this con-

�guration. A minimumof the current oscillation in this

con�guration corresponds then to a situation where the

scattering process is maximized. In spite of the quali-

tative explanation presented until now, this experiment

showed an e�ective way to study quantitatively the

scattering process on such a superlattice.

Some authors discussed the conductivity in simi-

lar system and equivalent con�gurations. Neudert et

al.[21] presented the analytical expression below for

the diagonal magneto-conductivity, in which they intro-

duced the \scattering conductivity" into the quantum

Kubo formula:

��� =
2�

n�
(~!)2

Z
dE

�
�

df

dE

�
���(E) (2)

where f(E) is the distribution function. The nondiag-

onal components of such a tensor are:

��� =
4

n�
(~!)

2

Z
dEf(E)��� (E) (3)

Dependence on the rotation angle � due to the \scat-

tering conductivity" is included in ���(E) and ���(E).

A more similar work compared to our study was very

recently presented by Mal'shukov, Chao and Willander

[22], in which they veri�ed the anisotropy of the quan-

tumHall e�ect with respect to the direction of magnetic

�eld in the plane parallel to interfaces. In their model

they found the following relation:

�yx

�Hall
= A

�so tan �

� sin�
(4)
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where cos � / (�so� )
1=2, � is the angle between the mag-

netic �eld and the interface, �so is the scattering time

due to spin-orbit interaction, � is the total scattering

time and A is a structural parameter (see ref. [22]).

Such recent works indicate a very attractive and actual

study of magnetotransport properties of semiconductor

heterostructures. It is also evident that a more detailed

quantitative analysis remains to be done to explain our

results, even though a good qualitative explanation was

obtained.

In conclusion, oscillations of vertical magneto-

transport of semiconductor superlattice were observed

and explained as being a \Shubnikov - de Haas - like

e�ect". Modulation of miniband conduction was due

to quantum e�ects occurring in highly doped regions

and was dependent on the electric and magnetic �elds

con�guration. We qualitatively explained such e�ects

using a semi-classical description and taking into ac-

count the role of electronic scattering processes to the

miniband transport.
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