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  bjective: The aim of this investigation was to evaluate the cytotoxicity of two brands of root canal sealers, epoxy-resin based

and zinc oxide-eugenol based, and one commercial calcium hydroxide paste on a monocyte cell line THP-1. Material and methods:

Undiluted (crude extract) and diluted extracts to 10%, 1%, 0.1%, 0.01%, 0.001% and 0.0001% of the sealers were tested for

cytotoxicity to THP-1 cells using the trypan blue assay. Extracts were obtained according to ISO standard. Data were analyzed

statistically by the Kruskal-Wallis and Mann-Whitney tests at 5% significance level. Results: Crude extract of AH Plus and Fill

Canal killed approximately 90% of THP-1 cells versus 36% of THP-1 cells killed by L&C crude extract (p<0.05). Ten-fold dilutions

of L&C, Fill Canal and AH Plus killed 24, 35 and 61% of THP-1 cells (p<0.05), respectively. Dilutions lesser than 1% caused

minimal cell death as compared to the control groups (p>0.05), except for L&C 1% extract. Conclusions: The results revealed that

the L&C paste crude extract was less cytotoxic to THP-1 cells than AH Plus or Fill Canal crude extracts.
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INTRODUCTION

Successful endodontic therapy depends on thorough

cleaning and shaping followed by obturation of the root canal

system. During obturation, root canal sealers serve to fill

irregularities between the dentinal walls and the gutta-percha

core, act as lubricants, fill lateral or accessory canals, and

bond to gutta-percha and dentin11. Numerous root canal

sealers and intracanal pastes are commercially available and

contain different components, including epoxy resin, zinc

oxide-eugenol and calcium hydroxide. Sealers and pastes

are materials used in the root canal system, and may induce

inflammatory reaction when they extrude through the apical

foramen and contact periradicular tissues. The calcium

hydroxide-based paste L&C paste is claimed to induce

apexification by stimulating the periapical tissues to promote

apical mineralization, and it is also indicated to stimulate

mineralization during perforation repair14.

The ISO standards establish general guidelines for the

investigation of dental materials9. For studies dealing with

endodontic sealers, samples should be stored for 1 to 3 days

in culture medium. Depending on the materials tested and

its thickness, the ratio of sealer surface area to culture

medium should be between 0.5 to 6.0cm2/ mL.

This in vitro study aimed to assess the cytotoxicity of an

epoxy-resin sealer (AH Plus), a zinc oxide-eugenol sealer

(Fill Canal), and a commercial calcium hydroxide-based

paste (L&C) on THP-1 cells, measuring cell viability by

Trypan Blue dye exclusion method.

MATERIAL AND METHODS

Cell Culture
A monocyte cell line THP-1 derived from acute

monocyte leukemia was obtained from Fundação Oswaldo

Cruz (Rio de Janeiro, Brazil). Cells were cultured in RPMI-

1640 culture medium (Sigma-BioSciences, St. Louis, MO,
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USA) supplemented with 10% fetal bovine serum, penicillin

(100 U/mL) and streptomycin (100 U/mL). Cell cultures

were maintained at 37oC in a humidified atmosphere of 5%

CO
2
.

Extracts preparation
Figure 1 shows the tested materials and their

compositions. Materials were mixed according to the

manufacturer’s instructions and 0.4 g of each sample was

applied to the bottom of a round plastic Petri dish (35 mm x

10 mm) yielding a free specimen surface area of 55 mm2,

according to ISO10993-59 standard. To prevent

contamination, specimens were exposed to UV light for 30

min after manipulation. Thereafter, each specimen was

covered with 4 mL of RPMI 1640 cell culture medium

(Sigma-BioSciences) supplemented with penicillin (100 U/

mL), streptomycin (100 U/mL) and sodium bicarbonate (2

g/L) at 37oC for a total period of 24 h. The supernatants

were filtered through a 0.22- m membrane (Millipore

Express PLUS Membrane, Millipore Inc., Billerica, MA,

USA) and considered as crude extract (100%). Media alone

stored under the same conditions were used as negative

controls. Serial dilutions from the crude extract (100%) were

made to obtain dilutions of 10%, 1%, 0.1%, 0.01%, 0.001%,

and 0.0001% in supplemented RPMI medium. THP-1 cells

were plated onto 24-well plates (FaL&Con, 3072, Becton

Dickinson, Oxford, UK) at a density of 3.5 x105 cells/well.

After 24 h, 1 mL of extract for each serial dilution was added

to each well and incubated for 24 h at 37oC in a humidified

air atmosphere containing 5% CO
2
. All experiments were

done in triplicate.

Cytotoxicity assay
After incubation for 10 min at room temperature, the

effect of the different materials on THP-1 cells was evaluated

by 0.2% (final concentration) trypan blue dye exclusion

analysis. Briefly, the cell number was determined by

counting the viable cells in a hemocytometer. The percentage

of viable cells from each well after incubation with material

extracts was obtained by applying the following equation:

% viable cells = (VC/TC) X 100, where VC = viable cells

counted and TC = total cells counted (stained plus unstained

cells).

Statistical analysis
The difference between the control and experimental

groups was analyzed statistically by the Kruskal-Wallis and

Mann-Whitney tests (SPSS version 10.0; SPSS Inc. Chicago,

IL, USA). A p-value <0.05 was considered statistically

significant.

RESULT

The cytotoxic effects of the epoxy-resin-based sealer

(AH Plus), zinc oxide-eugenol-based sealer (Fill Canal) and

calcium hydroxide-based paste (L&C) are shown in Figure

2. Crude and 10% extracts of all materials reduced

significantly cell viability when compared to the control

groups (p<0.05). Crude extracts of AH Plus and Fill Canal

killed 90% of cells versus 36% of cells killed by the L&C

extract. Ten-fold dilutions of L&C, Fill Canal and AH Plus

killed 24, 35 and 61% of THP-1 cells respectively.  Dilutions

of sealer extracts of 1% and lower caused minimal cell death

as compared to the control groups (p>0.05), except for 1%

L&C paste extract, which was significantly different from

control (p<0.05) (Figure 2).

Product and manufacturer

AH Plus (Dentsply DeTrey,

Konstanz, Germany)

Fill Canal (TechNew, Campo

Grande, RJ, Brazil)

L&C (Dentsply Herpo, Petrópolis,

RJ, Brazil)

Component A

Epoxy resins

Calcium tungstate

Zirconium oxide

aerosil

Iron oxide

Zinc oxide

Hydrogen resin

Bismuth subcarbonate

Barium sulfate

Sodium borate

Calcium hydroxide (65.6%)

Bismuth carbonate (32.8%)

Colophony (1.6%)

Component B

Adamantane amine,

N,N-Dibenzyl-5-oxanonane,

TCD-Diamine,

Calcium tungstate,

Zirconium oxide,

Aerosil

Eugenol

Amond oil

Purified olive oil

FIGURE 1-  Tested materials
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DISCUSSION

The cytotoxicity of root canal fillings can be evaluated

by different methods10,13. THP-1 cells were chosen because

they may differentiate into phagocytes22, which are the

predominant cells in a chronic inflammatory response.

Extrusion of intracanal materials, such as sealers or

pastes, beyond the apical foramen resulting in direct contact

with periapical tissues is undesirable. Chronic inflammatory

diseases of tooth-supporting structures are one of the most

significant causes of tooth loss in adults and the most

prevalent form of bone pathology in humans, in addition to

acting as a modifying factor of patients’ systemic health6.

Procedures to induce apexogenesis, apexification and repair

of perforations and resorptions usually involve direct contact

of materials with tissue, which makes relevant the study of

cytotoxicity of sealers and calcium hydroxide pastes.

The aim of this investigation was to evaluate the

cytotoxicity of two brands of root canal sealers and one

commercial calcium hydroxide-based paste on a monocyte

cell line THP-1, derived from acute monocyte leukemia.

In this study, using a standardized cytotoxicity assay, it

was determined that AH Plus and Fill Canal were highly

toxic to THP-1 cells, whereas L&C had relatively lower

toxicity. THP-1 cells may be converted into mature cells

with macrophage functions during cultivation22. This cell

line was selected due to the fact that macrophages are the

major phagocytes for the elimination of bacteria, cellular

debris and foreign materials that reach periradicular tissues.

Macrophages are the foremost phagocytes present in chronic

inflammatory processes8. Moreover, studies have reported

that the behavior of primary human fibroblasts do not differ

significantly from that of immortalized cell lines in response

to toxic challenge of endodontic materials20. Some studies

have questioned the clinical relevance of cell cultures used

to test sealer toxicity since any material can be toxic to

mammalian cells in vitro when a large surface area is

exposed1,10. However, it has been reported that the surface

area and shape of a material exposed to test cells should

resemble the conditions found under clinical conditions.

Standardized testing methods provide highly

reproductive protocols to evaluate the cytotoxicity of

materials9. Recently, Camps and About2 compared cytotoxic

testing by ISO methods and a new root-dipping technique.

They showed that while Sealapex exhibited a highly

cytotoxic effect causing cell death ranging from 91% to 96%

when evaluated according to ISO standards, the cytotoxicity

of Sealapex ranged from 0% to 9% using the root-dipping

technique. This discrepancy between the testing methods is

more striking because they choose the lowest ratio between

the surface of the sample and the volume of culture medium

given by ISO standards (0.5 cm2/mL).

Trypan blue dye exclusion technique was chosen for the

present experiment because it is easy to perform and allows

for distinguishing non-viable from viable cells by

microscopic analysis. Although accurate procedures for

determination of cell viability are reported in literature3, the

analysis by trypan blue assay reveals the disruption of cell

membrane integrity. Trypan blue staining of non-viable cells

is a common procedure used in cell culture research, and it

relies on the premise that vital cells will not allow the stain

to penetrate through cell membranes5,18. A previous scanning

electron microscopic study23 designed to verify the accuracy

of trypan blue in distinguishing vital and non-vital cells

showed  that cells permeated by the stain (non-vital cells)

presented disruption of organelles, whereas vital cells

presented integrity of membranes and organelles, as

confirmed by ultra structural analysis.

In the present study, freshly mixed materials were

analyzed because previous reports have shown that the

FIGURE 2- Effect of 24 h crude (100%) and diluted elutes of the epoxy-resin sealer (AH Plus), zinc oxide-eugenol sealer (Fill

Canal), and commercial calcium hydroxide-based paste (L&C) on THP1 cells by trypan blue dye exclusion assay expressed

as percentage of viable cells in control and test groups. Each bar represents the mean
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cytotoxicity of sealers is higher immediately after mixing4,17.

Schwarze, et al.19 reported that different sealers had a

moderate to severe effect on human fibroblasts, periodontal

ligament cells and immortal 3T3 fibroblasts immediately

and 24 h after mixing.

AH Plus formulation is similar to that of AH26, except

for the formaldehyde release21. In this investigation, L&C

paste were less cytotoxic than Fill Canal and AH Plus. These

results did not support the findings of Camp and About2,

Tai, et al.21, Schwarze, et al.19 and Eldiniz, et al.4, but

corroborate the findings of Willerhausen, et al.24. The

differences could be accounted to the use of different cells

types (L9292, V79, BF, GF21 , 3T3,PDL19 and HGF4,, and

distinct methodologies (MTT2,4,19,21, trypan blue4).  As

observed in the present study, a previous study using neutral

red assay for cytotoxicity found that AH Plus was cytotoxic

immediately after mixing7, but its cytotoxicity decreased 4

h after mixing.

Except for L&C paste, concentrations below 1% of

freshly prepared sealers did not promote significant cell

death when compared to control groups. This suggested a

dose-dependent cytotoxic effect, even using freshly prepared

extracts.

With regard to AH Plus extracts, a previous study has

shown only a moderate toxic effect up to one hour after

mixing, whereas extracts obtained 5 and 24 h after mixing

showed no toxic effect on mitochondrial activity19. In the

same investigation, Apexit, a calcium hydroxide-based

sealer, did not show toxic effects on PDL and 3T3 fibroblast

cells, as observed in this study for L&C paste on THP-1

cells.

In agreement with our results, zinc oxide-eugenol-based

sealers have been shown to be cytotoxic, which has been

attributed to the eugenol present in different formulations15,16.

Lee, et al.12 demonstrated that eugenol suppressed IL-1â and

TNFá production in LPS-treated macrophages. Those

authors12 believed that this inhibition of cytokine production

may contribute to decreasing the impact of cytokine-

mediated host destructive process during pulp and periapical

infection. Thus, eugenol-based sealers may have a potential

anti-inflammatory effect from a clinic point of view.

Considerations for choosing an adequate root canal

sealer include its physical properties and biocompatibility.

Further studies are necessary to ensure that the clinical use

of root canal sealers are well tolerated by periapical tissues,

produce the low cytotoxic effects and facilitate successful

clinical endodontic outcomes.

CONCLUSION

Based on the results of this study, it may be concluded

that the calcium hydroxide paste (L&C) crude extract was

less cytotoxic than the epoxy-resin sealer (AH Plus) or zinc

oxide-eugenol sealer (Fill Canal) crude extracts.
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