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Abstract 
The main goal of this research is to extract a suitable continuum 
modeling of buckyball-C60. For this purpose, firstly the lattice 
structure of buckyball-C60 is modelled and subsequently a spheri-
cal structure equivalent to fullerene structure is considered. The 
fullerene structure modeled with shell elements is under internal 
pressure and in the continuum shell modeling process. The results 
of simulation demonstrate that the fullerene structure can be 
modelled using spherical structure. The comparison between strain 
energies of the equivalent fullerene spherical model and molecular 
mechanics model under radial displacement, shows that C60-
fullerene spherical structures can be modeled using a shell with 
0.665 Å thickness, 5.07 TPa elastic modulus and 0.165 Poisson’s 
ratio or a shell with 0.75 Å thickness, 4.84 TPa elastic modulus 
and 0.19 Poisson’s ratio. Moreover, the applied elliptical strain is 
used to demonstrate that the performance of the continuum spher-
ical shell model of C60 is faultless. 
 
Keywords 
Fullerene; Continuum shell model; Molecular mechanics; Elastic 
modulus. 
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1 INTRODUCTION 

Fullerenes (Kroto et al., 1985), graphene sheets (Stankovich et al., 2006) and nanotubes (Iijima, 
1991) are common nano-structures. Nano-structures can be defined as a system where at least one 
dimension is less than 100 nm (Lieber, 1998). These materials are expected to possess numerous 
properties which are interesting for their potential application in technological fields (Cornwell et 
al., 1997). The ground state of an infinitely large array of sp2 bonded carbons is the planar graphene 
configuration. For the finite arrays of carbons, such as fullerene, the situation is different. The non-
saturated bonds at the edges increase the energy of the system significantly, and bending back and 
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closure of the surface become energetically favorable. The energy per area of such closed surfaces as, 
e.g., fullerenes and carbon nanotubes is still higher than the energy of graphene (Holec et al., 2010). 

In contrast to graphene and carbon nanotubes which have pure hexagonal atomic structures, 
each fullerene accommodates exactly 12 pentagonal rings beside hexagon rings. Some fullerenes have 
spherical structures which is also called “buckyball” and recognized with symbol CNo. (No. is the 
number of carbon atoms in buckyball structure) (Todt et al., 2013). 

There are several methods for the modeling of nano-structures (graphene and carbon nanotube), 
one of the important techniques for this modeling is molecular dynamics simulations. Lu (1997) and 
Yakobson et al. (1996) evaluated the mechanical properties of graphene sheet by using this method. 
Kang et al. (2010) investigated the buckling behavior of carbon nanotubes based intramolecular 
junctions (IMJ’s) under axial compression by conducting finite element analysis and molecular dy-
namics simulations. Chen and Cao (2006) studied the mechanical behavior of single-walled carbon 
nanotubes by molecular dynamics simulation and continuum shell modeling. Nanotubes are mod-
eled with space frame elements and the properties of these elements generalized by molecular dy-
namics simulation base on ab-initio force field. In other studies, Kudin et al. (2001) and Wang et al. 
(2005) evaluated the mechanical properties of carbon nanotubes by using ab-intio method. Contin-
uum mechanics is one of the important ones that have been used for modeling of important nano-
structures such as graphene and carbon nanotube (Vodenitcharova et al., 2007; Pantano et al., 
2004; Goupalov, 2005). Huang et al. (2006) established an analytical approach to bypass atomistic 
simulations and determine the thickness and elastic properties of graphene. Molecular mechanics is 
another method for modeling of nano-structures. Li and Chou were the first researchers used this 
method (2003). Fundamental to the proposed concept was that the primary bonds between two 
nearest-neighboring atoms act like load-bearing beam members, whereas an individual atom acts as 
the joint of the related load-bearing beam members. By establishing a linkage between structural 
mechanics and molecular mechanics, the sectional and mechanical properties of these beam mem-
bers were obtained (Kalamkarov et al., 2006; Hu et al., 2007). Sakhaee-pour (2009) adopted an 
atomistic simulation method to investigate the elastic characteristics of defect-free single-layered 
graphene sheet. In this regard, the equivalent structural beam was employed to model interatomic 
forces of the covalently bonded carbon atoms. The beam properties were computed by considering 
the covalent bond stiffness. In recent years, structural mechanics method has been developed for 
evaluation of the mechanical properties. 

Some researchers have used several specific methods for studying the properties of the nano-
structures. In this regards Tu and Ou-yang (2002) investigated the Young’s modulus and thickness 
of nanotubes by using local density approximation method. Accordingly, Ring theory continuum 
mechanics was used by Vodenitcharova and Zhang (2003). Hernández et al. (1998) used tight bind-
ing molecular dynamics for investigation of the carbon nanotube mechanical properties. Arroyo and 
Belytschko (2004) presented a finite deformation continuum theory that was derived from intera-
tomic potentials for the analysis of the mechanics of carbon nanotubes. This nonlinear elastic theory 
was based on an extension of the Cauchy-Born rule called the exponential Cauchy-Born rule. The 
continuum object replacing the graphene sheet was a surface without thickness. The method sys-
tematically addressed both the characterization of the small strain elasticity of nanotubes and the 
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simulation at large strains. Ghavamian et al. (2012) studied the influence of the vacancy defects on 
the elastic modulus of single and multi-walled carbon nanotubes by using numerical method. 

For exploring the mechanical properties of fullerenes some researchers utilized the mechanical 
properties of graphene for introducing a continuum model for fullerene (Todt et al., 2013; Ahmad, 
2002). Mechanical properties of fullerenes and carbon nanotubes have a relation with graphene 
properties. Thus, for investigation of fullerenes’ properties, studying the mechanical properties of 
graphene is unavoidable. 

Todt et al. (2013) investigated the mechanical properties of fullerenes by using continuum shell 
models and Monte Carlo (MC) simulation. They presented an effective modulus and thickness for a 
reprehensive continuum shell that has a good agreement with MC simulation results. 

Ahmad (2002) described a continuum elastic model of fullerenes by utilizing the analogy be-
tween the closed carbon cages and elastic shells. The author presented expressions for the curva-
ture-related strain energies of the pentagonal protrusions and proposed to explain the observed 
sphericity of the carbon onion shells as opposed to the predicted protrusions around the pentagonal 
defects on the basis of continuum elastic model of fullerenes. 

In the case of carbon onions, Todta et al. (2011) presented a continuum formulation of the van 
der Waals interactions between carbon onion layers in form of pressure/radius relations. The rela-
tions were derived analytically considering the doubly-curved geometry of carbon onion layers. For 
finite layer radii it was shown that the van der Waals induced pressures on opposing faces of two 
adjacent onion layers were not equal and depended on both layer radii. Zerenturk and Berber 
(2012) investigated the migration barriers, transition states, and optimum migration paths of hy-
drogen on the C60-fullerene using the ab-initio density functional theory. However, empirical evi-
dence suggests that calculated energy barriers tend to be higher for non-local exchange-correlation 
functional. 

In another study, Murmu et al. (2011) conducted torsional vibration analysis of single-walled 
carbon nanotube-buckyball systems. In this work, the buckyball was attached to one end a single-
walled carbon nanotube, while its other end was fixed. Such nano-structures are thus promising for 
applications in tunable nanoresonators, whose frequency can be altered by attaching different buck-
yballs. 

Adhikari and Chowdhury (2011) considered a molecular mechanics approach for the vibration 
spectra analysis of fullerenes, examining sixteen different fullerenes, ranging from C20 to C720. Here, 
the universal force field potential was used for the molecular mechanics approach. The authors pro-
posed an analytical expression based on the elastic shell theory, aiming to explain the variation of 
the natural frequencies across the entire family. In a similar work, Prasanthi et al. (2014) performed 
a micromechanical study to evaluate the longitudinal and transverse properties of nano-based com-
posite materials. Their analysis was based on selecting two different fibers (T-300, Boron), which 
were reinforced in nano-based matrix. The nano-sized reinforcement considered for the present work 
was buckminster fullerene, which was idealized as a hollow sphere of uniform thickness and the 
analysis was performed in two stages. In the first stage, the buckminster fullerene reinforced compo-
site material properties were obtained using continuum approach. In the second stage, the analysis 
was extended by reinforcing the T-300, Boron fiber in buckminster fullerene reinforced composite to 
characterize the mechanical behavior. The finite element method was used to perform the microme-
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chanical analysis of the composite material. The results indicated that better enhancement in the 
transverse properties of the composite material are obtained for buckminster fullerene in FRP com-
posites. Cavalcante and Furtado (2014) described a geometric model of a fullerene molecule with lh 
symmetry. In their work, the authors combined the well-known non-Abelian monopole approach 
and the geometric theory of defects, where every topological defect was associated with curvature 
and torsion, to describe a fullerene molecule. 

Moradi (2014) investigated the extinction spectra of an isolated C60 molecule, within the 
framework of the vector wave function method. Electronic excitations on the C60 molecule surface 
were modeled by an infinitesimally thin spherical layer of the σ and π electrons, which was de-
scribed by means of the two-dimensional two-fluid model. Molecular mechanics method is one of the 
most common approaches for modeling the behavior of nano-structures in nano- and micro-phases. 
However, in upper phase such as messo and macro because of the increased elements (beam ele-
ment) and the consequent increase in the volume of computing and time, this solution method is 
not suitable. In this case, the continuum modeling using shell elements is an alternative for model-
ing nano-structures. 

Based on literature survey most of the modeling of nano-structures is in case of graphene and 
nanotube, so in this paper, a continuum shell model is proposed for buckyball-C60 (thin-walled 
sphere). For this purpose, as a first step, fullerene real structure of C60 is modeled and, subsequent-
ly, an equivalent spherical structure is suggested to simulate fullerene structure. Two groups includ-
ing spherical and elliptical strain examination are established to investigate the accuracy of pro-
posed model for the fullerene simulation, while molecular mechanics modeling is used to verify the 
results of the continuum model. 
 
2 MODELING OF BUCKYBALL-C60 

In this section, the process of modeling the buckyball-C60 structure is explained. Three methodolo-
gies are considered for numerical modeling of the fullerene structure. In the first model, continuum 
finite element shell structure is used in which elements filling the gaps between carbon atoms in C60 
structure, Figure 1. In the second method, the elements of first method are mapped on an equiva-
lent sphere. The spherical model for simulation the fullerene structure is shown in Figure 2. The 
third method, taking into account lattice structure of buckyball, carbon atoms are connected using 
beam elements. Thus, a discrete structure of buckyball is modeled by molecular mechanics method. 
Considered as material points and the forces are modeled using beam model, Figure 3. It should be 
noted that the third method is used to verify the proposed methodology. 

Since the results of a finite element model are sensitive to the number of elements; a mesh sen-
sitivity analysis has been carried out to make sure that the solution is meshing independent. For 
this purpose two sets of properties based on Pantano et al. (2004) and Wang et al. (2005) observa-
tions are selected and the sensitivity analysis performed to spherical structure of buckyball-C60 with 
a radial displacement showed a good convergence tendency as shown in Figure 4. Based on that 
curve, the number of elements selected is 4500 in the simulation process. 

In the next section, shell element parameters that used in the model are carefully chosen by in-
vestigating a radial displacement subjected to mapped and faceted C60 structure. 



1020     M. Jamal-Omidi et al. / A Study on Equivalent Spherical Structure of Buckyball-C60 Based on Continuum Shell Model 

Latin American Journal of Solids and Structures 13 (2016) 1016-1029 
 

 

Figure 1: Shell model of faceted. 

 

 

Figure 2: Shell model of spherical mapped. 

 

 

Figure 3: C60 molecular structure. 
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Figure 4: Mesh sensitivity analysis. 
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3 MECHANICAL PROPERTIES OF BUCKYBALL-C60 

This section presents the modeling strategy of C60-fullerene using shell model of faceted and spheri-
cal mapped subjected to internal hydrostatic pressure for determining the mechanical properties. 
For this purpose, a continuum thin-walled sphere of radius r consists of shell elements with thick-
ness t and modulus E is analyzed by considering five different cases under internal pressure. Due to 
symmetry, tangential (wall) stresses are equal to each other in all the directions. Note that in thin-
walled sphere the radial stresses have been neglected. In order to determine this stress, the equilib-
rium is considered in half of the sphere: 
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where σθ is the tangential stress; εθ is tangential strain; P is internal hydrostatic pressure; t is thick-

ness of continuum model of fullerene; r  is the radius of continuum mapped and average radius of 
faceted model; ν is Poisson’s ratio of sphere and E is Young’s modulus of continuum model. 

By defining the parameter λ as: λ=(1-ν)/E, Eq. (1) becomes 
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Note that the parameter λ describes the Young’s modulus and Poisson’s ratio of the shell mod-
els which is different from Young’s modulus and Poisson’s ratio of shell elements. In the calcula-
tions, the radius of the C60-fullerene spherical structure is given by r=3.55 Å (Todt et al., 2013). 

For graphene and carbon nanotubes different values for Young’s modulus, layer thickness and 
Poisson’s ratio are presented in the literature according to various methods, so that these values can 
be used to simulate the real structure and equivalent spherical structure of fullerene. In all studies 
clearly indicate that despite the different values of Young's modulus and thickness, the multiplica-
tion of modulus and thickness, namely E×t, has consistently been reported as an average value of 
about 3.3 TPaÅ. This expression shows that for correct modeling of the fullerene, this parameter 
should be considered. Young’s modulus, thickness and Poisson’s ratio for five types of shell elements 
in C60 structure simulation according to available data in the literature are listed in Table 1. 
 

Reference 
Young’s modulus 

(TPa) 
Thickness 

(Å) 
Poisson’s ratio Case 

Vodenitcharova and Zhang (2003) 4.88 0.617 0.12-0.28 C1 

Yakobson et al. (1996) 5.5 0.66 0.19 C2 

Kudin et al. (2001) 3.86 0.89 0.149 C3 

Pantano et al. (2004) 4.84 0.75 0.19 C4 

Wang et al. (2005) 5.07 0.665 0.165 C5 

Table 1: Values of parameters reported in literature for modeling of C60 structure. 
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Five different structures of fullerene are modelled using the parameters given in Table 1. And 
all sets are exposed to internal hydrostatic pressure regarding their ability to predict the mechanical 
behavior of C60 buckyball. 

In order to simulate the hydrostatic pressure, displacement boundary condition is applied on 
points (carbon atoms). By applying a radial displacement on the models which is actually 
strain, the resultant forces are determined and subsequently pressure is extracted. Thus, the param-
eter λ is calculated from Eq. (2) using known amounts. 

In the following step, strain energy obtained due to mapping of equivalent spherical C60 struc-
ture on different elliptical shapes are analyzed using two different models, namely, shell model of 
elliptical mapped and lattice structure composed of beam elements. In this stage, the equivalent 
spherical model and molecular mechanics model are mapped on the different ellipses. In order to 
map the fullerene structure on the ellipses, relevant elliptical parameters shown in Figure 5 are 
used. The fullerene structure mapped on an ellipse is shown in Figure 6. Here, it should be noted 
that using different elliptical parameters, various mappings of fullerene structure for C60 are ob-
tained. 
 

b 
a 

 

Figure 5: Elliptical parameter (b/a). 

 

 

Figure 6: Elliptical mapped configurations of a C60-fullerene. 

 
4 RESULTS AND DISCUSSION 

The main goal of this research is to introduce an equivalent sphere for C60 based on continuum 
modeling, but the C60 is not a complete sphere, so the real geometries of this structure (faceted 
model) should be studied too. The results of parameter λ in the simulation of the real structure 
(faceted) and equivalent spherical of fullerenes (mapped) for overall cases C1-C5 is presented in 
Table 2. According to these results, the fullerene elastic modulus is calculated and listed in Table 3. 
It should be noted that equivalent Poisson's ratio from an average of the Poisson's ratio of shell 
elements in C1 to C5 is used. 
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Parameter Employed element C1 C2 C3 C4 C5 

λ (Pa)-1 

Shell model of  
faceted buckyball 

1.52e-13 1.35e-13 1.81e-13 1.55e-13 1.75e-13 

Shell model of spherical  
mapped buckyball 

1.65e-13 1.49e-13 2.01e-13 1.67e-13 1.72e-13 

Table 2: Parameter λ obtained using faceted and spherical mapped model for modelling C60 fullerene structure. 

 

Property Employed element C1 C2 C3 C4 C5 

E (TPa) 

Shell model of  
faceted buckyball 

5.3 5.96 4.46 5.22 4.63 

Shell model of spherical  
mapped buckyball 

4.64 5.14 3.77 4.6 4.38 

Table 3: Fullerene elastic modulus obtained using faceted and spherical mapped model. 

 
It can be seen in Table 3 that the elastic modulus for C60 structure, obtained using faceted 

model and spherical mapped model are in the range of 4.46-5.96 TPa and 3.77-5.15 TPa, respective-
ly. These results are comparable to the ones considered by different researchers (Yakobson et al., 
1996; Kudin et al., 2001; Vodenitcharova and Zhang, 2003; Pantano et al., 2004; Wang et al., 2005) 
for graphene layers based on different thickness and elastic modulus. 

The different structures of faceted an mapped models cause some differences between predictive 
modules. In the faceted model the pentagonal protrusions affected the system by concentrating the 
stress so because of this reason, the average predictive modulus in faceted model increases in com-
parison to mapped model. 

The radial displacement contours of faceted and mapped models under a same strains for case C4 
are shown in Figure 7 and 8. Both models are achieved the average strain 8%. The difference of con-
tours is because of the deference of the nature of the models’ structures(mapped and faceted). Based 
on these results, the strain energy is generated. It should also be noted that similar behavior has been 
observed in the displacement domain for all models, so, only the results for case C4 is presented. 
 

 

Figure 7: Displacement contour plot for faceted buckyball (Å). 
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Figure 8: Displacement contour plot for mapped buckyball (Å). 

 
In the following, using the radial strain results obtained from the shell model of spherical 

mapped and faceted C60, the proper thickness is set to determine the modulus for the continuum 
layer representing fullerene. As an approved and accepted method is needed for verification of the 
obtained results, molecular mechanics method presented by Li and Chou (2003) is adopted. In this 
method, the atomic bonds between carbon atoms are modeled as a circular beam with length 1.42 
and radius 0.73 Å. Since the C60 structure consists of 90 atomic bonds, 90 beam elements are used 
for modeling this structure in the molecular mechanics method. The mechanical properties of this 
beam are presented in Table 4. 
 

Property Value 

E (TPa) 5.490 

G (TPa) 0.871 
   *G: Shear modulus 

Table 4: Mechanical properties of equivalent beam element  
in molecular mechanics simulation (Li and Chou, 2003). 

 
Figure 9 shows the molecular model representing C60-fullerene structure in which beam element 

is used to model the covalent bond between carbon atoms. 
In order to calculate the fullerene strain energy, radial displacement is applied on all shell mod-

els, in addition to employing the model composed of beam elements (molecular mechanics method). 
 

 

Figure 9: Molecular model for C60 structure (beam elements). 
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The C60 strain energy results (for strain=8%) obtained by shell faceted and spherical mapped 
models are compared in Table 5 for cases C1-C5. Simulation results indicated that, in comparison 
with the molecular mechanics model results, the C4 and C5 are the best shell model representing 
C60-fullerene structure. 
 

Method Strain energy (10-20J) 

Molecular mechanics model 414 

Continuum shell model of  
faceted buckyball 

C1 C2 C3 C4 C5 

542.8 533.6 536 429 446 

Continuum shell model of spherical  
mapped buckyball 

C1 C2 C3 C4 C5 

487.6 478.4 492 413 423.2 

Table 5: Comparison between C60-fullerene strain energy obtained from shell faceted and  
spherical mapped models and lattice structure (for strain=8%). 

 
Based on the results obtained for different thicknesses, it can be seen that the spherical mapped 

model for C60 correlates well with the results obtained from the model composed of beam elements 
in the cases C4 and C5 (with an error of about 2%). Therefore, it can be assumed in the future 
analyses that the C60-fullerene is a complete sphere. Hence, these structures can be modelled using a 
shell of 0.665 Å thickness, 5.07 TPa elastic modulus and 0.165 Poisson’s ratio or a shell of 0.75 Å 
thickness, 4.84 TPa elastic modulus and 0.19 Poisson’s ratio. 

Contour of the fullerene strain energy for the model composed of shell and beam elements are 
shown in Figure 10 and 11. These contours present the strain energy of each elements in models. In 
order to simulate the strain energy, the displacement is applied on points (carbon atoms) of all mod-
els. The results show the strain energy of each element for 8% strain. The total strain energy in mod-
els is equal to the sum of the strain energy value of each element (4500 shell elements and 90 beam 
elements), as listed in Table 5. For the continuum shell model, it should be noted that for achieving 
the 8% strain, displacements are applied to 60 points. In this way, the model has this amount of 
strain totally, while the strains values correspond to these 60 points are not considered in calculations. 
The results in Figure 10-a and 10-b present the strain energy of elements on faceted and mapped 
models for case C4 based on the radial displacement (strain 8%), respectively. Figure 11 also presents 
the resulting strain energy of elements on molecular mechanic model under strain 8%. 
 

  
(a) Continuum shell model of faceted buckyball (b) Continuum shell model of spherical mapped buckyball 

Figure 10: Fullerene strain energy contour for shell element (10-20J). 
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Figure 11: Fullerene strain energy contour for beam element (10-20J). 

 
In order to provide further verification of the results obtained thus far, the elliptical displace-

ment is applied to the spherical continuum shell model based on parameter values mentioned in the 
cases C4 and C5. Figure 12 shows an example of the displacement contour results on the shell mod-
el that has been compared with the beam element results based on the same elliptical strain. As can 
be seen, there is a good agreement between the two approaches. Note that a little difference in the 
maximum and minimum values is due to the type and size of elements in continuum shell model 
and molecular model (90 beam elements and 4500 shell elements). In the process of mapping using 
shell elements the simulation of curvature at the ends of model is accurate than the beam elements. 

The strain energy obtained of shell models for the cases C4 and C5 and the beam element mod-
el based on different parameters of elliptical displacement is shown in Figure 13. The results show 
that for 0.9<elliptical parameter<1.1, the strain energies obtain from shell models and molecular 
model are fully matched. By varying the value of elliptical parameter, less than 0.9 and more than 
1.1, the strain energies of shell models and molecular mechanics model diverge from each other. The 
large displacement is the main reason for this phenomenon. 
 

(a) Continuum shell model for the elliptical parameter 0.9 (b) Molecular mechanics model for elliptical parameter 0.9

Figure 12: Displacement contours for elliptical mapped (Å). 
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Figure 13: Strain energy obtained from elliptical mapping. 

 
5 CONCLUSIONS 

This paper presents an equivalent thin-walled sphere for buckyball-C60 based on continuum mechanics 
modelling instead of molecular dynamics simulation and molecular structural mechanic modeling. 
Since this structure is almost spherical, at the first place, it is attempted to model the exact geometry 
of fullerene and then mapping it on the complete sphere. Exact fullerene structure and mapped struc-
ture is modelled by shell elements. The properties of shell elements is adopted from graphene sheets, 
so five cases of properties is selected for this purpose, where multiplying of the elastic modulus and 
thickness (E×t) for different cases are equal. Two groups including spherical and elliptical strain ex-
amination are used for investigation of the accurate shell element properties for fullerene modeling. In 
addition, molecular mechanics modeling is used for verification the results. 

In the first by comparison of strain energy of molecular mechanics model and continuum model 
consist of shell element by different properties in radial displacement, two series of properties is 
suggested for using in fullerene modeling. The properties for the first chosen case is 0.665 Å thick-
ness, 5.07 TPa elastic modulus and 0.165 Poisson’s ratio and for another one is 0.75 Å thickness, 
4.84 TPa elastic modulus and 0.19 Poisson’s ratio. 

Finally for further verification for these selected elements properties, elliptical displacement is 
used. The elliptical displacement makes different displacements for each element. By comparing 
between strain energy of equivalent spherical fullerene model and the fullerene model composed of 
beam elements under elliptical strains for 0.9<elliptical parameter<1.1 the same behavior is ob-
served, but outside of mentioned elliptical parameter domain because of the large values of the ra-
dial displacements, a gap between the results of continuum shell model and molecular model is ap-
peared. So, the result indicates that the proposed model is suitable for fullerene simulation under 
small displacement such as linear domain. 
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