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The reaction of Naphthalene 1,4,5,8-dianhydride (NTCDA) with elemental aluminum(0) powder is studied in 
an aqueous alcoholic KOH mixture to search for the NTCDA anion and dianion electron-adducts. After analyzing 
various reaction conditions it was found that the reaction yielded a greenish precipitate in 3:1 (v:v) ethanol:water 
mixture. This powder is composed mainly of aluminum trihydroxide crystallites of bayerite [a-Al(OH

3
)

(s)
] and 

the organic content is approximately 6%. This hybrid material proved to be paramagnetic even after exposure to 
air for one year and at temperatures up to 200 °C. Typical carbonylic bound to metal IR bands and reflectance 
UV-VIS spectra demonstrate the entrapment of NTCDA radical anion into the aluminum trihydroxide, hence 
rendering its green color and a paramagnetic behavior. Thus, besides the understanding of an aluminum reaction 
in suspension, the entrapment of an organic material (NTCDA) that stays stable as the corresponding radical can 
provide an interesting option for the synthesis of aluminum trihydroxide composites. 
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1. Introduction

Naphthalene 1,4,5,8-tetracarboxylic dianhydride (NTCDA) is 
the reagent of choice for obtaining diimide derivative compounds1-3. 
It is also used for the design and preparation of molecule-based 
materials (MBM`s)4 such as molecular-electronic components, electro 
luminescent devices and photoconductors materials5-8. Relevant 
properties for these applications are related to the p-conjugated 
bond system within a planar molecular structure and also to the high 
electron-affinity of NTCDA, as well as its derivatives. Spectroscopic 
characterizations by magnetic circular dichroism (MCD)9, UV-VIS 
spectroscopy and luminescence10 have established the nature of the 
electronic transition and the character of the ground and excited 
electronic states. In addition, kinetic and computational studies 
dealing with NTCDA aqueous hydrolysis have demonstrated the 
stability of the various forms, such as the mono and diacid anhydride, 
as a function of pH11. An important feature of NTCDA is the stability 
of the NTCDA1– radical anion and NTCDA2– dianion. 

The electron-adduct species have been characterized by 
electrochemical12 and spectroscopic methods such as electron 
spin resonance ESR13 and UV-VIS spectrophotometry12. Both 
reduced species display electronic transitions in the visible region 
that markedly differ from that of the parent compound. Moreover, 
crystalline salts based on anion radical salts of naphthalene 
tetracarboxylic acid derivatives have been prepared for application 

as electron conducting compounds14. Another feature of NTCDA 
derivatives is their thermal stability that allows thermal treatments up 
to ~450 °C without chemical or physical decomposition15. 

Bayerite is one of the four forms of naturally occurring aluminum 
trihydroxide crystallites, the others are polymorphic modifications 
known as gibbsite, nordstrandite, and doyleite16. In the chemical 
industry, gibbsite and bayerite are used as the main components 
in antacid drugs, alumina-supported catalysts, as support in the 
catalytic cracking process, and as adsorbents in chromatography 
and manufacturing of several materials16-20. Despite its industrial 
applications, it is important to understand the factors that influence 
the growth as well as the crystal morphology of these aluminum 
trihydroxides21. The precipitation of aluminum trihydroxides is 
considered a crucial step in the Bayer process therefore several 
syntheses start from highly concentrated sodium or potassium 
aluminate solutions22-24. Recently, bayerite has received attention in 
the preparation of a prominent class of materials, namely layer double 
hydroxides, LDH25-27. Bayerite has been synthesized by ageing the 
alumina gels in water, acidification of aluminate solutions by use of 
HClO

4
, HNO

3
 and or CO

2
, and from aluminum powder in alkaline 

media28-31. It is not wrong to affirm that the synthesis methodology 
plays an important role in the crystallite properties and hence in the 
final material properties.
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Elemental aluminum Al(0) is considered a “pool” of electrons 
for chemical reactions due to its high oxidation potential 
(Al/Al3+ = 1.67 V vs. SCE) and the three electrons available32. It is 
largely used in bimetallic systems involving metal/metal-salts that act 
as reducing agents33, also Al(0) powdered suspensions are used in the 
reduction of nitro and of carbonylic functionalities carried out with 
basic or acidic conditions in protic solvents34,35. Since organometallic 
reductions commonly start through a single electron transfer (SET 
process) to the organic partner36,37, the use of this metal with organic 
species that have the ability to form stable electron-adduct products 
could be a good strategy to obtain paramagnetic hybrid organic-
inorganic composites based on aluminum trihydroxide matrix. 

In this work, besides the aluminum NTCDA-reduction reaction 
features in solvents and binary mixtures, a new paramagnetic hybrid 
inorganic-organic material based on bayerite matrix [a-Al(OH

3
)] and 

NTCDA electron-adducts is presented (disperse phase), prepared 
from direct precipitation of an alkaline solution containing aluminates 
and NTCDA-reduced species in a specific water-ethanol mixture. 
The ideal condition was achieved using 75% ethanol in water (v:v). 
Thus, a greenish powder was formed that after characterization 
showed to be a paramagnetic aluminum hydroxide. By UV-VIS 
reflectance spectroscopy, FTIR, and ESR spectra, the entrapment 
of NTCDA radical-anion species was evidenced. Powder X-ray 
diffraction evidenced aluminum hydroxide crystallites of bayerite. 
Furthermore, this material showed to be visually stable (no color 
fading) even after long air exposure. Following these observations, 
the experimental details of aluminum NTCDA reaction and the 
properties of the bayerite-NTCDA material are reported, as well its 
partial characterization. In the present study the reaction of Al(0) 
and NTCDA in water/alcohol mixtures allowed the preparation of a 
controlled and defined crystalline aluminum hydroxide, and as well 
the preparation of an organic-inorganic hybrid material with air-stable 
paramagnetic properties. 

2. Experimental

Materials: Naphthalene 1,4,5,8-tetracarboxylic dianhydride 
(NTCDA) and naphthalene 1,4,5,8-tetracarboxylic acid (NTCac) 
were purchased from Aldrich and used without further purification. 
Aluminum powder (Reagent) and ethanol (Mallinkrodt) were used 
as received. Water was doubly distilled and further purified via a 
Millipore Milli-Q system; others solvents and reagents were of the 
best available purity.

Survey of NTCDA-Aluminum/KOH reaction conditions: Several 
reaction conditions tested as base and Al(0) proportions, aprotic 
solvents as THF, DMF, dioxane, acetonitrile and as well pure water 
or ethanol did not result in the adduct formation. Water-alcohol binary 
mixtures showed to be the appropriate solvent system and in ethanol or 
methanol aqueous mixtures the NTCDA reduction occurred promptly 
with the hydrolysis as a side reaction. The subsequent assays were 
conducted in water-ethanol mixtures. It should be noted that in acidic 
media there was no trace of reduction even using stronger mineral 
acid conditions and as previously seen, no hydrolysis occurred11.

Al-NTCDA/KOH reactions in suspension: an excess of aluminum 
powder (~8 mmol, 200 mg) was added to NTCDA (1 mmol, 268 mg) 
in 20 mL water:ethanol 3:1 v:v (15:5 mL) containing KOH (560 mg, 
10 mmoL or 300 mg, 5.3 mmoL) in an Erlenmeyer flask under 
magnetic stirring at room temperature. The reactions were highly 
exothermic and gas evolving (H

2
). These conditions were selected to 

investigate by standard UV-Vis spectroscopy, which were the NTCDA 
electron-adduct generated species. Accordingly, the amount of KOH 
varied from 5.3 to 10 mmol.L–1 in order to enable the increase of the 
redox potential of the Al(0). 

NTCDA-bayerite powder preparation: aluminum powder, Al(0), 
(~8 mmol, 200 mg) was set to react with NTCDA (1 mmol, 268 mg) 
and KOH (10 mmol, 560 mg) in 20 mL ethanol:water 3:1 v:v 
(15:5 mL) (notice the higher amount ethanol compared to the reaction 
in suspension) in an Erlenmeyer flask under magnetic stirring at room 
temperature. The reactions were highly exothermic and gas evolving 
(H

2
). After twenty minutes a green solid precipitated. The solid was 

filtered, washed with distilled water and ethanol and dried in an oven 
at 150 °C, yielding 600 mg of powder. This solid was characterized 
by ESR, UV-VIS diffuse reflectance spectrophotometry, FTIR, and 
electrical conductivity.

Analytical Methods: the UV-VIS absorption spectra of 
the mixtures were recorded using a Shimadzu UV-2400-PC 
spectrophotometer. Spectral data were obtained using quartz cuvettes 
with 1 cm optical path length. The UV-VIS spectra of the powders 
were recorded by diffuse reflectance with a USB 200 photometer 
(Ocean Optics) using MgO as reflectance standard. FTIR (Bomen 
model MB 100) measurements were performed on KBr pellets 
in the range 4000 to 500 cm–1. Electronic Spin Resonance (ESR) 
spectra were obtained in an ESP-300 Bruker spectrometer. Energy 
Dispersive X-ray (EDX) analysis were made in a Thermo Electron 
Co. apparatus. Electrical conductivity measurements were carried out 
at room temperature using a homemade two-point probe method38. 
Conductivities (σ) were obtained according to the formula: σ = (l/S).
(I/V), where V is the bipolar tension, I is the continuous electrical 
current across the sample, l is the bipolar distance, and S is the sample 
cross-sectional area38. XRD diffraction patterns were obtained on an 
X-ray Diffractometer Rigaku Miniflex (30 kV/15 mA), using a Cu 
tube, Ka, λ = 1.54 Å with Ni filter.

3. Results and Discussion

3.1. Al-NTCDA reduction reactions in suspension in mild 
and high KOH conditions: electron adducts assignments

Figures 1 and 2 show the electronic spectra of the species obtained 
when NTCDA was reacted with KOH and Al in water:ethanol (3:1, 
v:v) suspension in mild (300 mg KOH) and more alkaline (560 mg 
KOH) conditions, respectively. Using the mild condition, the 
suspension initially turned into a red brown color with the spectrum 
exhibiting a broad band at around 464 nm that vanished after 2 hours 
(Figure 1). These characteristics are similar to that observed for the 
corresponding diimide radical anion formed through photochemical 
reactions from its triplet state39,40 and to the NTCDA1– radical 
anion spectra observed upon electrochemical reduction12. After the 
disappearance of the radical species only the transitions at 310 and 
232 nm corresponding to the NTCDA hydrolysis product spectrum 
are observed, in other words the naphthalene 1,4,5,8-tetra acid, 
NTCac, (Figure 2 inset). 

In strong alkaline media the suspension instantly turns bright 
green (Figure  2). This color is due to an electronic transition having 
absorption maximum at λ = 396 nm and less intense bands appearing 
at 670, 614, and 564 nm respectively. These features are in agreement 
with those known for the doubly charged NTCDA2– produced via 
electrochemical reduction of NTCDA12. However, the naphthalene 
dianhydride dianion spectrum obtained in this metal ion suspension 
presents a large bathochromic shift when compared to diimide dianion 
spectra in solution which exhibit peaks at 600, 550 and 510 nm40. 
Despite the bathochromic shift the spectrum features of the diimide 
and dianhydride dianions are similar and show the same vibronic 
spacing of ~1.4 cm–1. After two hours, as observed in weak alkaline 
media, the color fades and the spectrum becomes similar to that of 
NTCac (Figure 2 inset).
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Higher concentrations of base give rise to the NTCDA dianion, 
whereas in lower base concentrations the monoanion is favored, 
evidencing that the formation of NTCDA electron adduct species 
depends on the base concentration. This can be understood based on 
the potential aluminum oxidation with pH variation. This potential 
increases linearly with the base concentration in aqueous media41,42. 
In addition, the available literature standard potential (Eo) values for 
NTCDA1– and NTCDA2– formation from NTCDA are Eo = –0.28 V 
and Eo = –0.69 V (SCE), respectively, in DMF12. Therefore, the 
base concentration increase should favor two-electron reduction 
of NTCDA by aluminum. This pH-dependent reduction potential 
explains the lack of reactivity in acidic media41,42. 

So, in the reaction system Al-NTCDA/OH– carried out in 
water:ethanol (3:1, v:v) besides the electron transfer reaction, 
dianhydride hydrolysis occurs to a high degree. In both assays the 
spectra of the final product are similar to that of NTCac, as expected. 
In the experimental conditions the reduced NTCDA species, 
NTCDA1– and NTCDA2–, are stable in solution for approximately 
2 hours. These species could be maintained longer in an inert 
atmosphere. 

3.2. Water-ethanol mixture, aluminum and base effects on 
Al-NTCDA reaction

The use of two different proportions of H
2
O:EtOH (3:1 or 1:3, v:v) 

and amounts of potassium hydroxide showed a significant influence 
on the Al-NTCDA reaction. As described in the previous section with 
the use of water as the predominant solvent (H2O:EtOH, 3:1, v:v ), 
NTCDA1– radical anion and NTCDA2– dianion were obtained for 
proportions of NTCDA/Al(0)/KOH (1/8/10 mole ratios) and NTCDA/
Al(0)/KOH (1/8/5 mole ratios) respectively. A significant formation 
of hydrolysis products was also verified in these aqueous media. 

On the other hand, when the reaction was carried out with the 
alcohol as the main solvent (H

2
O:EtOH, 1:3 v:v) and with NTCDA/

Al(0)/KOH (1/8/10 mole ratios) a new situation was obtained in which 
a green precipitate was immediately formed and upon characterization 
it was identified as a composite constituted of an aluminum 
trihydroxide bayerite matrix bearing NTCDA electron adducts. This 
specific H

2
O:EtOH (1:3, v:v) solvent condition in which the aluminum 

NTCDA reduction was conducted led to the predominant aluminum 
trihydroxide bayerite high yield precipitation and in a short reaction 
time. It can therefore be considered as a selective medium for bayerite 
and for bayerite based composites formation.

Recently, Antunes and co-workers21 conducted a systematic 
study concerning the effect of water-alcohols mixtures on the 
crystallization of non-crystalline Al(OH)

3
. It was found that the 

ethanol in the aqueous binary mixture had different effects according 
to its percentage: 20% produced bayerite + nordstrandite + fibrillar 
pseudoboehmite, 50% yielded gibbsite + bayerite + pseudoboehmite, 
and 94% yielded only fibrillar pseudoboehmite. The alteration in the 
formation of somatoids of bayerite from non-crystalline Al(OH)

3
 

in other aluminum hydroxide types with other alcohols added was 
also reported. In addition, the use of methanol in the Bayer process 
improved the precipitation of gibbsite from the supersaturated sodium 
aluminate solution43. However, alcohols exert an important driving 
force over seeded precipitation of these aluminum hydroxides in 
aluminate solutions. 

The effects of the nature of the base and metal amount on NTCDA 
reduction behavior were evaluated. The reactions were carried out in 
H

2
O:EtOH (3:1, v:v) to avoid precipitation of the bayerite. Sodium 

and potassium hydroxides were more effective for the reduction 
and for aluminum consumption than sodium, potassium or cesium 
carbonates and also ammonium and lithium hydroxides. The increase 
of aluminum molar excess from five-fold to eight-fold with respect 
to the anhydride did not change the reaction profile. 

It is known that in aqueous solution the aluminum consumption 
is highly dependent on its own concentration, pH, nature and type of 
counterion of the base, and stability of the aluminate species in the 
reaction media41,42,44,45. Besides the solvent effects, to obtain NTCDA 
electron adducts, the reaction efficiency was also found to depend on 
the nature of cations and the amount of base added. However, reaction 
efficiency appears to be related to the characteristics of aluminum 
leaching process in aqueous alkaline condition. In this process the 
hard oxide shell recovering the metal is first dissolved46,47 with the 
metal becoming free and active to be oxidized41,42,48, hence generating 
a complex mixture of aluminum complexes in solution. For instance, 
studies on aluminum chemical speciation reveal the presence of 
monomeric and oligomeric aluminates ranging from 6- to 5- and 
4-coordination numbers, all of them in a very narrow pH range49-51. 
Apart from this, aluminum solution chemistry is an unresolved theme 
with several open questions50,51. 

Taking into account the aforementioned, four main points can be 
considered for the Al-NTCDA/OH– reduction system in water-ethanol 
mixtures: i) in strong aqueous alkaline media besides the NTCDA 
high hydrolysis rate constant and its lower solubility, aluminate 
species are soluble and therefore no bayerite is formed in short 

Figure 1. Reaction of NTCDA with Al and OH– = 300 mg, in 20 mL 
H

2
O-EtOH (15:5 mL), t1, t2 and t3 correspond 45 minutes time interval 

between each UV-VIS spectrum.

Figure 2. Reaction of NTCDA with Al and OH– = 500 mg, in 20 mL 
H

2
O-EtOH (15:5 mL). UV-VIS spectrum from t1 to t5 timespan was 2 hours 

with 25 minutes interval. Insert: naphthalene 1,4,5,8-tetracarboxylic acid 
UV-VIS spectrum with maximum absorption peaks at λ

abs
max = 230 and 310 nm.
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reaction times; ii) in pure alcoholic media, as in other organic solvents, 
no aluminum corrosion and consequently no NTCDA reduction 
occurs; iii) in mixed water-ethanol media these two constraints are 
relaxed and so, solubilization of NTCDA and its redox reaction are 
highly favorable; iv) at the same time, in the specific H

2
O-EtOH 1:3 

mixture ratio, electron adduct NTCDA species are formed and the 
aluminate solution is destabilized, leading to the precipitation of 
bayerite. This solvent tendency is summarized in Figure 3.

Following, using any of the proportions already mentioned 
for the adduct formation of other aromatic di-anhydrides such as 
3,4,9,10-perylene and 1,2,4,5-benzene tetracarboxylic and also 
mono anhydrides such as 1,8- and 2,3-naphthalene and phthalic, the 
Al(0)/OH–/H

2
O-EtOH system did not work. A result associated with 

redox potential of the compounds above. The reaction was also tested 
with 1,4,5,8-naphthalene tetracarboxylic acid (NTCac) and again no 
reaction was detected. 

3.3. NTCDA-bayerite powder characterization

The XRD pattern of the green solid presented in Figure  4 shows 
the crystalline character of this solid. The solid obtained in the absence 
of NTDCA showed the same XRD pattern, indicating that both 
powders have similar crystallographic structures. The solids were 
identified as bayerite [a-Al(OH)

3
], ICSD 200413, with space group 

P2
1
/n17,52. The bayerite has a layered structure composed by sheets 

of aluminum coordinated by six OH– (a double layer of hydroxides), 
forming an Al(OH)

6
 with octahedral aluminum structure, where 

two hydroxides are shared by neighboring aluminum centers. The 
cohesion between two consecutive sheets is ensured by inter-layer 
hydrogen bonds16,17. 

Figure 5 shows the ESR spectrum of the NTCDA-bayerite. A line 
of symmetric shape without hyperfine structure is observed. The g 
value determined is 2.006, typical of organic radical anions and with 
relatively free paramagnetic species53,54. This result indicates that 
there is at least one paramagnetic species entrapped in the bayerite, 
which can be attributed to the NTCDA radical anion, NTCDA1–. The 
paramagnetic signal remains unchanged for a long time, even under 
air exposition. For instance, a preparation left on the bench for more 
than a year still presented the green color due to the radical. Another 
preparation was left in an oven at 200 °C for more than one month 
and even in these conditions the radical was stable.

The electronic conductivities of both the NTCDA-bayerite 
and “pure” bayerite powders were measured to be approximately 
10–6 S.cm–1 showing that the paramagnetic species does not influence 
the conduction of bayerite and thus the conduction must occur through 
ion motion55. 

The electronic reflectance UV-VIS spectra of NTCDA and 
NTCDA-bayerite composite are shown in Figure 6. The spectrum of 
NTCDA presents a broad band ranging from 220 to 430 nm and two 
peaks at 375 and 402 nm. However, the NTCDA-bayerite spectrum 
shows a remarkable difference, with the presence of well-defined 
bands peaking at 245, 309, 384, and 432 nm. Also, a new broad band 
appears covering practically all the visible-region from 490 to 840 nm. 

Figure 3. Role of the solvents on NTCDA-Al(0)/OH– reaction.

Figure 4. X-ray diffraction pattern of NTCDA-bayerite powder. Figure 5. ESR spectrum of NTCDA-bayerite powder.
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In a related work Tachikawa and co-workers53, studying NTCDA-
aluminum films formed by vacuum deposition, obtained a UV-VIS 
spectrum whose band profile is similar to that shown in Figure 6 for 
NTCDA-bayerite. The ESR spectrum showed a signal of an unbound 
electron resembling the one reported here for the paramagnetic radical 
species. As an interpretation of the UV-VIS and ESR spectra, the 
authors suggested a charge transfer from the aluminum surface to 
the NTCDA carbonyl groups. In addition, the broad and red-shifted 
UV-VIS absorption band suggests an electronic cross talk between 
neighboring molecules as is typical of excited- and ground-state and 
anion radical p-aggregates of naphthalene derivatives14,15,56,57. 

The infrared absorption spectrum of NTCDA presents a strong 
peak at ~1780 cm–1 due to the dianhydride carbonylic group53. 
Tachikawa reported that when NTCDA was deposited onto the 
aluminum surface a less intense one at 1715 cm–1 substituted this 
transition. The IR data of NTCDA-bayerite presented in Figure 7 
shows the presence of a carboxylate-bayerite complex material as 
evidenced by the large band with a strong peak at 1591 cm–1[58] and 
shoulders at 1697, 1541, 1504 cm–1 that can be attributed to carbonyl 
stretching of the acid functionality, while the peak at 1720 cm–1 is a 
strong indicative of the presence of one-electron reduced naphthalene 
dianhydride as reported by Tachikawa. Therefore, the bayerite 
obtained in this work seems to have the naphthalene tetracarboxylic 
acid, NTCac, and the non-hydrolyzed NTCDA reduced form. 
Figure 7 also shows hydroxyl stretching of bayerite at 3659, 3553, 
and 3459 cm–1[17].

On the other hand, in the present work, the formation of the 
NTCDA radical anion was achieved in experimental conditions quite 
different from that carried out by Tachikawa (as well as the material 
obtained). Thus, it is tempting to consider another kind of mechanism 
in which the NTCDA radical anion (NTCDA1–) is previously formed 
in solution by aluminum reduction and subsequently incorporated 
into the layered double hydroxide sheets of the bayerite structure 
through hydrogen bonds between the hydroxides and the anhydride´s 
carbonyls. Taking into account that the elemental analysis of the 
material found 6% of organic content and that NTCDA radicals in 
solution are stable up to two hours under atmospheric conditions, 
against at least one year into the bayerite matrix, it is plausible to 
consider that within the hybrid material structure the organic radicals 
are protected from oxygen, probably placed between consecutive 
sheets (Figure 8). 

The formation of bayerite from aluminum in alkaline solution 
is considered to be through the pre-aggregation of monomeric 
Al(OH)

4
– with increasing Al3+ and OH– concentrations. Calculations 

demonstrated that polymeric aluminum hydroxo complexes, like 
Al

6
(OH)

22
4–, are formed initially, followed by the deposition of 

bayerite [a-Al(OH)
3
] crystallites24. In addition, kinetic studies of 

bayerite microstructure formation from aluminum powder found 
porous aluminum hydroxides that are formed through the previous 
dissolution of initial aluminum particles59. Moreover, Rat´ko and 
co-workers60 reported that the interphase Al/Al(OH)

3
 composite is 

composed of porous agglomerates of bayerite crystallites.
These data are indicative that in NTCDA-Al/OH– reaction some 

molecules of NTCDA, before being hydrolyzed, can interact with the 
aluminum surface, so the NTCDA reduced species can concomitantly 
be formed and co-precipitated with bayerite. This process occurs 
dynamically, in which aluminum has to be initially stripped from the 
outer oxide layer, then the NTCDA enters the crevices (pits of the 
alkaline corrosion) or adsorbs onto aluminum surface and forms the 
radical anions, which are subsequently reticulated together with the 
precipitation of the bayerite crystallites from the aluminate solution; 
once generated they are kept intact with respect to hydrolysis reaction 
and reaction with oxygen. 

Figure 6. UV-VIS spectra of the pure NTCDA powder and NTCDA-bayerite 
powder recorded by diffuse reflectance.

Figure 7. FTIR of the NTCDA-bayerite. 
Figure 8. Inclusion of the NTCDA1– into layered double hydroxide of the 
bayerite structure.
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4. Conclusions 

The reaction between NTCDA and aluminum presents a clear 
dependence on the solvent composition in hydro-alcoholic solutions. 
In EtOH-H

2
O (1:3, v:v) mixtures the formation of NTCDA electron-

adducts is accomplished, in addition to a hydrolysis side reaction. 
The amount of base also affects the reductive process, since more 
base leads to the dianion and lower concentrations favor the radical 
monoanion formation. In EtOH-H

2
O (3:1, v:v) there was the 

precipitation of a powder identified as bayerite [a-Al(OH)
3
] that has 

paramagnetic organic species (g = 2,006) entrapped which are stable 
to air exposure for more than one year and also thermally stable 
up to 200 °C. The UV-VIS, ESR and IR spectra point to NTCDA 
radical species within the bayerite inorganic matrix. These species 
are possibly trapped between the sheets of the bayerite structure by 
hydrogen bonds between the dianhydride´s carbonyls and hydroxides 
of the bayerite sheets. Two main points can be pointed out concerning 
the work here described. First, it is a selective experimental 
methodology for aluminum trihydroxide bayerite formation. Second, 
it may be an alternative to the preparation of hybrid organic-inorganic 
materials based on bayerite composites. 
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