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Obstract

The biodegradable aliphatic oligoester oligo(trimethylene separate) (OTS) was synthesized by polycondensation and 
used to plasticize poly(lactic acid) (PLA). Casting films of PLA and PLA/OTS with concentrations of 1, 5 and 10 wt.% 
were prepared, and these films were characterized by thermal analyses, crystallinity, rheology and mechanical tests. 
DSC revealed the decrease in the Tg of PLA films with addition of the oligomer and a partial immiscibility. Addition 
of OTS to PLA slightly decrease the thermal stability as well as increase the degree of crystallinity of these films. 
Dynamic-mechanical analyses of casting films showed that the PLA/OTS system presented lower storage modulus 
than PLA and mechanical test revealed an increased in the elongation at break for PLA films containing the oligoester. 
The results make possible to conclude that the oligomer synthesized from bio-based monomers acts as a plasticizer of 
PLA increasing the PLA ductility.
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1. Introduction

Thermoplastics have been increasingly used as packaging 
materials due to important properties like low density, 
high mechanical resistance and transparency. The use of 
conventional plastics has caused increasing concern in 
relation to the environmental impacts that these materials 
can generate, due to the degradation time, which can reach 
hundreds of years[1-4].

For this reason, the scientific community has searched 
new polymer materials that can decrease the impacts of 
fossil plastics, with focus in the biodegradable bioplastics[5]. 
Biodegradable plastics are materials in which the degradation 
occurs initially by the action of microorganisms, like 
bacteria, fungi and algae, transforming the polymer chains 
in carbon dioxide, methane, microbial cell components and 
other products[3]. Biodegradation processes can decrease 
the amount of plastic residue in the environment, since it 
reduces drastically the degradation time of these materials. 
Nevertheless, for the biodegradation of a polymer to occur, 
it must be in an appropriate environment because, if not, 
biodegradation can equally take place in many years[6].

Aiming for green materials to substitute conventional 
plastics, different biodegradable plastics has been used, 
with emphasis in polymers from natural origin obtained 
by chemical synthesis or microbiological fermentations[4].

Poly(lactic acid) (PLA) is an important biodegradable 
polymer which can be synthesized by means of condensation 
of lactic acid or by ring opening polymerization of lactides that 
are lactic acid dimers. Due to its biodegradability, non-toxicity 
and good biocompatibility and processability[7], PLA has 

been largely investigated in studies that aim application as 
food packaging[8,9]. However, although it has high modulus, 
it is a fragile and brittle material, with a low elongation at 
break similarly to polystyrene[10].

To adequate PLA properties for packaging application 
and to improve its thermal and mechanical properties, 
particularly its flexural properties, this polymer is usually 
modified by copolymerization with other monomers or by 
plasticization[5,10-13].

Plasticization usually improves the processability 
of polymers, as well as increase the polymer flexibility 
and ductility in amorphous polymers. The efficiency is in 
general evaluated in terms of the decreasing in the glass 
transition temperature (Tg) and increasing of toughness, 
and it is dependent on polymer molar mass and amount 
of plasticizer[13].

The solubility parameter and the magnitude of 
polymer-plasticizing interaction are usually used to evaluate 
the miscibility between the material components and are good 
elements to facilitate the selection of an effective plasticizer. 
Thus, plasticizers are important non-volatile molecules 
which actuate modifying the intermolecular interactions 
between the polymer chains by preferential interactions 
with the macromolecular chains. These interactions change 
chain conformation, resulting in increasing of molecular 
mobility[10].

Aiming to investigate the efficiency of oligoester as 
PLA biodegradable plasticizers, a oligoester based on two 
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bio-based monomers, sebacic acid and trimethylene glycol 
was synthesized and added to a commercial PLA. So, in this 
paper the crystallization, thermal and mechanical behavior 
of these oligoester plasticized-PLA are reported.

2. Materials and Methods

2.1 Materials

PLA Ingeo 4043D (Mn= 160.000 g/mol) film grade 
from NatureWorks LLC was used as received. Chloroform 
99.8% (amilene stabilized) was furnished by Tedia Brazil. 
Dimethylsebacate and trimethylenediol (propan-1,3-diol) 
Aldrich and zinc acetate from Spectrum were used as received.

2.2 Synthesis of oligosebacate

The synthesis of the oligo(trimethylene sebacate) 
(OTS) was carried out by a bulk polycondensation of 
dimethylsebacate and trimethylenediol using zinc acetate 
as catalyst. The reaction took place in a single stage by 
using equimolar proportion of the monomers according to 
procedure previously described in the literature[14]. Thus, the 
monomers and catalyst (0.5 wt.%) were placed in a glass 
flask and heated to 200 °C. By using vacuum, methanol 
was progressively removed during 2 h. At the end of this 
time, the molten oligoester was poured into a glass surface 
to solidify.

2.3 Oligoester characterization

The oligoester was analyzed by FTIR in a Varian 
Excalibur 3100 FT-IR by Attenuated Total Reflectance (ATR) 
in the range of 4000-400 cm-1. 1H NMR spectrum of OTS 
was obtained in a Varian NRM equipment model Mercury 
VX-300, using CDCl3 as solvent. The molecular weight 
was determined by GPC using a Shimadzu LC equipment 
with refractive index detector, chloroform as solvent and 
monodisperse polystyrene as calibration standard. The analyses 
were carried out in a flow rate of 1.0 mL/min, injection 
volume of 20 μm, at 25 °C. The number and weight average 
molar mass (Mn and Mw, respectively) and polydispersity 
(Mw/Mn) were determined by a Shimadzu software. Thermal 
transition temperatures were determined in a DSC Hitachi 
model 7020 in the temperature range from –80 to 100 °C 
at 10 °C/min. Samples were first heated, followed by a 
fast cooling (quenching) at 50 °C/min up to –80 °C and 
subsequently reheated at 10 °C/min.

2.4 Preparation of PLA films

PLA films were prepared by casting from 10 wt./v% 
chloroform solutions. OTS was added to these solutions to 
attain the final concentration of 1, 5 and 10 wt.% in relation 
to PLA. The solutions containing PLA and OTS were casted 
over to 289 cm2 mold with 3 mm thickness and dried for 

7 days. After this time, the films were dried under vacuum 
for more 24 h as attempt to eliminate the residual solvent.

2.5 Characterization of plasticized films

PLA films were analyzed by TA DSC equipment under 
nitrogen atmosphere in the temperature range from 25 to 200 °C 
at 10 °C/min. Three heating runs were used to evaluate the 
polymer thermal transitions. The degree of crystallinity was 
calculated using the standard melting enthalpy reported 
by Sarasua et al.[15] (106 J/g), considering the enthalpy of 
crystallization on heating and OTS weight fraction. Thermal 
stability was analyzed in a TA Thermoanalyser Q500 from 
25 to 700 °C at 10 °C/min under nitrogen flow. X-ray 
diffraction were carried out in a diffractometer Rigaku 
Miniflex model using CuKα radiation (wavelength, 1.5418 Å) 
in the 2θ range 2° to 50°, 0.05° step/s at room temperature. 
Rheological behavior of films containing 10 wt.% OTS was 
studied using a TA AR 2000 rheometer in the parallel plate 
geometry (diameter 25 mm) at 165 °C. Disc-like specimens 
with 2 cm diameter were used. Tests were carried out in 
the 10-1-102 Hz interval at 5% deformation to have the 
material response in the linear viscoelastic regime. DMA 
analysis were carried out in a TA DMA Q800 model, from 
–20 to 120 °C at 1 Hz frequency and heating rate of 3 °C/min. 
Rectangular specimens with 13.0 × 7.0 × 0.15 mm were 
used and experiments were done in the tensile mode with a 
controlled force of 0.01 N. Films tensile tests were carried 
out in a EMIC DL-300 universal machine at 5 mm/min after 
conditioning the specimens at 23 °C for 48 h. Specimens were 
prepared according the ASTM D882-12 method for films.

3. Results and Discussions

3.1 Oligosebacate synthesis and characterization

The oligo(trimethylene sebacate) (OTS) was obtained by 
polycondensation of dimethylsebacate and propan-1,3-diol 
catalyzed by zinc acetate (Figure 1). The OTS presented white 
color and a wax-like aspect. FTIR was used to confirm its 
structure (Figure 2). From the figure, it is possible to observe 
the carbonyl characteristic absorption bands at 1727 cm-1 
(C=O) and 1177 cm-1 (C-C(C=O)-O). The spectrum shows 
also absorption bands at 2926 and 2853 cm-1 attributed 
to asymmetric and symmetric methylene groups in the 
oligoester structure as well as bands at 1350-1150 cm-1 region 
characteristic of vibration of long chain esters. The spectrum 
presents a band at 3500 cm-1 attributed to O-H bonds of 
alcohols, related to the hydroxyl end groups[16].

GPC results revealed that the OTS has Mn= 2,920 g/mol, 
Mw= 6,120 g/mol and polydispersity Mw/Mn= 2.1. From a 
second DSC heating run, the oligomer showed a Tg at –22 °C 
and cold crystallization (Tcc) at 35 °C (ΔHcc = 0.43 J/g) 
with a melting transition (Tm) at 50 °C, indicating that it is 
a semi-crystalline material. On cooling, the OTS shows a 

Figure 1. Reaction of transesterification to obtain oligo(trimethylene sebacate).
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crystallization temperature (Tc) at around 27 °C (ΔHc = 4 J/g). 
In the literature, the reported sebacate polyester with 
structure closest to OTS is the poly(ethylene sebacate) with 
Mw= 10,000 g/mol that presented Tg = –30 °C Tm= 74 °C[14].

The thermal stability of OTS was evaluated by 
thermogravimetry. The OTS showed a bimodal weight 
loss DTG profile, with a first maximum degradation rate 
Tmax = 399 °C (TONSET = 336 °C), followed by a second 
small weight loss at high temperature (Tmax = 440 °C). 
The stability of OTS was superior to that observed for the 
PLA used in this work.

3.2 Plasticized films of PLA

Films of PLA containing OTS was analyzed by different 
physical methods to have insight on the influence of this 
additive on the main PLA properties and evaluate the 
plasticizing action of this oligomer.

3.2.1 Thermal transitions and crystallinity

Main transitions of PLA and PLA/OTS films were 
identified by DSC. Table 1 resumes the values of melting 
transition temperature (Tm) and degree of crystallinity (Xc) 
obtained in the first heating run of DSC analyses which aims 
to evaluate the crystallization process during film formation 
by polymer solution evaporation. It is possible to observe that 
although the PLA casting film presented low crystallinity 
(Xc= 6%), PLA/OTS films showed Xc significantly higher 
than this PLA film (Xc from 33 to 37%). It is also shown that 
Xc increased slightly as OTS content increased. The degree 
of crystallinity of PLA/OTS films was even higher than that 
observed for PLA pellets. This higher crystallinity may be 
attributed to the presence of the oligoester which induces 
the polymer crystallization during solvent evaporation by 
increasing the mobility of polymer chains[17].

Figure 3 presents the curves related to a 3rd heating 
run of PLA films obtained after a controlled cooling at 
10 °C/min from the melt. From these curves, it is possible 
to see that the Tm for PLA and PLA/OTS films is superior as 
compared to that of PLA pellets, which may be attributed to 
the increase of crystal perfection due to solvent interaction 
with polymer chains during film formation[17].

It is possible to note that the curves of all PLA casting 
films obtained from the 3rd heating run showed the same 
profile with a glass transition, a cold crystallization and a 
melting transition. It is important to mention also that all 
curves presented a similar cold crystallization (Tcc) and 
melting transition (Tm) temperatures, i.e., Tm and Tcc remain 
practically constant as OTS content increased. It must be also 
mentioned that during the cooling at 10 °C/min employed 
before the 3rd heating, no crystallization peak was observed 
for these samples. However, the influence of the oligomer in 
the crystallization process can be supported by the Xc values 
observed in the first heating run that are higher than those 
from the third heating. This difference in Xc is related to 
the fact that the casting films were prepared and dried at 
room temperature. Thus, the films were crystallized slowly 
during solvent evaporation. So, in the first heating, Xc is 
higher while in the 3rd heating after a cooling at 10 °C/min 
it is lower, since at this cooling rate the time is not enough 
for adequate material crystallization[18].

Addition of OTS to PLA decreased the Tg and this decrease 
is enhanced as the concentration increased, indicating the 
plasticizing effect of the oligomer.

Figure 4 shows the behavior of Tg obtained experimentally 
and Tg predicted according the Fox Equation (Equation 1)[19] 
for PLA/OTS films containing 1, 5 and 10 wt.% of OTS.

Figure 2. FTIR spectrum of OTS.

Figure 3. DSC curves (3rd heating run) of PLA and PLA/OTS films.

Table 1. Main thermal transitions and degree of crystallinity of 
PLA and PLA/OTS casting films obtained by Differential Scanning 
Calorimety (DSC).

Material OTS 
(%)

Tm
a

(°C)
Xc

a

(%)
Tg

b 
(°C)

Tm
c

(°C)
Tcc

c

(°C)
PLA 
Pellets

0 149 22 58 149 124

PLA(film) 0 152 6 60 152 127
PLA/OTS 1 151 33 57 152 129

5 153 34 55 152 128
10 150 37 53 152 128

aDegree of crystallinity obtained of the curve of 1st heating; 
bTg obtained of the curve of 2nd heating; cTransitions values obtained 
of the curve of the 3rd heating.
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( ) ( )1/ / /g x g y gT W T x W T y= +  (1)

In this equation that is used to evaluate the miscibility 
of polymer blends[20], Wx e Wy are the molar fraction and 
TGx e TGy are the glass transition temperatures of each 
blend components. It is possible to observe that the results 
presented a linear behavior, with a line coming from the 
same point, since in the 1 wt.% PLA/OTS system, values 
of theoretical and experimental Tg are practically the same. 
As OTS concentration increases, Tg values start to become 
far from each other. This result suggests a partial miscibility 
of OTS in PLA, since although it is clear the influence of 
the oligomer on the glass transition process by the reduction 
of the Tg of PLA, with increasing content of OTS, the 
theoretical values of Tg are not attained as expected for a 
completely miscible system.

3.2.2 Thermal stability

Commercial PLA (pellets) presented a unique stage 
of weight loss with TONSET and Tmax of 336 and 358 °C, 
respectively. However, in the PLA films prepared by casting 
from chloroform solutions two stages of weight loss are 
noted: one with TONSET e Tmax around the same temperatures 
observed for PLA pellets, and another at lower temperatures 
(TONSET = 85 °C and Tmax= 102 °C). This first stage of weight 
loss is attributed to the presence of residual solvent in the 
films[21], due the know strong interaction between chlorine 
and carbonyl groups[22]. This interaction also explains why 
this temperature of weight loss attributed to the residual 

solvent (85 °C) is superior to the boiling point of chloroform 
(60 °C). To prove this fact, the thermal stability of PLA 
films was compared with that of PLA extruded. The results 
presented in Table 2 support that this first stage of weight 
loss is due to residual solvent which is still present in the 
films even after vacuum treatment for 24 h.

Processing in the molten state can cause chain break and 
decrease in the molecular weight, influencing the results of 
thermal decomposition shown by TG analyses. In this work, 
films were prepared by casting, process that did not cause 
any molecular weight reduction. Thus, the different weight 
loss profiles observed and final amount of residues at 700 °C 
are due to the presence and content of the oligoplasticizer 
in the material. All the films showed two stages of weight 
loss, the first around 100 °C and the second at about 350 °C. 
For PLA pellet, only one stage was observed differently 
of the cast films, confirming that the first stage of weight 
loss is due to solvent loss. This weight loss is in the range 
of 7-11 wt.%, what indicate that a considerable amount of 
solvent remains in the polymer even after 24 h of vacuum 
treatment at room temperature. These films were not dried 
at more severe condition by heating to avoid annealing of 
the films, what would influence their crystallinity.

Considering the second stage of weight loss, a decrease 
in TONSET and Tmax takes place when the plasticizer is added 
to PLA. This decrease is easily seen when the Tmax of the 
non-additivated film is compared with the Tmax of the sample 
containing 10 wt.% of OTS. It is important to emphasize 
that the Tonset of the non-additivated film is higher than 
those shown for PLA/OTS films. This fact can be explained 
considering the influence of the oligoester soluble fraction 
in the polymer which must be homogeneous dispersed in 
the PLA matrix[12].

The OTS used in this work has Tmax = 400 °C, which is 
relatively close to PLA film (Tmax = 354.2 °C). This means 
that the DTG peak of the second decomposition stage is not 
only related to PLA, but also to OTS main degradation. Thus, 
it is possible to conclude that addition of OTS promotes a 
small reduction of thermal stability of the material.

3.2.3 Morphology by X-ray diffraction

X-ray diffraction (XRD) was used to evaluate the 
influence of the oligoester on the crystallinity of the films. 
Figure 5 shows the XRD curves of PLA and PLA/OTS 
films containing 1, 5 and 10 wt% OST. The XRD curve of 
the PLA film showed an amorphous halo, indicating low 
degree of crystallinity of this film. However, PLA/OTS 
films presented three crystalline reflections at 17, 19 and 

Figure 4. OTS concentration versus theoretical and experimental 
glass transition temperature.

Table 2. Evaluation of weight loss stages for PLA pellet, PLA extruded and PLA cast films.

PLA Sample
OTS
(%)

Stage I Stage II
TONSET

(°C)
Tmax

(°C)
Weigh loss (%)

TONSET

(°C)
Tmax

(°C)
Residue at 700 

°C (%)

Pellet 0 - - - 336 358 0.9
Extruded 0 - - - 329 353 1.8

Film 0 85 102 7.8 332 354 0.4
PLA/OTS 1 87 120 8.4 329 355 0.3

5 89 125 7.9 324 356 0.7
10 96 125 6.6 329 342 1.2
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23° indicating that these films are semi-crystalline materials. 
According to Byun et al.[17], these reflections are characteristics 
of PLA casting films from chloroform. It is interesting to 
note that the intensity of the reflection at 23° increases 
linearly as OST content increases. This indicates that OTS 
seems to be inducing PLA crystallization. According to 
DSC data, OTS is only partially soluble in PLA at higher 
contents. No crystalline peak that could be attributed to OTS 
crystallization was observed. So, this increase in crystallinity 
seems to be related a nucleation effect of OTS insoluble 
phase that is probably in the amorphous state.

3.2.4 Rheological behavior

Storage modulus (G’), loss modulus (G”) and complex 
viscosity (η*) as a function of frequency of PLA/OTS was 
evaluated at 165 °C to investigate the rheological behavior 
of these materials (Figures 6 and 7). The measurements were 
carried out at deformation of 5%, which is in the interval 
of linear viscoelasticity of high molecular weight of PLA 
without any additive[23,24].

Figure 6 shows the G’ and G” versus frequency 
curves for the PLA and PLA/OTS containing 10 wt.% 
of the oligomer. From the figure, one can observe that 
G’ decreased with addition of the oligoester as expected, 
being this effect practically the same along the region of 
low and high frequencies. The behavior of loss modulus 
G” versus frequency shows also a reduction of G” with 
the addition of the oligomer. In this case, the decrease of 
G” is more pronounced in frequencies lower than 10 Hz. 
The figure shows a transition from a fluid-like (G” > G’) to 
a solid-like (G’ > G”) between 5 and 20 Hz. The crossover 
frequency shifts to a higher value with the addition of OTS, 
indicating that the response becomes more fluid-like, as 
should be expected.

Figure 7 shows the curves of complex viscosity (η*) 
versus frequency for these two samples. Also for this 
rheological property, non-additivated PLA presents a higher 
value compared with the sample containing 10 wt.% OTS. 
This expected decrease in η* is due to oligoester molecules 
solubilization in the PLA matrix which reduces the melt 

viscosity[25]. This behavior is another indication of the 
plasticization effect of OTS over PLA during the processing.

3.2.5 Dynamic mechanical behavior

Curves of storage modulus (E’) of PLA and PLA/OTS 
films obtained from dynamic mechanical analysis are 
presented in Figure 8. The curves show a typical behavior 
of thermoplastic polymers, with a drastic decay of E’ when 
approaching to PLA glass transition. After Tg, a plato can 
be identified. According to Huda et al.[26], this behavior 
observed for PLA casting films like elastomers, which 
presents amorphous and crystalline phases in their structure. 
From the curves, it is possible to note that the modulus 
decreases when the content of OTS is increased in the films.

Values of storage modulus for these films in temperatures 
which are representatives for application condition, i.e. 
below and above Tg (–20, 0 and 60 °C), were selected 
and are presented in Table 3. From the table, by analyzing 
each temperature separately, it is possible to observe that 
a significant decrease in the storage modulus occurred at 

Figure 5. X ray diffraction curves of PLA and PLA/OTS films.
Figure 6. Storage modulus (G’) and loss modulus (G”) as a 
function of the frequency for PLA and PLA/OTS film containing 
10 wt.% OTS.

Figure 7. Complex viscosity as function of frequency for PLA and 
PLA/OTS film containing 10 wt.% OTS.
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–20 and 0 °C as the concentration of the oligomer increases. 
For 60 °C, close to the glass transition temperature, a drastic 
reduction in the E’ took place. This behavior is expected 
since at Tg the system acquires high level of chain segmental 
mobility[26]. After 70 °C, an increase of E’is observed for 
PLA and PLA/OTS containing 1 wt.% OTS that can be 
attributed to thermal crystallization, meaning that these 
films had still amorphous materials capable of crystallizing.

Figure 9 presents the loss modulus (E”) curves as a 
function of temperature for PLA and PLA/OTS with 1, 
5 e 10 wt.% OTS, respectively. The curves presented the 
characteristic peak of relaxation phenomenon related to the 
glass-rubber transition. Values of Tg were obtained from the 
maximum of loss modulus peaks (Table 3). It is possible to 
observe that the Tg values obtained from the lost modulus 
peaks are lower than those observed from DSC (Table 1). 
This difference can be related to the cyclic mechanical 
stress applied in tensile mode in addition to DMA heating, 
differently from DSC, which uses only thermal heating. 
The intensity of these maximum peaks for casting films is 
related with the relaxation index inhibited by the crystalline 
phase of the films[26]. Thus, it is possible to observe the less 
intense peak for PLA/OTS 10 wt.% that has higher degree 

of crystallinity according to DSC results. The thermal 
crystallization of PLA and PLA/OTS with 1 wt.% OTS 
was also detected by the loss modulus curves.

Although, it was observed a certain degree of haze in 
the films with higher content of OTS, no indication of the 
OTS phase separation could be detected from dynamic 
mechanical tests.

3.2.6 Tensile properties

Tensile properties of PLA films containing OTS were 
evaluated according the ASTM D 882-12 method. Table 4 
resumes the results of stress and strain at yield and at break 
for films with 1, 5 and 10 wt.% of OTS.

According to literature[27], the young’s modulus should 
decrease with addition of the oligomer, since plasticizers 
reduce the intermolecular forces that actuate in the 
macromolecular chains, increasing material flexibility. 
Although, a considerable experimental error was observed 
in the elastic modulus values (not presented in the table), 
the film containing 1 wt.% OTS showed a slightly increase 
of modulus. For the films with 5 and 10 wt.% OTS, the 
expected decrease in the elastic modulus was observed.

Table 4. Tensile properties of PLA and PLA/OTS films obtained by casting.

Sample OTS  
(wt.%)

Maximum Stress
(MPa)

Deformation at 
maximum stress 

(%)

Ultimate stress
(MPa)

Elongation at break
(%)

PLA 0 26 ± 8 6 ± 0 14 ± 5 10 ± 4
PLA/OTS 1 25 ± 2 6 ± 0 9 ± 3 -

5 22 ± 3 298 ± 11 16 ± 2 263 ± 40
10 16 ± 2 261 ± 41 21 ± 4 299 ± 10

Figure 8. Storage modulus versus temperature for PLA and 
PLA/OTS films.

Table 3. Storage modulus at –20, 0 and 60 °C and Tg obtained from loss modulus peak of PLA and PLA/OTS casting films.

Sample
(casting film)

E’ (MPa) Tg

(°C)aOTS (wt.%) –20 °C 0 °C 60 °C
PLA/OTS 0 2711 2639 49 37

1 2005 2007 27 32
5 1661 1693 63 31
10 1337 1306 61 25

aValues obtained from peak maximum of E’.

Figure 9. Loss modulus curves for PLA e PLA/OTS films.
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Addition of OTS to PLA films produced the expected 
effect of increasing the elongation at break and consequently 
the ductility of these films (Figure 10). The observed values 
of elongation at break of PLA/OTS films with 5 and 10 wt.% 
indicates a marked increase in the ductility of the films, 
which corroborate the plasticizing effect of OTS[27].

4. Conclusions

A oligoester based on the bio-based monomers 
trimethylene glycol and sebacic acid (OTS) was synthesized 
and applied to PLA plasticization. According to thermal 
analyses studies, it was possible to demonstrate that the 
addition of this oligomer to the polyester decreases the glass 
transition temperature of the films, evidencing that OTS 
acts canceling polymer-polymer interaction which allows 
to increase mobility of the amorphous phase. Nevertheless, 
a partial miscibility which decrease transparency was 
confirmed by the comparison of the expected theoretical 
and experimental Tg values. The oligomer also produced an 
unexpected increase of the degree of crystallinity of PLA 
films, contributing also for the decrease in their transparency. 
PLA films containing OTS show lower storage moduli that 
decreased as the content of OTS increased. From mechanical 
tests, these PLA-OTS films presented an increase in the 
elongation at break, suggesting increase in the ductility. 
By considering the results, it is evident the plasticizing 
effect of this oligomer on PLA.
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