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ABSTRACT

Temperature control is the key to effective sintering process for metal, ceramic and polymer powders. The
original control temperature provides an irregular control operation process which affects the material
properties due to the spacer involved in it.

Furthermore, it is analyzed how the material responds to an electrical input determining a model system with
the variables implicated during the process in order to propose an efficient controller. The electrical current
passed through a graphite matrix, it contains a compressed powder, so Joule effect is used for resistive
heating. This article investigates how temperature control may be improved by a Pl feedback controller, it
was applied and simulated to the process and control gains were calculated analytically. Finally, the
implemented PI controller is compared with the original model to observe the system stability, so that the
operational limits are not overtaken maintaining the temperature below the reference.

Keywords: Spark Plasma Sintering (SPS), PI control.

1. INTRODUCTION

When Georg S. Ohm (1787-1854) published Die galvanische Kette mathematisch bearbeitet in 1827, he
described the theory and applications of electric current. For his achievements, the German scientists name
has been forever attributed to electrical science terminology: Ohms Law (1) states the proportionality of
current and voltage in a resistor and the SI unit of resistance is the Ohm.

The introduction should present the paper theme, justifying the aim based on literature. It should also
present the paper objectives.

V=IR )

Ohms work provides a direct correlation between the potential voltage drop, V, across a resistive (or
Ohmic) material, R, and the electric current, I, flowing through the medium. Moreover, Ohms Law is a
fundamental concept that helped establish the basis of modern electrical theory. James Joule (1818-1889)
coupled Ohms Law with his own endeavors in relating heat to mechanical work. Joule worked with Lord
Kelvin in developing the absolute temperature scale (K) and was also acknowledged for his contributions that
eventually led to the First Law of Thermodynamics. His experiments initiated the concept of the mechanical
equivalence of heat, which relates the energy required to raise the temperature of water 1F. Accordingly, the
Sl unit of work was named the Joule (J).

However, Joule might be best remembered for his discovery of the relationship, appropriately named
Joules Law, between current flow and heat dissipation in a resistive element (2). Specifically, Joule found
that the rate of thermal energy generated, E, within a resistive material, is proportional to the square of the
current, 1, and directly proportional to the resistance, R.

E=I°R )

Together, Georg Ohms and James Joules accomplishments close the gap between electrical energy
input (either as a voltage potential or an electric current) and thermal energy output. Ag a result, resistive
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heating can provide both undesired and desired heat generation. Because of Joules Law, resistive heating
occurs whenever an electric current passes through a resistive material. The design of electronic circuitry
must account for this phenomena or the risk of overheating, even melting, the hardware becomes a reality.
On the other hand, Joules law sets forth the notion that the amount of thermal energy generated can be
controlled by the inherent resistance of the heating element as well as the applied electric current [1,2].

When an electric field is applied to a material, the motion of electric charges within the material
generates current flow. However, all materials exhibit some resistance, R, to this charge motion. Resistance,
then, depends on both the resistive nature of a given material, called electrical resistivity, and the geometry of
the material [3].

I
R=p— 3
Pa ©)

Equation 3 shows that the resistance of a heating element is proportional to its length, 1, and inversely
proportional to its cross-sectional area, A. Further, the electrical resistivity, p, for a given material is a
function of temperature. The electrical conductivity is a measure of the materials ability to allow electrical
current to flow and is defined as the reciprocal of resistivity (4).

o, =— (4)

The temperature of the material is directly proportional to the amount of heat generated within it. In
addition, the heat generated within the material is proportional to the power supplied to the material. This
relation, then, states that the temperature attained is also linearly proportional to the power supplied (5) [4].
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2. DEVELOPMENT OF THE SYSTEM

For open-loop control to be effective, an accurate model of the controlled object must be known. In resistive
heating, especially in Sintering Process, a material can be developed as a function of applied voltage such as
graphite.

The resistive element of known dimensions (length L and cross-sectional area Ag) and material
parameters (resistivity p and specific heat Cp) is subjected to an applied voltage V which results in a current
I, flowing through the sample. This model accounts for the heat generated qq by Joule Effect heating and the
heat given off due to free convection qgc. Furthermore, it is assumed that heat conduction in the radial
direction and thermal radiation from the sample are negligible [4,5].

The first law of thermodynamics (6), which demands conservation of energy, is then applied to the
resistive element [6].

A é = éout— éin (6)

For this process, the heat generated, ¢4, comes from the applied electrical signal, the energy given off
is due to convection, g (8), and the change in energy of the sample results in a temperature increase (8).

q. =hAT, -T,) %
s dT
qg - qc = me E (8)

Applying Joules law, and substituting in the expression for convection heat transfer, an expression (9)
is obtained for the heat balance of this system [6-8].
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dT

V(:;)z—hAsT[T(t)—Tw]szpdt

(9)

Where V(1) is the voltage potential across the length of the sample, R is the effective resistance of the
sample, Ag is the surface area, T, is the ambient (or film) temperature of the surrounding air, m is the mass of
the sample, C, is the materials specific heat, and T is the temperature of the sample at any point along the
length [7]. Re-arranging this expression yields the following first order, linear, ordinary differential equation:

dT V()
mC d—t+ hAT = R +hAT, (10)
V(Y 1
f(t +hAT
(t)= { +hA, }{mc } (11)
Simplying
mc, ‘fj} oT(t)= f(t) 12)
_ hA
p= mC, (13)

Verifying homogeneity by undetermined coefficients [7]

T(t)=Ae™ +B (14)

T(t) = ep‘{cept + (Tw — Cj:| (15)
p Y

Time constant

- {hﬂ @
p | mC

2.1 MISO System (Multiple Input Simple Output)

In order to see how closely the current model can control temperature, a model input power is required to
cause a desired temperature increase. It is important to note that the applied signal, V(t), is modelled as a unit
step function multiplied by the magnitude of the voltage [9]. The Laplace transform of this term can be
written as [7]:

V() } VO gy VO (17)

R

£

Where u(t) is a unit step or pulse generator input. For the entire solution, we start with the original
differential equation (17) and apply the Laplace Transformation:

(e, Js76)-T O (T (5)= Y L o 9 a®)

R

As a function of instantaneous temperature, T(s), initial temperature, To(s), and ambient temperature,
T.(s). This expression can then be written in block form and defines the open-loop controller applied to the
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system in Figure 1. Notice that both the ambient temperature, T, (s), and initial temperature, T(s), are
factors in the performance of this controller (Figure 1). If these values are the same and the temperature, T(s),
is defined as the increase in temperature from its initial value [9].

T(s)=A[T(s)-T.(s)] (19)

m A

To(s) g

mcp+hAs

Initial Temperature

hAs 8 mcp+hAs
T..(s) > mepThrms %
mcp+hAs 1

Ambient Temperature Joule Effect

T(s)

Instantaneous Temperature
Figure 1: Model System open-loop block diagram.
Open-Loop System

V()
R

(20)

[c-B-AD=
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3. RESULTS AND DISCUSSION
The block diagram represents the model system, which is shown in Figure 2. In comparison with Figure 1,
the zero located at the end is eliminated due to the origin nearness [9].
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Figure 2: Closed-Loop System.

The model system is written in Simulink, which is a tool from MATLAB, it is also simulated for
analysing its stability [10]. The Spark Plasma Sintering Process requires one step current source so that it is
placed in each input representing the temperature phenomena. The step limit is at 1 for a practical analysis.

The model constants are from titanium element. The system instability is shown in Figure 3 due to
the magnitude decrease crossing the zero reference.
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Figure 3: Response System in Closed-Loop.

A PI1 controller (Proportional-Integral) is proposed [10], the proportional action will get a rapid
response time and the Integral action will eliminate the error in steady state. The derivative action is excluded
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due to the oscillations it generates, and the temperature limits do not have to be overtaken in Sintering
Process [11,12].

The following math operations are calculated for the controller:

[s+15.07x10* v (5)=0.1912K  [r(s)- y(s)]+0.1912 K{r(s)—yis)} (21)

It is proposed a £=0.8 and a T,= 0.5s. These values are equation chacteristics of time response for a
second-order control system. They are substituted in Maximum Overshoot and Peak Time formulas in order
to get the constants K, and K; [12, 13].

The PI controller is calculated and implemented in a close-loop control, the ambient and initial
temperatures are considered as disturbances. The simulation is computed and simulated in Simulink (Figure
4) [14,15].
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Figure 4: Implemented PI Controller in Closed-Loop System.

The system behavior with the implemented PI controller in close-loop is shown in Figure 5. So this
controller proposal improves the dynamic system in 2 seconds [16].
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Figure 5: Final Response with the PI Controller.

4. CONCLUSIONS

To have obtained the experimental temperature of the sintering machine, it is analysed the lack of precision
on operational limits which affect the sintered material. The error existence between the required and exper-
imental temperature induces a crystalline phase in sodium chloride when the 750 Celsius are overtaken due to
the melting point. In cases of ceramics and polymers, a different material is obtained. To have proposed a Pl
controller, the time response is improved and the signal control is stabilized when the error is detected. Be-
sides, the operational limits are not overtaken and the temperature is stable during the process. The conclu-
sions should be concise and represent the most important aspects found during the reported work develop-
ment. They should seek to point out the scientific and/or technological and/or theoretical progress effectively
achieved.
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