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Tuning luminescence of 3d transition-metal doped quantum particles: Ni+2: CdS and Fe+3: CdS
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The room-temperature photoluminescence of Cd1−xMxS (M=Ni, Fe) nanoparticles were investigated. Com-
pared with the photoluminescence of CdS which peaks at 475 nm, the photoemission of CdS:Fe nanoparticles
was peaking at 537 nm because of Fe acting as luminescent centers. On the other hand, the green emission (503
nm) of CdS:Ni attributed to the 1T2g(D)→ 3A2g(F) raditive transition. With the increase of the Ni+2 concentra-
tion, photoluminescence intensity is increased while by Fe replacement with Cd ions, PL intensity is decreased.
Relative to bulk crystals, due to the quantum confinement effect the band gap of CdS clusters is significantly
blue-shifted with decreasing cluster size. CdS nanoclusters present a mixed hexagonal/cubic structure and with
increasing doping concentration the peaks position of doped CdS shifts to higher angle.
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1. INTRODUCTION

Colloidal luminescent semiconductor nanocrystals (NCs),
also known as quantum dots (Q-dots), have attracted con-
siderable attention due to their significant potential applica-
tion [1–3]. Quantum size effects (QSE) associated with the
low dimensionality lead to several remarkable modifications
in the physical properties of materials [4–6]. These effects
are pronounced and lead to a discrete and size-dependent en-
ergy level structure when the cluster radius is typically less
than the radius of bohr exciton [4, 7]. Cadmium sulfide is
an AIIBV I compound semiconductor with a wide direct band
gap of 2.42 eV (515 nm) and a small exciton Bohr radius
of 2.5 nm. Owing to its wide band gap, it is used in vi-
olet and blue regions. A signifcant amount of current re-
search is aimed at using the unique optical properties of Q-
dots in devices, such as light-emitting diodes (LEDs), solar
cells and biological markers [8]. 3d transition-metal impu-
rities in semiconductors form deep levels within the band
gaps of the host materials. They are technologically impor-
tant as luminescence centers and charge compensations as
well as unwanted traps. Since Bhargava et.al reported the
novel properties in nanosized ZnS doped with Mn+2 ions [9],
many studies have been published on Ti, V, Cr, Mn, Fe, Co,
Ni, Cu and rare earth metal ions activated II-VI, III-V and
I-III-VI nanometer scale semiconductor materials [10, 17].
Commonly used techniques for the synthesis of II-VI semi-
conductor Q-dots includes solid-state reaction, sol-gel, mi-
crowave electromagnetic radiation, hydrothermal [18–21].
During the wet chemical synthesis of nanoparticles, organic
stabilizers are usually used to prevent them from aggregat-
ing by capping their surfaces. Here, we report the results of
our study of the PL characterization of Ni+2 doped CdS Q-
dots. Also the effects of major variable of the experimental
condition, that is, the capping agent concentration, temper-
ature and time on the physical properties of nanosized CdS
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particles.

FIG. 1: Absorption spectra depict for the CdS Colloids Q-dots with
different concentration of capping agent. Inset plot shows the rela-
tionship of band gap of Q-dots as a function of the ME concentra-
tion.

2. EXPERIMENTAL

Doped CdS nanoparticles were carried out by a chemical
precipitation method which is very similar to described by
Khosravi et al. [22]. Spherical particles with a very nar-
row size distribution can be obtained by controlling the syn-
thesis parameters [22]. In a typical procedure, amounts of
CdCl2.4H2O, NiCl2.4H2O and FeCl3.3H2O stock solutions
and distilled water were added together to bring the con-
centration of Cd+2, Ni+2 and Fe+3 of 0.01 mol.L−1. For
dopping with various amounts of Ni or Fe, (by volume) is
added and stirred up to 2h. Mercaptoethanol (ME) was also
added drop wise to the reaction medium which stabilizes the
particle surfaces. The diluted Na2S.3H2O solution of 0.1
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Fig. 2: UV-visible spectra of the CdS Q-dots doped with (a) Ni+2; (b) Fe+3 under different

concentrations of dopant [a: undoped, b:1%, c:3%, d:5%], and (c) absorption spectra are at

different time.

12

FIG. 2: UV-visible spectra of the CdS Q-dots doped with (a) Ni+2;
(b) Fe+3 under different concentrations of dopant [a: undoped,
b:1%, c:3%, d:5%], and (c) absorption spectra are at different time.

mol.L−1 was added to this mixed Cd+2, Ni+2, and Fe+3 so-
lution drop wise under vigorous stirring at room tempera-
ture with a small amount of surfactant. The colloidal sam-
ples washed in methanol to remove any excess sodium ni-
trate which may be present, and oven dried for 24 h at 40
◦C. The experiments have been carried out under nitrogen
atmosphere to prevent oxidation of clusters. The UV-Vis ab-
sorption spectra of 10 mM transparent solutions of nanopar-
ticles were recorded by using an UV-Vis spectrophotome-
ter Perkin-Elmer Lambda 2 at room temperature. Lumines-

FIG. 3: (a)X-ray diffraction patterns, (b) TEM image and (c) SEM
micrographs of doped CdS colloid Q-dots.

FIG. 4: PL spectra for CdS (a) and Cd 0.94 Fe0.06S (e) and
Cd1−xNixS colloids Q-dots with doping concentration x=0.01 (c),
x=0.05 (d), respectively. Excitation wavelength is 344 nm. The in-
set energy band diagram shows the difference in radiative electronic
transitions in doped CdS Q-dots.

cence properties of the Q-dots were measured at room tem-
perature by utilizing a LS-55 Spectrometer with excitation
wavelength 344 nm in the spectral range 350-750nm. X-
ray powder diffraction (XRD) patterns were recorded on a
diffractometer D8ADVANCE model of BRUKER Company
using Cu Kα irradiation (λ=1.5418 A◦). The morphology
of the colloids Q-dots were examined by a scanning elec-
tron microscopy (SEM, LEO-1455, Germany). The speci-
men was suspended in distilled water, dispersed ultrasoni-
cally to separate individual particles, and one or two drop of
the suspension was deposited onto substrate and dried for 24
h at 40 ◦C. Transmission electron micrograph (TEM) of the
nanoparticles were taken by a JEOL JEM-1200EXII electron
microscope operating at 120kV. The supporting grids were
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FIG. 5: Tanabe-Sugano diagrams for the (a) 3d8 and (b) 3d5 config-
uration coordination in crystal field [30].

formvar-covered, carbon-coated, 200-mesh copper grids.

3. RESULT AND DISCUSSION

To obtain semiconductor NCs the choice of the cap-
ping molecules is critical. If the bonding between capping
molecules and NCs precursor is too weak, particle growth is
fast and bigger crystallites are formed. If the binding is too
strong, the NCs will not be formed. Fig. 1 shows absorp-
tion spectra of CdS Q-dots at different concentration of the
capping agent. As shown in Table 1, with increase in the con-
centration of the ME from standard condition S1 [CdCl2 ∼
0.01M, Na2S∼ 0.01M, ME∼ 0.2M] to S2 [CdCl2 ∼ 0.01M,
Na2 S∼ 0.01M, ME∼ 0.8M], the particle size of the Q-dots
increases from 3.51 to 3.02 nm. Here, the optical absorption
coefficient decreases significantly with increase in the con-
centration of the ME from S1 to S2. The absorption edge
shifts to lower values of wavelength for higher ME concen-
tration S2 and correspondingly, the Eg takes values from 3.29
to 3.62 eV respectively as shown in the inset plot of Fig. 1.
A higher ME concentration also leads to more monodisperse
particle size distribution.

System x C2H5OSH (M) P1/P2 band gap (eV) PS (nm)
CdS-S1 - 0.2 - 3.29 3.51
CdS-S2 - 0.8 - 3.62 3.02

a-Ni(Fe)x undoped 0.3 (0.01) 30∼0.3/0.01 3.28 (2.83) 3.59 (5.17)
b-Ni(Fe)x 0.01 0.3 (0.01) 30 3.32 (2.85) 3.51 (5.05)
c-Ni(Fe)x 0.0. 0.3 (0.01) 30 3.36 (2.89) 3.43 (5.03)
d-Ni(Fe)x 0.05 0.3 (0.01) 30 3.39 (2.93) 3.35 (4.63)

The optical absorption spectra of doped CdS Q-dots are
shown in Fig. 2. The CdS colloids nanoparticles were pre-
pared under standard conditions while for Ni+2 and Fe+3

dopant, the conditions were as follows: P1 [CdCl2- 0.3M,
Na2S- 0.3M , ME- 0.3M, NiCl2- 0.3M] and P2 [CdCl2-
0.01M, Na2S- 0.01M , ME- 0.01M, FeCl3- 0.01M], respec-
tively. It is clearly shown in Fig. 2 on increasing dopant con-
centration of dopant ions their absorption spectra shoulder is
illustrated from 378(438) nm to 365(423) nm for Cd1−xMxS
(x=0-0.05) that shows a blue shift about 13(15) nm, respec-
tively. Blue shifting in excitonic absorption peak (i.e. band
gap increase; Eg= hc/λ max) may attribute to the formation
of smaller particles, which is due to the concentration of
dopant% incorporated into the nanoparticles. A correspond-
ing decrease in bandwidth is observed in the XRD pattern
(Fig. 3a) of Ni+2 (Fe+3) doped CdS nanoparticles. The ap-
parent band gap of the CdS doped with Ni+2 and Fe+3 Q-
dots is found to be significantly higher (Eg∼ 3.39 and 2.93
eV, respectively) than that of CdS (2.42 eV). However refer-
ence [23] reported that the QSE in direct-gap semiconductor
NCs were well understood, such as a shift of the optical ab-
sorption edge to higher energies with decreasing size, which
can explain the UV-vis blue shift effect. Doped CdS parti-
cle size was also obtained from the band gap according to
the effective mass approximation, which is summarized in
Table1. The observed shift in band gap values with varying
dopant% may be attributed to the change in energy eigen val-
ues as a result of perturbation potential due to exchange in-

teraction. This observation is consistent with Gemma’s sug-
gestion that substitution of any transition metal impurity in
CdS, ZnS, ZnO, and GaP changes the band gap values [24].
Fig. 2c shows that the absorption spectra of Ni+2 doped CdS
nanoparticles obtained in different time, from which little
change was observed for absorption onset, indicating that the
size of CdS nanoparticles was not significantly influenced by
time.

Fig. 3a shows the typical XRD (Cu-Kα radiation) pat-
tern of the doped and undoped samples. The wide diffrac-
tion peaks suggested that the ultrafine particles were in poor
crystallization. Here, difraction peaks associated with both
cubic and hexagonal phases are obtained with a strong peak
at 2θ=26.6◦ associated with the (002) reflection of wurtzite
CdS or the (111) reflection of the zinc blend modification,
which indicates a strong preferred orientation [25]. Besides
this, two additional weak difraction peaks at 2θ=43.3◦ and
53◦ associated with the (110) and (112) reflection of the
wurtzite modification or the (200) and (311) reflection of the
zinc blend CdS structure are also observed. X-ray diffraction
data reveals the diffraction peak of Cd1−xNixS at (111) plane
shifts to larger angle and lattice constant decreases with in-
creasing Ni+2 concentration, which is due to replacement of
Cd ions (0.96 A◦) with smaller Ni ions (0.70 A◦) in the host
lattice. Also no characteristic peaks of impurity phases have
been observed. From the Debye-Scherrer equation the aver-
age sizes of particles doped with different dopants, estimated
from half width of these lines to be about 2.0-2.5 nm [26].
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TEM image of the undoped CdS Q-dots is shown in Fig. 3b.
The particles are most spherical and the average particle size
is ca. 4 nm. But moderate agglomeration with a size as large
as ca. 20 nm can be observed. The surface morphology of the
CdS Q-dots (d∼200 nm) prepared under standard conditions
is seen in Fig. 3c (SEM). Here, formation of nanoclusters of
size 20-60 nm is initiated, the grains group together to form
domains in these NCs. The agglomeration of the particles
observed in the SEM images was due to the drying process
used in the preparation of the samples. Although particle ag-
glomeration may be observed in the TEM images they do not
coalesce together, maintaining their identity.

In the PL process, an electron from the CdS valance band
is excited across the band gap and photo excited electron sub-
sequently decay by a normal recombination process to some
surface or defect states. The Fig. 4 shows the emission spec-
tra of doped and undoped CdS Q-dots. The emission peak at
478 nm, related to the luminescence of CdS Q-dots, which
is due to the radiative transition from the recombination of
charge carriers of through the defect state. Defect states can
be attributed to the presence of anion vacancies [27].

The ion Ni+2 (with 3F ground state) has the electronic con-
figuration 3d8. Also the 3d5 system iron (III) with sextet (6S)
ground state is well known activators in many minerals, (Fig.
5). When a metal ion occupies a certain position in a crystal,
that affects the ion increases as the space containing the ion
becomes smaller and with increase in crystal field strength,
the energy for the above transition is predicted to decrease,
hence emission shifts to longer wavelength [28]. Tanabe-
Sugano diagrams demonstrate that those configurations in
which the lowest excited levels (light-emitting levels) are lo-
cated in the visible spectral region. For d5 (see Fig. 5b), 4T1
(4G) is the lowest excited level, which is located in the visi-
ble region at weak crystal field of Dq/B<1.5. Mn+2 of this
configuration, having the smallest Dq value among transition
metal ions is a suitable activator for green-to red-emitting
phosphors [28]. On the other hand, the lowest multiplet
term 3F of the free Ni+2 ion in split into 1T2g(1D), 3T2g(3F)
and 3A2g(3F) through the anisotropic hybridization [29,30].
Three luminescence bands in the near IR, red and green parts
of the spectrum characterize Ni+2 in many synthetic lumino-
fors [31]. For example, a broad IR band peaking at 1520
nm and connected with electron transition from the lowest
excited state 3T2g has been found in enstatite artificially ac-
tivated by Ni+2 [32]. Green luminescence is connected with
1T2g(D)→ 3A2g(F) while the red one with 1T2g(D)→ 3T2g(F)
electron transition. About Fe ions, previous works show that
entrance of Fe ions in a typical II-VI semiconductor such as
ZnS, ZnSe, CdTe and CdS, due to crystal field effect leads
to new energy states (i.e. 3T1, 5T2 and 5E states) in the
band gap of these materials [33-35]. Nevertheless, the green
emission of Cd1−xNixS (x=0.01 and 0.05) at 503 nm is due
to the1T2g(D)→ 3A2g(F) transition of Ni+2 . On the other

hand, the emission peaks at 537 nm for Cd1−xFexS (x=0.06)
Q-dots, can be attributed to the transition from the induced.
The high luminescent intensity of Cd1−xNixS (x=0.05) col-
loid Q-dots is due to the enhancement of radiative recom-
bination in luminescent process (1T2g(D)→ 3A2g(F) ). The
emission efficiency of Fe+3 doped CdS is lower than that of
pure CdS, which can be attributed to the increase of nonradi-
ation recombination. Since the ion radius of Ni+2, Fe+3 and
Cd+2 are 0.70 A◦, 0.65 A◦ and 0.97 A◦, respectively. Ni+2

and Fe+3 ions may be in Cd sites or as interstitial ions of
CdS nanoparticles. When these ions are doped into the CdS
nanoparticles, their deep enters are formed, which can in-
hibit more electrons (holes) to be excited and can lead to the
enhancement of nonradiative recombination processes. As a
result, their emission intensities become weaker than that of
pure CdS nanoparticles [36].

4. CONCLUSIONS

In summary, solid solutions of Cd1−xMxS (M=Ni+2,
Fe+3) colloidal Q-dots with varied crystallite size 2-6 nm
were successfully synthesized by a facile wet chemical tech-
nique. Due to the quantum confinement effect, the optical
band gap increases compared with bulk materials, i.e. op-
tical band gap of semiconductor NCs can be tuned as de-
sired using the transition metal ions and capping agent in
suitable concentrations. On the other hand, the absorption
spectra show that the size of CdS: Ni+2 Q-dots was not sig-
nificantly affected by the different time. XRD measurement
confirms the structure, both cubic and hexagonal phases and
peaks position of doped CdS shifts to higher angle with in-
creasing dopant concentration. TEM and SEM studies indi-
cated that doped CdS Q-dots are fairly uniform and spherical
shape with approximate particle size 4-20 nm, respectively.
The emission band of CdS Q-dots is at 475 nm which can be
attributed to the transition of through defect states. Due to
the 1T2g (D)→ 3A2g (F) transition of Ni+2 and 3T1 levels of
excited Fe ions to the ground state, the green luminescence
bands at 503 nm and 537 nm occurs, respectively. The rela-
tive emission intensity of CdS Q-dots doped with Ni+2(Fe3+)
is higher (lower) than that of pure CdS, which is due to the
enhancement of radiative (nonradiative) recombination in lu-
minescent process.
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