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Abstract 
Despite the enhancement in the flexural capacity of reinforced concrete (RC) members externally 
strengthened with fiber reinforced polymer (FRP) composites, debonding of the FRP from the concrete 
substrate at its ends is a major concern. This premature failure mostly occurs at a low fraction of the FRP 
rupture strain, thus compromises the effectiveness of FRP-strengthening. This paper presents a review on 
plate-end (PE) debonding as a critical failure mode in FRP-strengthened beams. The available models for 
predicting this mode of failure are also presented and assessed against experimental database established 
from previous studies. The precautions recommended by the relevant design codes to prevent PE debonding 
are also discussed and assessed. Based on the assessment, several conclusions are emphasized, including the 
inaccuracy in predictions of PE debonding given by most available models when compared with the 
experimental database and the inconsistency among these models. The assessment also revealed that the 
precautions recommended by most of the design codes are not adequate to prevent PE debonding. 
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1 INTRODUCTION 

Strengthening of reinforced concrete (RC) beams in flexure with fiber-reinforced polymer (FRP) plates/sheets 
externally bonded (EB) to the tension face of concrete is an excellent alternative to traditional strengthening methods. 
This is attributed to the superior properties of FRP materials such as light weight, high tensile strength, and corrosion 
resistance. 

Numerous experimental and analytical investigations have been carried out [Arduini et al. 1997; Ross et al. 1999; 
Fanning and Kelly 2001; Teng et al. 2003; Al-Negheimish et al. 2012], which resulted in more understanding of the 
behavior of FRP-strengthened RC members. However, premature debonding of the EB FRP from the concrete substrate 
is a major drawback, which does not allow for an effective utilization of FRP-strengthening. Debonding at the FRP plate 
end (PE debonding) or at locations within the beam induced by an intermediate crack (IC debonding) are the two common 
debonding failure modes in FRP-strengthened RC beams [Smith and Teng 2003; Teng and Yao 2007; Yao and Teng 2007]. 
In simply supported beams, IC debonding normally initiates at the high moment region due to flexural or flexural-shear 
cracks and then propagates toward the plate end [Teng et al. 2003; Al-Negheimish et al. 2012; Yao et al. 2002]. 
Such failure is critical for beams with relatively long shear-spans or where the end-peeling has been effectively 
mitigated [ACI 440.2 2017]. Such failure mode has been extensively investigated in the literature [e.g., Teng et al. 
2003; Al-Negheimish et al. 2012] which led to increased understanding of its mechanism and the development of 
reliable prediction models. On the other hand, PE debonding initiates by high interfacial stresses at the FRP plate end 
and then propagates toward the mid-span of the beam [Yao and Teng 2007; Smith and Teng 2002a; Smith and Teng 
2002b;  Lu et al. 2005]. It occurs in a very brittle manner (mostly before the yielding of tension steel) which is not 
preferred in design as the governing failure mode.  

Research studies have been conducted to understand the factors that cause PE debonding and develop models for 
its prediction. Nevertheless, the mechanism of this debonding failure is complicated and still not fully understood, making 
it difficult for engineers to consistently and accurately estimate the capacity of FRP-strengthened beams and the 
anticipated failure type. This explains why most of the design codes and guidelines provide certain precautions to avoid 
the occurrence of PE debonding. Increasing the length of the FRP plate does not increase the bonding strength because 
there is an effective length beyond which bonding strength does not increase [Teng et al. 2001]. Therefore, effective 
solutions to prevent or delay debonding failures are important to achieve higher levels of FRP utilization prior to failure 
and establish more confidence in the use of FRP composites for strengthening applications. Many design codes and 
guidelines [ACI 440.2, 2017; International Federation for Structural Concrete, 2001, GB-50608, 2010; Concrete Society 
2012; CNR, 2013] emphasize on the need for an anchorage method at the termination points of the FRP plate to prevent 
PE debonding. In fact, different techniques have been proposed to anchor the FRP reinforcement to the concrete beam 
instead of relying solely on the bond to transfer the stresses between the concrete substrate and FRP [Smith and Teng 
2003, Matthys 2000; Brena et al. 2003; Kotynia et al. 2008; Rosenboom and Rizkalla 2008; Orton et al. 2008; Zhang et al. 
2012; Kalfat et al. 2013; Lee and Lopez 2016; Chen and Teng 2001; Yao 2004; Lu et al. 2007].  

This paper presents a review of research studies available in the literature related to PE debonding failure and gives 
an overview of the relevant prediction models. Evaluation of such models is carried out against experimental database 
established from the literature. The paper also presents the code provisions recommended to avoid PE debonding. Those 
provisions are also evaluated using the constructed experimental database. Mitigation of PE debonding of FRP 
reinforcement using available end anchorage systems is briefly discussed. 

2 FAILURE MECHANISMS 

Several failure modes for RC beams strengthened in flexure with FRP composites have been observed from different 
experimental investigations [Yao and Teng 2007; Teng et al. 2002; Oehlers et al. 2004]. These failure modes are (1) 
concrete crushing, (2) FRP rupture, (3) shear failure, (4) concrete cover separation, (5) plate-end interfacial debonding, 
and (6) intermediate flexural or flexural-shear crack-induced interfacial debonding (known as IC debonding). Failure of 
the strengthened beams by crushing of concrete, FRP rupture, or shear failure of the concrete section is categorized as 
composite action failure modes. The other failure mechanisms are considered premature failure modes because they 
occur suddenly before utilizing the full strength of the FRP materials. Debonding of the FRP plates from the concrete 
substrate is a major concern which controls the overall behavior and strength of the FRP-strengthened RC members 
[Spadea et al. 1998, Mazzotti et al. 2008]. Since the adhesive strength is much higher than the tensile strength of 
concrete, debonding always occurs within the concrete itself with removal of a layer of concrete of a thickness ranging 
from few millimeters to the whole concrete cover. 
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Debonding failure may initiate at the toe of flexural or flexural-shear crack in the high moment region, and then 
propagate along the direction of decreasing moment towards one of the FRP plate ends. This debonding failure mode is 
commonly referred to as intermediate crack (IC) induced interfacial debonding [Fanning and Kelly 2001; Teng et al. 2003; 
Al-Negheimish et al. 2012, Lu et al. 2007, Wu and Niu 2000; Chen et al. 2006]. Observations suggest that IC debonding is 
more likely to dominate when the distance between the FRP plate end and the support is relatively small [Yao and Teng 
2007]. In addition, for slender RC beams having high shear span/depth ratios, IC debonding mostly initiates at sections 
of high bending moment away from the plate ends. A more brittle failure is the plate-end (PE) debonding, which initiates 
at the FRP plate end and propagates towards the midspan of the beam. This mode of failure occurs due to the high 
interfacial and normal stresses developed at the plate end region. The stress state of an element at the plate end region 
is shown in Figure 1, where τ and σy represent the interfacial shear stress and transverse normal stress, respectively. 
The longitudinal normal stress is denoted as σx as shown in Figure 1 [Smith and Teng 2002a]. Debonding at the end of EB 
FRP can be further divided into two different modes, which are: (a) concrete cover separation and (b) plate-end interfacial 
debonding. These plate-end debonding failures are discussed in the following subsections.  

2.1 Concrete cover separation (CCS) 

Concrete cover separation is the most common PE debonding failure, which initiates due to interfacial shear and 
normal stresses at the critical end of the FRP. The mechanism of CCS is related to several factors, including the concrete 
cover thickness, the number and size of tension steel bars, and the moment and shear force at the FRP plate end [Smith 
and Teng 2003; Teng and Yao 2007; Yao and Teng 2007]. For strengthened beams with FRP terminated close to  

 
Figure 1. Stress state of an element at the plate end region [Smith and Teng 2002a]. 

the support, CCS occurs after the formation of shear cracks [Achintha and Burgoyne 2011]. Widening of the shear 
crack under loading increases the interfacial shear stresses. Also, shear cracks are generally associated with relative 
vertical displacement between the two crack surfaces. This relative displacement increases the transverse normal tensile 
stress acting on the concrete layer between FRP and the embedded tensile steel reinforcement [International Federation 
for Structural Concrete, 2001]. The combined effect of the increased normal tensile stress and the increased interfacial 
stress leads finally to the formation of horizontal splitting cracks at the level of the tensile reinforcing steel bars and 
separation of the concrete cover. For strengthened beams with FRP terminated away from the support, CCS occurs after 
the formation of inclined cracks that develop at the plate end and propagate in the beam towards the tension steel bars. 
Once the cracks reach the level of the steel bars, they propagate horizontally causing splitting of the concrete cover 
[Achintha and Burgoyne 2011]. The CCS failure is schematically drawn in Fig. 2(a) and illustrated by photograph in Fig. 2(b) 
[Al-Saawani et al. 2015]. 
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Figure 2. Failure by concrete cover separation in FRP-strengthened RC beams. 

2.2 Plate-end interfacial debonding 

Plate-end interfacial debonding occurs due to higher interfacial shear stresses near the FRP plate end, which exceed 
the tensile strength of the concrete substrate. Debonding initiates at the end of the FRP plate and propagates along the 
interface of concrete and FRP towards the middle of the beam without reaching the level of tension steel reinforcement, 
as shown in Fig. 3(a). This debonding failure is less common than CCS and most likely to occur when the FRP plate width 
is significantly narrower than the beam width [Yao and Teng 2007]. Fig. 3(b) shows a picture of FRP-strengthened beam 
failed by PE interfacial debonding [Teng and Chen 2007]. 

3 PREVIOUS STUDIES ON PLATE END DEBONDING 

Plate-end debonding is influenced by different parameters related to the geometry of the RC beam and the 
properties of the internal and external reinforcements. Such parameters include the thickness of concrete cover; the 
section geometry; concrete strength; the amount of tension steel reinforcement; FRP plate width, thickness, and 
modulus of elasticity; and shear-to-moment interaction at the FRP plate end [Smith and Teng 2003; Teng and Yao 2007; 
Yao and Teng 2007, Raoof and Hassanen 2000; Zhang 2011; Zhang and Teng 2014; Rahimi and Hutchinson 2001; 
Benjeddou et al. 2007]. The latter parameter can be also expressed in terms of the distance between the FRP plate end 
and the beam support. 

 
Figure 3. Plate-end interfacial debonding in FRP-strengthened RC beams. 

Several studies have been carried out over the years to investigate the plate end debonding of reinforced concrete 
beams strengthened in flexure using external FRP reinforcement. Pham and Al-Mahaidi (2006) tested FRP-strengthened 
beams to investigate their failure mechanisms. The test variables were the CFRP bond length, area of tension steel, and 
the number of CFRP layers. The main failure mode observed was CCS, and the enhancement in ultimate capacity due to 
FRP-strengthening was reduced with decreased bond length of CFRP in the shear span. On the other hand, increasing the 
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number of tension steel bars and CFRP layers caused a limited increase in the ultimate capacity due to FRP-strengthening 
with no change in the PE debonding failure mode.  

The effect of FRP plate length within the shear span in strengthened beams is an important parameter that may 
lead to the premature failure by PE debonding. Nguyen et al. (2001) studied the effect of FRP plate length on the 
performance of strengthened RC beams. It was observed that the ultimate load of the strengthened beams with CFRP 
plates shorter than the span length was much lower than the theoretical flexural capacity of the strengthened section, 
indicating a loss of composite action prior to failure. In another study conducted by Fanning and Kelly (2001), the 
effectiveness of FRP-strengthening was significantly reduced when the CFRP plate lengths were shortened as the failure 
mode shifted from IC debonding to CCS. Similarly, Sebastian (2001) investigated the difference between the mechanisms 
of PE debonding and IC debonding failures. It was concluded that the curtailment of the FRP plates far from the support 
increased the likelihood of PE debonding failure. Brena et al. (2003) investigated the effect of various bond lengths of 
FRP in the shear span on the specimen’s behavior. In their study, the CFRP plates debonded from the surface of the 
concrete for all the test specimens, even when the composites covered nearly the entire length of the shear span. 
The results indicated that relying on the contact length between the FRP composites and the concrete surface is not 
sufficient to eliminate PE debonding. Smith and Teng (2003) have also investigated the effect of the plate end distance 
of FRP away from the support on the debonding failure load. All strengthened beams in their study failed by debonding 
at the plate end. For each beam, an increase in the plate end distance led to a decrease in the debonding failure load. 
This showed that there is a significant interaction between bending and shear at the FRP plate end. Al-Tamimi et al. 
(2011) studied the effect of different CFRP plate length/shear span ratios (0, 25, 70, and 85%) on the flexural behavior of 
strengthened RC beams. A reduction in the debonding failure load was observed as the CFRP plate length decreased, but 
all the strengthened beams failed in a brittle manner by PE debonding. 

The width of EB FRP is another important parameter that may control the failure mechanism and hence the type of 
debonding failure (PE or IC debonding failure). In the study conducted by Benjeddou et al. (2007), a change in the failure 
mode from CCS to PE interfacial debonding was observed in one of the strengthened beams when the width of the FRP 
laminated was decreased from 100 to 50 mm. Also, a shift of the failure mode from IC debonding to CCS failure was 
reported in the study conducted by Al-Saawani et al. (2015) when the width of CFRP plates was increased from 
240 to 360 mm. Considerable reduction in the utilization of the CFRP material resulted from such shift of the failure 
mode. 

The thickness of EB FRP plate is a design parameter that may also control the type of PE debonding failure. Test 
results in the study conducted by Maalej and Bian (2001) have shown that the thickness of EB CFRP affects the shear 
stress concentration at the CFRP/concrete interface and the beam failure mode. The study revealed a shift in the failure 
mode from CFRP rupture at the middle of a beam strengthened by one layer of 0.11 mm thick CFRP sheet to the failure 
by CCS for the other beams strengthened by more than one layer of CFRP. In another study conducted by Gao et al. 
(2004b), the test results have shown that increasing the CFRP strip thickness from 0.22 to 0.44 mm has resulted in a 
transition in the failure mechanism from PE interfacial debonding along the CFRP-concrete interface to CCS. Generally, it 
is noted from experimental results reported in the literature that when concrete cover separation is the dominant 
failure mode, the effect of FRP thickness is not consistent. With the increase of FRP thickness, the load capacity of 
FRP-strengthened beams could decrease [Maalej and Bian 2001], remain almost the same [Ahmed and Van Gemert 
1999; Gao et al. 2004a], or increase significantly [Pham and Al-Mahaidi 2006; Beber et al. 1999; David et al. 1999]. 

The effect of shear-span/depth ratio on the ultimate capacities and failure modes of FRP-strengthened beams was 
experimentally investigated by Garden et al. (1998). Four-point bending tests were carried out on beams of 1.0 m long 
having shear-span/depth ratios of 3.0, 3.4, and 4.0. These specimens failed by CCS. The test results have shown an 
increase in the ultimate moment in the beams with increased shear-span/depth ratio. However, such beams have failed 
at almost the same shear load. 

The amount of shear reinforcement in a strengthened RC beam may influence the FRP PE debonding failure. With 
higher amount of shear reinforcement, a more control on the shear cracking is achieved. Limited studies exist to examine 
the influence of the amount of shear reinforcement in a strengthened beam on its debonding failure. Buyukozturk et al.  
(2002) have investigated the effect of increasing the amount of shear reinforcement on the load carrying capacity and 
failure mode of CFRP-strengthened beams. In their study, two strengthened beams (with different amounts of shear 
reinforcement) have failed by PE debonding; however, the failure load of the strengthened beam that had higher amount 
of shear reinforcement was approximately 15% higher than that of the other strengthened beam with the lesser amount 
of shear reinforcement. 

Hasnat (2014) has investigated the effect of different thicknesses of clear cover of concrete (12.5 mm, 25.0 mm and 
37.5 mm) while maintaining the same effective depth of the beams to understand the behavior of substrate stress of 
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concrete in FRP-strengthened RC beams. In all cases the test beams failed by CCS, and the enhancement in the moment 
capacity was found larger in the strengthened beams having smaller clear cover compared to beams with larger clear 
cover. 

4 PREDICTION MODELS OF PLATE END DEBONDING FAILURE 

Proper design of FRP-strengthened RC members against different failure modes is a key issue of this technique. 
The risk of failure by IC or PE debonding should be considered in design in order to determine the load carrying capacity 
of the FRP-strengthened member. Several codes and guidelines for the application of FRP in construction have been 
developed [ACI 440.2, 2017; International Federation for Structural Concrete, 2001; GB-50608, 2010; Concrete Society 
2012; CNR, 2013]. Theoretical formulations have been proposed by researchers and design codes to predict the 
maximum force/stress in the FRP plates when PE debonding occurs. In many prediction models, PE interfacial debonding 
is not differentiated from CCS failure.   

Strength models for the prediction of CCS failure were developed based on certain assumptions of its failure 
mechanisms. In some research studies, CCS is thought to be triggered by the development of shear cracks at the plate 
end region. As a result, shear capacity-based models have been proposed [Teng and Yao 2007; Smith and Teng 2002b; 
Oehlers 1992; Jansze 1997; Ahmed and Van Gemert 1999]. In such models, the failure load associated to CCS is generally 
determined to be in the range between the shear strength of concrete in the unstrengthened beam and the full shear 
strength of the FRP-strengthened beam. In other studies, the so-called concrete tooth models were proposed based on 
experimental observations in which the concrete cover between the major crack near the FRP plate end and its adjacent 
major crack behaves like a tooth, which can be treated as a cantilever beam. It is suggested in these studies that CCS 
occurs when the combination of normal and shear stresses at the root of the ‘tooth’ exceed the tensile strength of 
concrete [Raoof and Hassanen 2000; Raoof and Zhang 1997; Pimanmas and Pornpongsaroj 2004]. An early classification 
of PE prediction models was used by Smith and Teng (2002a), in which the models were grouped into: shear capacity 
based models, concrete tooth models, and interfacial stress based models. A review of selected PE debonding models is 
presented in Table 1, which includes models provided by international codes and guidelines (International Federation for 
Structural Concrete, 2001), Concrete Society (2012), and Italian code (2013)) and models proposed by researchers such 
as Jansze (1997), Chen and Teng (2001), Smith and Teng (2002b), Colotti et al. (2004), and Teng and Yao (2007).  

5 EVALUATION OF PE DEBONDING MODELS  

A review of existing models for predicting PE debonding failure in FRP-strengthened RC beams was presented in 
Table 1. In this part, the accuracy of these models is examined by comparing their predictions with test results available 
in the literature. For this purpose, a database of 158 beam tests was established as part of this study. The database was  

Table 1. Models for prediction of plate-end debonding. 

Reference Debonding criteria (Units: N and mm) 

Jansze (1997) The critical shear force at the FRP plate end which causes debonding, ,db endV , is given as a function of the shearing 

stress, PESτ , by: 

,db end PES c sV b dτ=
,  with ( )' '3 30.18 3 / 1 200 / 100PES s v s s cd a d fτ ρ= + , 

where '
va  is a modified shear span, equal to: 

 
( )2' 34 1  /v s s up sa d lρ ρ= −

 

If '
va  is greater than the actual shear span, va , then the value ( )' / 2v va a+  should be used. 

Chen and Teng 
(2001) 

The maximum tensile load, ,f maxT , at the end of the FRP reinforcement is given by: 

 
'

,f max w l f e cT b L fαβ β=
 

where α  is a coefficient taken 0.427 for mean values and 0.315 for characteristic ones; wβ  is a factor related to 

the effect of width ratio between the EB FRP and concrete; lβ  is a factor representing the effect of the bond length 
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Reference Debonding criteria (Units: N and mm) 

of the EB FRP; eL  is the effective bond length. The previous factors could be determined by the following 

equations: 

2 /
1 /

f c
w

f c

b b
b b

β
−

=
+

, ( )/ 2l esin L Lβ π=  in case '/e f f cL E t f< =  . 

Smith and Teng 
(2002b) 

The debonding shear force at the plate end, ,db endV , is given by: 

,db end cV Vη=
, 

where cV  is the shear capacity of the concrete beam alone without the contribution from the shear reinforcement; 

and η  is taken equal to 1.5. 

Colotti et al. 
(2004) 

The ultimate shear load for the plate-end failure mode of FRP-strengthened beam is: 

( )2
, 2  ,   0db end y s yV p d pφ α φ α φβ = + − + − >   , 

with 
/y v yv vp A f s=

;  /v sa dα = ;  /a sl dβ = ;   
/y yU pφ =

 

The limiting bond strength, yU , is given by: 

 

( )
( ) ( ){ }

'

'

2.77 0.06 20                                            

2.77 0.06 20 ,  /                          

m c

y

m c ct c c c

b f for PE debonding
U

Min b f f s b C for CCS

  + − = 
 + −    

where ( ) / 2m c fb b b= + ; cs  is the width of the tie element, suggested by Colotti et al. (2004) equal to: 

/ 5c cs l= , in which the crack spacing, cl , could be calculated according to Eurocode2 by: 

1 250 0.25 /c s rl k k φ ρ= + , where 1k  and 2k  are 0.8 and 0.5, respectively; and / 2.5r se cA bcρ = , in which 

/ 2se sA A= . 

Teng and Yao 
(2007) 

The flexural debonding moment of FRP plate end located in a pure bending region is: 

( )1/9

, , ,0.488 /   db f u o flex axial w u oM M Mα α α= ≤
, 

where flexα , axialα  and wα  are parameters defined by: 

( ) ( ) ( ), , ,
/flex f c o c o c

EI EI EIα = −  ,  
/axial f f c sE t E dα =

 ,  
/ 3w c fb bα = ≤

, 

where ( ) ,f c
EI  and ( ) ,o c

EI  are the flexural rigidities of the cracked section with and without EB FRP, 

respectively and ,0uM  is the theoretical ultimate moment of the un-plated section, which is also the upper bound 

of the flexural debonding moment ,db fM . 

The debonding shear force at an FRP plate end located in a region of (nearly) zero moment is: 

, ,db s c f v e sV V V Vε= + +
, 

where sV  is the shear force carried by the shear steel reinforcement per unit strain, given by: 

/s sv sv e vV A E d s=
, 

The effective strain in the shear steel reinforcement, ,v eε , is given by (in µε): 

( )1/2

, 10 /    v e flex E t wε α α α α=
,  with /E f cE Eα = ; 

( )1.3
/t f st dα =

, 

Table 1. Continued… 
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Reference Debonding criteria (Units: N and mm) 

For the predictions of the shear capacity contributed by the concrete and FRP plate ( )c fV V+ , The authors 

proposed that Oehlers et al.’s (2004, 2005) prestress model be adopted. 
An interaction between plate-end shear and bending was proposed as follows: 

 
( ) ( )2 2

, , , ,/ 0.85 / 0.85 1.0db end db f db end db sM M V V+ =
 

fib Bulletin 14 
(International 
Federation for 

Structural 
Concrete, 2001)  

( )( )
1 ,

1 , , ,

/                                                         ,    

/ . / 2  /    ,   

c b ct f f f b b max

fd

c b ct f f f b b max b b max b b max

c k k f n E t l l

c k k f n E t l l l l l l
ε

= 
− <  

where the maximum anchorage length, ( ) ( ), 2/ ;b max f f ctl nE t c f=  1=  for beams with sufficient internal 

and external shear reinforcement and for slabs, otherwise 0.9= ; 1c  and 2c  can be taken 0.64 and 2.0, 

respectively for CFRP strips; 1ck = , but for concrete with low compaction, 0.67ck = ; and bk  is a geometry 

factor, given by: 

( ) ( )1.06 2  / / 1 / 400  1b f c fk b b b= − + ≥
, with /   0.33f cb b  

Concrete Society 
(2012) TR55  

 
( )

,

, , ,

0.5 /                                                            ,  

0.5 / . /  2  /       , 

b ct f f b b max

fd

b ct f f b b max b b max b b max

k f nE t l l

k f nE t l l l l l l
ε

= 
− <  

where bk  is a geometry factor given by: 

( ) ( )1.06 2 / / 1 / 400 1b f c fk b b b= − + ≥
, with / 0.33f cb b ≥  

The maximum anchorage length, ,b maxl , is given by: , 0.7 /b max f f f ctl n E t f=  

CNR DT200 
(CNR, 2013) 

 
( )( )

, ,

, , , ,

1 / 2 /                                                          ,  

1/ 2 / .  / 2  /      , 

f d Fd f f f b b max

fd

f d Fd f f f b b max b b max b b max

n E t l l

n E t l l l l l l

γ
ε

γ

 Γ= 
Γ − <  

where fdγ  is a partial factor (1.2‒1.5); FdΓ  is the design value of the specific fracture energy of the FRP-concrete 

interface, given by: 

 
'  Fd b G c ctk k f fΓ =

 
in which Gk  is a corrective factor taken for pre-cured FRP (0.063 mm for the mean value and 0.023 mm for the 5% 

fractile value) and for wet lay-up FRP (0.077 mm for the mean value and 0.037 mm for the 5% fractile value); bk  is a 

geometric coefficient given by: 

 

( ) ( )2 / / 1 / 1,     / 0.25

1.18,    / 0.25
f c f c f c

b

f c

b b b b b b
k

b b

 − + ≥ ≥= 
<  

The effective bond length, eL , is calculated by: 

 
( ){ }21/    / 2,  200 e Rd bd f f FdL min f E t mmγ π= Γ

     

where 
2 /bd Fd uf S= Γ

, with 
0.25 mmus =

, and 
1.25Rdγ =

 as a corrective factor. 

assembled from 37 studies as given in Table 2. These studies were reported in the technical literature on simply 
supported RC beams externally strengthened with FRP sheets/plates that were terminated at various locations from the 
support. The included beams in this database met the following requirements: (1) failure of the beam was by PE 
interfacial debonding or CCS; (2) the FRP plate was neither prestressed nor anchored at its ends; and (3) sufficient details 

Table 1. Continued… 
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for various geometric and material parameters were provided. Table 2 lists the acronyms for the beams included in the 
database and the corresponding references in order to avoid making the paper lengthy. The database had a broad range 
of design parameters. Considering the beam geometry, the width of the test beams was in the range of 100 to 400 mm 
with a total beam height of 100 to 450 mm, while the clear span ranged from 812 to 3800 mm. The test beams had 
different shear span/depth ratio in the range of 2.3 to 6.3. The tension steel reinforcement ratio ranged from 
0.32 to 4.36%. Considering the material type, the database included 59 beams strengthened by pultruded FRP plates and 
99 beams strengthened by wet lay-up FRP sheets. The width of the EB FRP was in the range 30 to 360 mm. The thickness 
of dry fibers was in the range of 0.165 to 1.584 mm for the wet lay-up FRP sheets while the total thickness for pultruded 
FRP was in the range of 0.5 to 4.763 mm. The elastic modulus of the FRP materials ranged between 10.3 and 300 GPa. 
The beams were cast with concrete of a compressive strength in the range of 9.9 to 66.4 MPa. The loading configurations 
for these test specimens consisted of four-point bending (144 test beams) and three-point bending (14 test beams). 

A comparison was conducted between the ultimate experimental load at PE debonding failure, ,u expP , and the 

calculated values, ,u calP , using the different prediction models, as shown in Table 2. In addition, the ratio of , ,/u exp u calP P  

is obtained, and the average value, standard deviation, and the coefficient of variation (CoV) of this ratio are calculated 
for each prediction model and given in Table 2. The number of the test beams with the ratio , ,/u exp u calP P  being below 

1.0 (i.e., number of unsafe predictions) is also given in the same table. In addition, the correlation between experimental 
and predicted values of the ultimate load at PE debonding is plotted and shown in Figures 4–11 for each prediction 
model. From these comparisons, the following can be concluded: 

• The critical shear forces at the plate end that cause debonding proposed by Jansze’s model (1997) are compared 
with the test results in Table 2 and Figure 4. It is noted that this prediction model is invalid for FRP plates that are 
extended all the way to the support because the value of the modified shear span, '

va , becomes zero and the 

equation of ,db endV  in Table 1 predicts that debonding will not occur. Generally, the predictions of the ultimate 

debonding load from this model are conservative for most of the test beams in the database (72.8%), with an 
average value for , ,/u exp u calP P  of 1.30 and a coefficient of variation of 33.8%. 

• Comparisons of the ultimate debonding loads proposed by Chen and Teng’s model (2001) are shown in Table 2 and 
Figure 5. The predictions from this model are highly conservative for almost all the test results (97.5%), with an 
average value for , ,/u exp u calP P  of 1.48 and a coefficient of variation of 22.8%. 

• Smith and Teng’s (2002b) prediction model is simple because it only uses a multiple of the shear capacity of the 
concrete beam alone which is suggested to be calculated using the Australian code for concrete structures AS 3600 
(1988). The shear debonding forces obtained from this model are compared with the test results in Table 2 and 
Figure 6. This formulation provides conservative predictions for the ultimate load at PE debonding for 89.2% of the 
test beams in the database, with an average value for , ,/u exp u calP P  of 1.44 and a coefficient of variation of 26.1%. 

• The predictions of Colotti et al.’s model (2004) are compared with the test results in Table 2 and Figure 7. The model 
provided on average close predictions to the experimental results but with a high scatter, with an average value for 

, ,/u exp u calP P  of 1.06 and a coefficient of variation of 31.6%. However, this model provides unsafe predictions for 

the ultimate load at PE debonding for a 44.9% of the test beams.  

• A comparison of the test results with the predictions of Teng and Yao’s model (2007) is shown in Table 2 and Figure 
8. In this model, the shear capacity of the beam ( c fV V+ ) was determined using Oehlers et al.’s model (2004, 2005) 

which considers the contribution of the concrete as well as the FRP plates to the shear capacity of the strengthened 
beam. This model provides less conservative and scattered predictions with an average value for , ,/u exp u calP P  of 

1.18 and a CoV of 23.9%. Unsafe predictions of the ultimate debonding load were observed for 29.1% of the test 
results. 

• The predictions provided by the fib bulletin 14 model (International Federation for Structural Concrete, 2001) are 
close to the test results with less scatter level as shown in Table 2 and Figure 9. The average value for , ,/u exp u calP P  

is 1.19 and the coefficient of variation is 19.9%. However, the predictions of this method were unsafe for 21.5% of 
the test results. 
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• The predictions of the Concrete Society Technical Report 55 model (2012) are compared with the test results in 
Table 2 and Figure 10. These predictions are found to be conservative and scattered, with an average value for 

, ,/u exp u calP P  of 1.37 and a coefficient of variation of 20.8%. Predictions of this method are found to be unsafe for 

only 7% of the test results.  

• Comparisons of the test results with the predictions given by the Italian code CNR-DT 200 (CNR, 2013) are shown in 
Table 2 and Figure 11. This model provided reasonable levels of conservatism and scatter, with an average value for 

, ,/u exp u calP P  of 1.16 and a coefficient of variation of 19.7%. 

Generally, this assessment of the PE debonding models using the experimental database reveals the discrepancies 
among these models in predicting the load carrying capacities of the beams. Although Colotti et al.’s model (2004) 
provided the closest predictions to the experimental data considering the average ratio of , ,/u exp u calP P , the predictions 

were scatter with a significant number in the unsafe side. More reasonable predictions were obtained from the fib 
bulletin 14 (International Federation for Structural Concrete, 2001), the Italian code CNR-DT 200 (CNR, 2013), and Teng 
and Yao (2007) model.  

6 CODE PROVISIONS TO AVOID PE DEBONDING  

Plate-end debonding is a brittle mode of failure which occurs suddenly. Therefore, some of the design codes provide 
specific precautions and guidelines to avoid such failure mode. These precautions and guidelines can be categorized 
under two main approaches as presented in the following subsections. 

6.1 Approach related to the cut-off point of EB FRP 

The ACI 440.2 (ACI Committee 440, 2017) guide does not determine the governing failure mode that controls the 
contribution of FRP reinforcement to the strengthened members. In general, ACI 440.2 (ACI Committee 440, 2017) 
indicates that the FRP end peeling failure can be mitigated by minimizing the stress at the FRP curtailment by locating 
the curtailment as close to the region of zero moment as possible, by using an end anchorage, or by both. However, it 
was observed in several studies [Brena et al. 2003; Al-Saawani et al. 2015; Hasnat et al. 2016; Aprile and Feo 2007] that 
PE debonding was not prevented by relying solely on extending the FRP plate close to the supports. This is because 
although the bending moment is almost zero close to the support in simply supported beams, shear cracks are developed 
in this zone. Widening of the shear cracks increases the interfacial shear stresses as well as the normal stresses at the 
plate end region leading to CCS. 

Another procedure was also prescribed by the ACI 440.2 guide (ACI Committee 440, 2017) in order to avoid FRP end 
peeling failure, which is related to the location of the cutoff points of the FRP laminate. For simply supported beams, a 
single-ply FRP   
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Table 2. Database of beams failed by plate-end debonding (comparison between testes and prediction models). 

Reference Beam 

Exp. Results Comparison results, Pu,exp /Pu,cal 

Pu,exp 
(kN) 

Failure 
mode† 

Jansze 
(1997) 

Chen & 
Teng 
(2001) 

Smith & 
Teng 

(2002b)* 

Colotti et al. 
(2004) 

Teng & 
Yao 

(2007)‡ 

fib bulletin 
14 

(International 
Federation for 

Structural 
Concrete, 2001) 

CS TR55 
(Concrete 
Society, 

2012) 

CNR-
DT200 
(CNR, 
2013) 

Ritchie et al. 
(1991) 

C 110.8 CCS 0.63 1.54 1.18 1.02 0.84 1.35 1.46 1.33 
D 119.3 CCS 0.67 1.66 1.27 1.11 0.90 1.46 1.57 1.43 
G 125.8 CCS 0.41 1.78 1.31 1.16 0.84 1.58 1.69 1.55 
I 101.2 CCS 0.57 1.38 1.08 0.71 0.88 1.10 1.20 1.07 

M 144.1 CCS 0.47 2.00 1.50 0.80 1.22 1.45 1.64 1.40 
Quantrill et a

l. (1996a) 
B2 34.0 CCS 0.88 1.30 1.32 1.04 1.01 1.11 1.24 1.11 
B3 24.6 CCS 0.64 1.15 0.95 0.90 0.75 1.07 1.15 1.12 
B4 35.0 CCS 0.91 1.34 1.36 1.14 1.06 1.17 1.30 1.22 
B6 40.8 CCS 1.06 1.29 1.58 1.25 1.19 1.06 1.21 1.06 

Quantrill et a
l. (1996b) 

A1c 44.0 PED 1.04 1.61 1.55 2.00 1.19 1.36 1.52 1.34 
A2c 37.4 PED 1.05 1.50 1.57 1.85 1.26 1.28 1.42 1.29 

Arduini et al. 
(1997) 

A4 110.0 CCS 1.39 1.56 1.26 1.06 1.35 1.21 1.50 1.17 
A5 90.0 CCS 1.14 1.24 1.03 0.86 1.08 0.95 1.19 0.92 
B3 228.0 CCS 1.20 1.65 1.20 0.71 1.07 1.20 1.36 1.11 

Garden et al. 
(1997) 

1Au 39.6 CCS 0.99 1.48 1.48 1.15 1.10 1.24 1.39 1.14 
2Au 38.6 CCS 0.97 1.63 1.44 1.13 1.12 1.37 1.54 1.26 
3Au 39.0 CCS 0.98 1.94 1.46 1.28 1.19 1.63 1.83 1.50 
1Bu 36.6 CCS 0.92 1.36 1.37 1.14 1.04 1.17 1.30 1.14 
2Bu 34.0 CCS 0.85 1.43 1.27 0.99 1.00 1.23 1.37 1.20 
3Bu 34.6 CCS 0.87 1.71 1.29 1.13 1.08 1.47 1.64 1.44 
1Cu 32.0 CCS 0.80 1.21 1.20 1.06 0.93 1.07 1.18 1.08 
2Cu 35.6 CCS 0.89 1.53 1.33 1.11 1.07 1.35 1.49 1.36 
3Cu 30.8 CCS 0.77 1.56 1.15 1.01 0.98 1.37 1.52 1.39 

Garden et al. 
(1998) 

B1u, 1.0 36.5 CCS 0.82 1.16 1.23 1.02 0.95 0.99 1.11 1.02 
B3u, 1.0 34.0 CCS 0.88 1.40 1.31 1.01 1.05 1.19 1.34 1.22 
B4u, 1.0 34.5 CCS 0.89 1.67 1.33 0.94 1.12 1.42 1.60 1.46 
B1u, 2.3 100.3 CCS 1.10 1.54 1.39 0.96 1.44 1.26 1.42 1.27 

Beber et al. 
(1999) 

VR5 102.2 CCS 1.65 2.14 1.74 0.83 1.48 1.46 1.76 1.38 
VR6 100.6 CCS 1.63 2.11 1.71 0.82 1.46 1.44 1.73 1.36 
VR7 124.2 CCS 2.01 2.71 2.11 0.96 1.91 1.78 2.23 1.56 
VR8 124.0 CCS 2.00 2.71 2.11 0.96 1.90 1.78 2.22 1.56 
VR9 129.6 CCS 2.09 2.80 2.20 1.00 2.00 1.83 2.29 1.60 

VR10 137.0 CCS 2.21 2.96 2.33 1.06 2.12 1.94 2.42 1.70 
David et al. 

(1999) 
P2 136.0 CCS 1.57 1.59 1.35 1.06 1.44 1.22 1.50 1.23 
P3 142.2 CCS 1.65 1.67 1.41 1.10 1.50 1.28 1.56 1.29 
P4 156.0 CCS 1.80 1.99 1.55 1.21 1.69 1.48 1.86 1.52 
P5 159.0 CCS 1.84 2.03 1.58 1.23 1.73 1.51 1.90 1.55 

Hau (1999) 2 106.0 CCS 1.83 1.21 1.57 1.09 1.37 0.92 1.14 0.90 
4 130.8 PED 2.25 1.56 1.92 1.25 1.05 1.40 1.49 1.34 
5 158.8 PED 1.96 1.74 2.24 1.12 1.13 1.51 1.63 1.42 
6 126.2 CCS 2.10 1.49 1.79 1.21 0.99 1.33 1.42 1.27 
7 107.8 CCS 2.00 1.28 1.56 1.90 1.28 1.15 1.22 1.10 
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Table 2 (cont.). Database of beams failed by plate-end debonding (comparison between testes and prediction models). 

Reference Beam 

Exp. Results Comparison results, Pu,exp /Pu,cal 

Pu,exp 
(kN) 

Failure 
mode† 

Jansze 
(1997) 

Chen & 
Teng 
(2001) 

Smith & 
Teng 

(2002b)* 

Colotti e
t al. 

(2004) 

Teng & 
Yao 

(2007)‡ 

fib bulletin 
14 

(International 
Federation for 

Structural 
Concrete, 2001) 

CS TR55 
(Concrete 
Society, 

2012) 

CNR-
DT200 
(CNR, 
2013) 

Ross et al. (1999) 1B 80.1 PED 0.35 2.17 1.04 0.97 0.71 1.70 1.95 1.52 
2B 97.9 PED 0.34 1.94 1.05 1.02 0.79 1.62 1.80 1.49 
3B 109.0 PED 0.31 1.63 1.01 0.96 0.81 1.43 1.54 1.34 

Täljsten  (1997) SB1 142.8 PED 1.06 1.63 0.98 0.92 0.92 1.26 1.58 1.27 
SB2 151.0 PED 1.20 1.72 1.03 0.97 1.01 1.33 1.67 1.34 
SB3 147.8 PED 1.30 1.68 1.01 0.95 1.08 1.30 1.64 1.31 
MB1 159.2 PED 1.18 1.90 1.09 1.02 1.08 1.47 1.85 1.48 
HB1 160.2 PED 1.19 1.99 1.09 1.11 1.15 1.55 1.96 1.65 
FB1 148.8 PED 1.10 1.75 1.02 0.86 0.98 1.33 1.68 1.24 

Tumialan et al. 
(1999) 

A3 172.2 CCS 0.33 1.14 1.16 1.30 0.94 1.00 1.04 0.96 
A8 196.4 CCS 0.38 1.30 1.33 1.48 1.34 1.17 1.25 1.17 
C2 158.6 CCS 0.30 1.05 1.07 1.28 1.06 0.92 0.95 0.89 

Ahmed (2000) AF.2 83.0 CCS 1.89 1.39 1.59 1.13 1.41 1.23 1.34 1.22 
AF.2.1 85.8 CCS 1.87 1.43 1.64 0.99 1.29 1.27 1.38 1.26 
AF.3 96.6 CCS 1.97 1.61 1.85 0.96 1.30 1.43 1.56 1.42 
AF.4 111.0 CCS 1.90 1.85 2.12 1.11 1.37 1.65 1.79 1.63 

BF.2-1 90.0 PED 1.54 1.50 1.72 1.03 1.23 1.34 1.45 1.32 
BF.3-1 104.0 PED 1.78 1.74 1.99 1.07 1.35 1.54 1.68 1.53 
CF.2-1 104.8 CCS 1.89 1.46 1.81 1.02 1.28 1.33 1.43 1.32 
CF.3-1 118.2 CCS 1.99 1.48 1.94 1.15 1.38 1.35 1.44 1.34 
CF.4-1 140.2 CCS 2.07 1.40 2.07 1.40 1.51 1.29 1.36 1.29 

DF2 120.5 CCS 1.72 1.52 1.99 1.13 1.45 1.39 1.47 1.38 
DF3 120.0 CCS 1.74 1.67 2.01 1.15 1.55 1.31 1.55 1.30 
DF4 125.5 CCS 1.82 1.82 2.10 1.20 1.65 1.35 1.69 1.32 

EF.1-1 131.8 PED 1.83 1.62 2.12 1.19 1.52 1.50 1.59 1.48 
EF.3-1 119.0 PED 1.76 1.55 2.04 1.17 1.50 1.39 1.47 1.38 
EF.4-1 120.6 PED 1.87 1.64 2.16 1.26 1.63 1.44 1.54 1.43 

Matthys (2000) BF2 370.0 PED 1.44 1.54 1.77 1.34 1.67 1.22 1.52 1.32 
BF3 372.0 PED 1.47 1.57 1.81 1.37 1.71 1.24 1.55 1.35 
BF4 368.4 PED 1.52 1.62 1.87 1.44 1.79 1.28 1.59 1.40 
BF5 354.0 PED 1.37 1.46 1.68 1.27 1.58 1.15 1.44 1.25 
BF8 222.6 PED 1.14 1.55 1.31 0.91 1.11 1.20 1.52 1.31 
BF9 191.6 PED 1.02 1.18 1.18 1.00 0.57 1.14 1.17 1.16 

Fanning & Kelly 
(2001) 

F5 100.0 CCS 1.24 1.45 0.91 1.09 1.21 1.09 1.34 1.06 
F6 103.0 CCS 1.28 1.49 0.94 1.12 1.25 1.12 1.38 1.10 
F7 97.5 CCS 1.27 1.41 0.89 1.20 1.28 1.06 1.31 1.04 

F10 82.0 CCS 1.09 1.19 0.75 1.19 1.17 0.89 1.10 0.87 
Maalej & Bian 

(2001) 
Beam

3 
86.0 CCS 1.68 1.60 1.88 1.57 1.36 1.28 1.35 1.24 

Beam
4 

82.0 CCS 1.60 1.68 1.80 1.50 1.47 1.17 1.41 1.13 

Beam
5 

79.0 CCS 1.54 1.71 1.73 1.45 1.51 1.16 1.43 1.05 

  

   

   



Assessment of plate-end debonding design provisions for RC beams strengthened with FRP Mohammed A. Al-Saawani et al. 

Latin American Journal of Solids and Structures, 2020, 17(2), e255 13/18 

Table 2 (cont.). Database of beams failed by plate-end debonding (comparison between testes and prediction models). 

  

Reference Beam 

Exp. Results Comparison results, Pu,exp /Pu,cal 

Pu,exp 
(kN) 

Failure 
mode† 

Jansze 
(1997) 

Chen & 
Teng 

(2001) 

Smith & 
Teng 

(2002b)* 

Colotti et
 al. 

(2004) 

Teng & 
Yao 

(2007)‡ 

fib bulletin 14 
(International 
Federation for 

Structural 
Concrete, 2001) 

CS TR55 
(Concrete 
Society, 

2012) 

CNR-
DT200 
(CNR, 
2013) 

Nguyen et al. 
(2001) 

A950 86.0 CCS 1.46 1.16 1.30 1.71 1.48 0.90 1.08 0.95 
A1100 82.0 CCS 1.31 1.19 1.32 1.33 1.31 0.92 1.11 0.97 
A1150 79.0 CCS 1.27 1.22 1.36 1.26 1.30 0.94 1.14 1.00 

B2 86.0 CCS 1.75 1.43 1.94 3.19 1.85 1.17 1.36 1.22 
Rahimi & 

Hutchinson 
(2001) 

A4 86.0 CCS 0.94 1.52 0.94 0.79 0.89 1.24 1.46 1.15 
A6 82.0 CCS 0.90 1.47 0.90 0.59 0.87 1.13 1.41 1.00 
A8 79.0 CCS 0.99 1.61 0.99 0.83 0.94 1.31 1.54 1.21 
B5 86.0 CCS 1.06 1.73 1.05 0.68 1.00 1.32 1.65 1.17 

Buyukozturk et al. 
(2002) 

S1PF1M 168.5 CCS 1.33 1.07 1.83 2.07 1.81 0.91 1.10 1.00 

Smith & Teng 
(2003) 

1A 168.5 CCS 1.24 0.93 1.17 0.87 1.02 0.72 0.79 0.68 
1B 168.5 CCS 1.36 1.55 1.96 0.73 1.10 1.21 1.33 1.14 
2A 168.5 CCS 1.41 0.66 0.83 1.22 0.99 0.54 0.60 0.50 
2B 168.5 CCS 1.45 1.19 1.48 0.69 0.97 0.97 1.07 0.90 
3A 168.5 CCS 1.07 1.12 1.40 0.77 1.02 0.92 1.01 0.85 
3B 168.5 CCS 1.62 1.37 1.72 0.66 0.97 1.13 1.24 1.05 

Valcuende et al. 
(2003) 

A-S1 168.5 CCS 1.61 1.51 1.95 1.44 1.71 1.19 1.42 1.29 
B-S1 168.5 CCS 1.51 1.33 1.71 1.26 1.49 1.05 1.25 1.13 

Brena et al. 
(2003) 

A1-I 168.5 CCS 1.61 1.26 1.09 0.91 0.75 1.15 1.24 1.16 
A2-I 168.5 CCS 1.42 1.28 1.23 0.75 0.93 1.14 1.25 1.16 
A3-I 168.5 CCS 0.79 1.42 1.42 0.83 1.05 1.24 1.38 1.25 
A4-I 168.5 CCS 0.89 1.32 1.34 0.70 0.96 1.13 1.26 1.07 
A5-I 168.5 CCS 1.03 1.38 1.28 0.79 0.84 1.15 1.27 1.05 
A1-II 168.5 CCS 0.97 1.13 1.25 0.96 0.93 1.07 1.12 1.08 
A2-II 168.5 CCS 0.93 1.18 1.39 1.06 1.15 1.10 1.16 1.11 
A3-II 168.5 CCS 0.85 1.17 1.38 1.02 1.14 1.07 1.15 1.07 
A4-II 168.5 CCS 0.94 1.27 1.51 1.00 1.20 1.14 1.23 1.10 
A5-II 168.5 CCS 0.94 1.24 1.41 0.86 1.00 1.11 1.18 1.05 

Gao et al. 
(2004a) 

1T6LN 116.2 CCS 1.03 1.74 1.79 0.80 1.23 1.17 1.42 1.06 
2T6LN 135.9 CCS 0.96 1.88 1.92 0.84 1.27 1.30 1.54 1.16 
2T4LN 133.3 CCS 1.24 1.84 1.88 0.83 1.19 1.42 1.59 1.27 

Gao et al. 
(2004b) 

A0 80.7 PED 1.33 1.27 1.37 1.10 0.97 1.19 1.25 1.19 
B0 86.4 CCS 1.30 1.29 1.46 1.18 1.24 1.15 1.24 1.16 

Grace and Singh 
(2005) 

Bb1 136.6 PED 1.56 1.47 1.32 1.48 1.29 1.02 1.23 1.01 
Bb3 133.5 PED 1.67 1.24 1.29 1.44 1.01 1.05 1.10 1.02 

Pham & Al-
Mahaidi (2006) 

E1a 141.4 PED 1.35 1.34 1.41 1.21 1.24 0.99 1.24 0.90 
E1b 149.2 PED 1.32 1.41 1.49 1.27 1.30 1.05 1.31 0.95 
E2a 102.8 PED 1.51 0.97 1.03 1.42 1.07 0.72 0.90 0.65 
E2b 106.8 PED 1.59 1.01 1.07 1.48 1.12 0.75 0.94 0.68 
E3a 132.0 PED 1.30 1.58 1.51 0.89 1.29 1.17 1.46 1.06 
E3b 130.4 PED 1.35 1.56 1.49 0.88 1.27 1.15 1.45 1.05 
E4a 158.0 PED 1.67 1.50 1.58 1.35 1.38 1.11 1.39 1.01 
E4b 122.4 PED 1.65 1.16 1.22 1.04 1.07 0.86 1.07 0.78 



Assessment of plate-end debonding design provisions for RC beams strengthened with FRP Mohammed A. Al-Saawani et al. 

Latin American Journal of Solids and Structures, 2020, 17(2), e255 14/18 

Table 2 (cont.). Database of beams failed by plate-end debonding (comparison between testes and prediction models). 

Reference Beam 

Exp. Results Comparison results, Pu,exp /Pu,cal 

Pu,exp 
(kN) 

Failure 
mode† 

Jansze 
(1997) 

Chen & 
Teng 

(2001) 

Smith & 
Teng 

(2002b)* 

Colotti et al. 
(2004) 

Teng & 
Yao 

(2007)‡ 

fib bulletin 14 
(International 
Federation for 

Structural 
Concrete, 

2001) 

CS TR55 
(Concrete 
Society, 

2012) 

CNR-
DT200 
(CNR, 
2013) 

Pham & Al-
Mahaidi (2006) 

E5a 126.6 PED 1.35 1.26 1.27 1.08 1.16 0.93 1.17 0.84 
E5b 126.4 PED 1.35 1.26 1.26 1.08 1.15 0.93 1.17 0.84 

E3b2 120.0 PED 1.71 1.62 1.54 0.91 1.32 1.19 1.50 1.08 
Benjeddou et al. 

(2007) 
RB1 40.11 CCS 0.91 1.33 1.08 0.72 1.10 0.98 1.20 0.98 
RB2 37.66 CCS 0.86 1.25 1.02 0.68 1.03 0.92 1.13 0.92 
RB3 32.10 CCS 0.73 1.07 0.87 0.58 0.88 0.78 0.96 0.79 
RB4 30.75 CCS 0.70 1.02 0.83 0.56 0.84 0.75 0.92 0.75 
RB5 30.10 PED 0.68 1.02 0.81 0.66 0.89 0.82 0.99 0.93 
RB6 37.37 CCS 0.70 1.02 0.83 0.55 0.80 0.74 0.91 0.73 

Esfahani et al. 
(2007) 

B3-12D-
2L15 

70.94 CCS 1.18 1.20 1.18 0.69 0.95 0.98 1.07 0.94 

B4-12D-
3L15 

74.44 CCS 1.24 1.32 1.24 0.72 1.09 0.96 1.10 0.91 

Yao & Teng (2007) CS-B 81.5 CCS 1.54 1.42 1.76 0.71 1.03 1.01 1.18 0.96 
CS-L3-B 78.5 CCS 1.45 1.38 1.66 0.66 1.08 0.92 1.15 0.84 

CS-
W100-B 

80.9 CCS 1.43 1.20 1.63 0.74 0.94 1.07 1.15 1.05 

CP-B 76.1 CCS 1.35 1.28 1.55 0.61 1.07 0.85 1.06 0.82 
Ceroni (2010) A3 40.0 PED 1.34 1.57 1.02 0.82 1.21 1.27 1.36 1.22 

B2 49.2 PED 1.50 1.32 1.11 1.57 1.13 1.23 1.28 1.20 
B3 48.2 PED 1.47 1.36 1.09 1.54 1.35 1.12 1.18 1.09 

Al-Tamimi et al. 
(2011) 

B85P 60.7 CCS 1.12 1.21 1.16 0.59 0.98 0.84 1.05 0.78 
B70P 47.1 CCS 1.03 0.94 0.90 0.56 0.86 0.65 0.82 0.61 
B25P 51.9 PED 1.32 1.17 0.99 1.82 1.53 0.78 0.97 0.68 

Li et al. (2013) B11 63.3 PED 1.06 1.28 1.05 0.77 0.85 1.14 1.22 1.10 
B21 76.3 CCS 1.15 1.10 1.18 1.06 1.23 0.98 1.05 0.96 

Sadrmomtazi et al. 
(2014) 

C2 75.8 PED 1.53 1.30 1.85 1.18 0.92 1.14 1.23 1.07 

Al-Saawani et al. 
(2015) 

S-0.5-
35-360 

235.1 CCS 1.27 2.00 1.23 0.74 1.24 1.40 1.75 1.33 

Hasnat et al. 
(2016) 

S(AT1)C 100.0 CCS 1.59 1.54 1.75 0.72 1.15 1.29 1.48 1.30 
B(AT1)C 101.6 CCS 1.62 1.56 1.79 0.74 1.18 1.32 1.51 1.33 

Skuturna & 
Valivonis (2016) 

BC1-1 79.0 CCS 1.85 1.36 2.11 0.97 0.89 1.22 1.30 1.17 
BC1-2 78.0 CCS 1.82 1.35 2.08 0.96 0.88 1.20 1.28 1.15 
BC2-1 79.5 CCS 1.86 1.37 2.12 0.98 0.89 1.23 1.31 1.18 
BC3-1 68.0 CCS 1.80 1.25 2.06 0.97 0.87 1.11 1.18 1.08 
BC4-1 44.0 CCS 1.34 1.47 1.45 0.71 0.83 1.18 1.34 1.10 
BC4-2 48.0 CCS 1.46 1.60 1.58 0.77 0.91 1.29 1.46 1.20 

Jeevan & Reddy 
(2018) 

EBL-1 86.00 CCS 1.09 1.34 0.96 0.95 1.02 1.18 1.39 1.22 

Average = 1.30 1.48 1.44 1.06 1.18 1.19 1.37 1.16 
Coefficient of variation = 33.8% 22.8% 26.1% 31.6% 23.9% 19.9% 20.8% 19.7% 

Number of unsafe predictions (percentage) = 43 
(27.2%) 

4 
(2.5%) 

17 
(10.8%) 

71 
(44.9%) 

46 
(29.1%) 

34 
(21.5%) 

11 
(7.0%) 

35 
(22.2%) 

* Vc is calculated using the Australian code equation [AS 3600, 1988]; † CCS: concrete cover separation; PED: plate-end interfacial debonding; ‡ Vc is calculated 
using Oehlers et al.’s (2004, 2005) model. Figure 4. Comparison of test results with Jansze’s model predictions. 
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Figure 4. Comparison of test results with Jansze’s model predictions.  

 
Figure 5. Comparison of test results with Chen and Teng’s model predictions. 
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Figure 6. Comparison of test results with Smith and Teng’s model predictions.  

 
Figure 7. Comparison of test results with Colotti’s model predictions. 
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Figure 8. Comparison of test results with Teng and Yao’s model predictions.  

 
Figure 9. Comparison of test results with fib Bulletin 14 model predictions. 
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Figure 10. Comparison of test results with TR55 model predictions.  

 
Figure 11. Comparison of test results with CNR-DT 200 model predictions. 



laminate should be terminated at least a distance equal to the development length, dfL , past the point along the span 

at which the resisted moment falls below the cracking moment, crM . A graphical representation of such criteria is shown 

in Figure 12. The figure shows that the distance from the support to the crM  section is crX . At the design stage, the 
section at the cracking moment along the beam can be determined from the bending moment diagram corresponding 
to the factored load. Then, the length of FRP laminates is determined to be extended beyond the cracking moment 
section by a distance at least equal to Ldf.  This criterion can be examined against the established database used previously 
in evaluating the PE prediction models listed in Table 2.  At the experimental failure loads, the distance along the beam 
span from the support to the section corresponding to the cracking moment, crX , was determined for the 

158 strengthened beams included in the database. This crX  distance will be compared with the Ldf + Lup distance for 
each beam, where Lup is the unplated length of the beam measured from the support to the plate end as shown in 
Figure 12. The development length of FRP laminates, dfL , can be calculated using the equation given by the 

ACI 440.2 document (ACI Committee 440, 2017), as follows:  

'

f f f
df

c

n E t
L

f
=  (1) 

where nf  is the number of FRP plies, Ef is the modulus of elasticity of FRP, tf  is thickness of FRP ply, and f’c is the specified 
compressive strength of concrete. 

         Figure 13 plots the relationship between the values of Xcr and Ldf + Lup for the beams in the database.  Values 
of Xcr below the 45° line show that the term Xcr  is less than the term  Ldf + Lup which indicates that the corresponding 
beam is expected to fail by PE debonding because the extended length of FRP laminates past the cracking moment section 
is less than Ldf. It can be seen from Figure 13 that almost all the data points were located below the 45° line. This indicates 
that this criterion provided good predictions of the PE debonding failure for almost all the beams in the database. This 
result of comparison means that if this criterion is considered during the design stage, it could prevent any premature 
failure due to PE debonding. 

6.2 Approach related to the shear force limit 

         The formation of shear cracks near the plate end region is responsible for the initiation of CCS failure. 
Therefore, CCS could be addressed by estimating the capacity of the section against the formation of shear cracks. Some 
design codes [ACI 440.2 2017; International Federation for Structural Concrete, 2001; Concrete Society 2012; AS 5100.8, 
2017] suggest a limit for the shear force at the FRP plate end region in a strengthened member below which PE debonding 
failure could be avoided. This shear force is proposed as a percentage of the shear capacity of the RC section, which is 
considered in some codes as the contribution of the shear strength of concrete alone, while others suggest an effective 
contribution from the steel stirrups in addition to the shear capacity of concrete. The different limits of the shear force 
at the FRP plate end region for a strengthened member as suggested by different design codes and guidelines are listed 
in Table 3. The listed codes include ACI 440.2 guide (ACI Committee 440, 2017), Australian Standard AS 5100.8 (2017), 
the Concrete Society Technical report No. 55 (Concrete Society, 2012), and the fib bulletin 14 (International Federation 
for Structural Concrete, 2001). 

        These different limits were examined against the 158 beams included in the database as shown in Figure 14. 
The figure shows the ratio /Exp LimitV V  between the experimental shear load at PE debonding failure, VExp, to the limit 

of the shear force, VLimit, of the beam at the region of FRP plate end as suggested by the different criteria. In this figure, 
the ratio / 1.0Exp LimitV V >  indicates that the design criterion anticipates that the strengthened beam will fail by PE 

debonding, while values of / 1.0Exp LimitV V ≤  indicate that PE debonding failure would not occur. The figure indicates 

that both ACI 440.2 (ACI Committee 440, 2017) and fib bulletin 14 (International Federation for Structural Concrete, 
2001) predicted the PE debonding failure for the beams in the database as all the data points were above 1. It can be 
noted that the limits provided by both codes represent fraction of the cracking shear strength of the beams resulting in 
very small values of VLimit. These very conservative values of the shear force limits at PE debonding failure recommended 
by both codes are not reliable for use in design and diminish the effectiveness of FRP-strengthening. On the other hand, 



the limits of the shear force at PE debonding suggested by AS 5100.8 (2017) and TR55 (Concrete Society (2012) could 
predict the PE debonding failure for only 37% and 38% of the beams in the database, respectively. 

7 MITIGATION OF PE DEBONDING    

It is worth noting that the precautions suggested by some design codes and guidelines to avoid PE debonding 
decrease the enhancement in the ultimate strength due to FRP-strengthening. This indicates the need to find effective 
measures  

 
Figure 12. Graphical representation of FRP termination points as recommended by ACI 440.2 guidelines. 



 
Figure 13. Validation of the ACI 440.2R provisions for the location of FRP cutoff point. 

Table 3. Precautions to avoid plate-end debonding in design codes. 

Reference Provision (Units: N and mm) 

ACI 440.2 (ACI 
Committee 440, 

2017) 

* 0.67 cV V< ,            Otherwise U-wrap anchorage must be used as specified by the code. 

where V* represents the factored shear force at the FRP plate end; cV  is the shear capacity of concrete alone 

calculated according to ACI 318 (ACI Committee 318, 2014). 
AS 5100.8 

(2017) 
* 0.67 uV V<

, 

where uV  is the nominal shear strength of the concrete section including concrete and steel stirrups, calculated in 

accordance with AS 5100.5 (2017). 
Concrete 

Society TR 55 
(Concrete 

Society, 2012) 

* 0.67 RdV V<
, 

where RdV  is the shear strength of the beam section calculated in accordance with Section 6.2.3 of BS EN 1992‒1-1 

(2004). 
fib bulletin 14 
(International 
Federation for 

Structural 
Concrete, 2001) 

* 1/30.15 ck c sV f b d≤  Otherwise, shear strengthening should be provided. 

where fck is the characteristic strength of concrete calculated according to BS EN 1992-1-1 (2004). 



 
Figure 14. Comparison of design criteria to prevent PE debonding. 

to prevent PE debonding failures, which is of great importance to the practical application of FRP composites for flexural 
strengthening. Recently, research studies have explored different anchorage solutions in an attempt to mitigate/prevent 
debonding failures. The main role of an anchorage system is to improve the efficiency of the FRP-strengthening system 
by delaying or preventing the debonding failure (Ceroni et al. 2008). Different anchorage systems for EB FRP have been 
developed and reported in the literature, which include: mechanical anchorage using steel plates, steel angles, or angle 
bolts; mechanically fastened FRP; fiber anchors (FRP spike anchors); FRP U-shape wrapping (FRP U-wrap anchors); FRP 
strips; patch anchors (unidirectional and bidirectional fabrics); near-surface mounted rod anchors; mechanically 
strengthened substrate (longitudinal chase anchors); and hybrid anchorage systems [Smith and Teng 2003; Brena et al.  
2003; Kotynia et al. 2008; Orton et al. 2008; Zhang et al. 2012; Kalfat et al. 2013; Lee and Lopez 2016; Jeevan and Reddy 
2018]. Some of these anchorage systems showed successful performance by delaying, and sometimes preventing, 
debonding failure of the flexural FRP [ACI Committee 440, 2017; Kalfat et al. 2013; Grelle and Sneed 2013]. This allowed 
the increase in the effective strain developed in the flexural FRP to values up to tensile rupture as obtained from different 
investigations [Orton et al. 2008; Lee et al. 2010]. Nevertheless, no detailed procedures are currently available for 
designing end anchorage systems which necessitates further research in this area. 

8 CONCLUSION 

A review on plate-end debonding as a critical failure mode in FRP-strengthened RC beams was presented in this 
paper. Also, assessment of the available relevant prediction models was presented and discussed. The precautions 
recommended by the design codes and guides to avoid plate-end debonding were also assessed. The main conclusions 
drawn from this study are summarized as follows:  

• Existing prediction models for PE debonding have been assessed by comparison with experimental database 
collected from the literature. The prediction models by the fib Bulletin 14, the Italian code CNR-DT 200, and that of 
Teng and Yao provide average results that are close to those from the experimental tests with the least scatter. This 
gives an indication that these formulations are the closest to being used as predictive models. The remaining models 
greatly underestimate the test results and lead to a large scatter with high coefficient of variations. 

• For the beams where plate end debonding is the predominant mode of failure, extending FRP reinforcement close 
to the supports is not enough for avoiding such a failure mode. 

• The ACI 440.2 provision concerning terminating FRP reinforcement along the beam span at least a distance equal 
to the development length beyond the section corresponding to the cracking moment was verified against the 
collected database. The recommended provision appears to be successful in avoiding plate end debonding if it is 
considered in the design stage. 



• The shear force limits recommended by both ACI 440.2 guidelines and fib Bulletin 14 for avoiding plate end 
debonding appear to be overly conservative and diminish the effectiveness of FRP strengthening. On the other hand, 
the limits suggested by both AS 5100.8 and TR55 are not successful for avoiding plate end debonding for the majority 
of the beams included in the database. 

• Several anchorage techniques have been developed and investigated for the purpose of mitigating plate end 
debonding. However, no detailed design procedures for such anchorage systems are currently available. Further 
studies are required to fill this gap of knowledge. 
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Notation 

         The following symbols are used in this paper: 
As = cross-sectional area of tension steel reinforcement; 
Av = cross-sectional area of shear reinforcement provided by steel stirrups; 
Asv = cross-sectional area of steel stirrups; 
av = shear span of the test beam; 
a’v = modified shear span of the beam; 
ba = width of adhesive layer; 
bc = width of concrete beam; 
bf = width of FRP; 
Cc = concrete cover thickness; 
c1 and c2 = factors for CFRP strips; 
ds = effective depth of tension steel; 
Ec = elastic modulus of concrete; 
Ef = tensile modulus of elasticity of FRP reinforcement; 
Esv = tensile modulus of elasticity of steel stirrups; 
(EI)o,c = flexural rigidity of the cracked section without EB FRP; 
(EI)f,c = flexural rigidity of the cracked section with EB FRP; 
f'c = specified compressive strength of concrete; 
fck = characteristic strength of concrete; 
fct = tensile strength of concrete; 
fy = yield strength of the steel reinforcement; 
fyv = yield strength of the steel stirrups; 
kb = geometric coefficient; 



kc = a factor for concrete compaction; 
kG = corrective factor taken for pre-cured FRP; 
Ic = second moment of area of strengthened equivalent cracked section; 
la = FRP distance from its end to the section where it is fully utilized; 
lb = bond length of FRP reinforcement; 
lb,max = the maximum anchorage length of FRP reinforcement; 
lc = crack spacing; 
Le = effective bond length of FRP; 
Ldf = development length of FRP reinforcement; 
Lup = unplated length of FRP reinforcement; 
Mcr = cracking moment; 
Mdb,f = flexural debonding moment of FRP plate end located in a pure bending region; 
Mu,o = theoretical ultimate moment of the un-plated section; 
nf = number of FRP plies; 
Pu,exp = experimental load capacity of the test beams; 
Pu,cal = calculated load capacity; 
sc = width of the tie element; 
sv = spacing of the steel stirrups; 
tf = thickness of a single ply of FRP reinforcement; 
Tf,max = maximum tensile load at the end of the FRP reinforcement; 
Uy = limiting bond strength factor; 
Vc = shear capacity provided by concrete; 
Vdb,s = debonding shear force at FRP plate end located in a region of nearly zero moment; 
Vdb,end = critical shear force at the FRP plate end which causes debonding; 
Vexp = experimental shear load at debonding failure; 
Vf = shear capacity provided by FRP; 
Vlimit = the limit of the shear force; 
VRd = shear strength of the concrete section; 
Vs = shear capacity provided by steel stirrups; 
V �s = shear force carried by the shear steel reinforcement per unit strain; 
V* = factored shear force at the FRP plate end; 
Xcr = the point along the span at which the resisted moment corresponds to the cracking moment; 
βl = factor representing the effect of the bond length of the EB FRP; 
βw = factor related to the effect of width ratio between the EB FRP and concrete; 
α = a coefficient for mean and characteristic values; 
αflex = parameter for flexural rigidity of the beam; 
αaxial = parameter for axial rigidity of the beam; 
αw = parameter for the ratio of the beam width to the FRP width; 
εfd = debonding strain of FRP reinforcement; 
εv,e = effective strain in the shear steel reinforcement; 
γf,d = concrete partial coefficient; 
ρs = tension steel reinforcement ratio, 
ɸs = diameter of tension steel reinforcement; 
Γf,d = design value of the specific fracture energy of the FRP-concrete interface. 
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